
 
 

 

 
 

Electroosmotic Flow of Non-Newtonian Fluid in Porous Polymer Membrane at High Zeta
Potentials

Deng, Shuyan; Zeng, Yukun; Li, Mingying; Liang, Cuixiang

Published in:
Micromachines

Published: 01/12/2020

Document Version:
Final Published version, also known as Publisher’s PDF, Publisher’s Final version or Version of Record

License:
CC BY

Publication record in CityU Scholars:
Go to record

Published version (DOI):
10.3390/mi11121046

Publication details:
Deng, S., Zeng, Y., Li, M., & Liang, C. (2020). Electroosmotic Flow of Non-Newtonian Fluid in Porous Polymer
Membrane at High Zeta Potentials. Micromachines, 11(12), [1046]. https://doi.org/10.3390/mi11121046

Citing this paper
Please note that where the full-text provided on CityU Scholars is the Post-print version (also known as Accepted Author
Manuscript, Peer-reviewed or Author Final version), it may differ from the Final Published version. When citing, ensure that
you check and use the publisher's definitive version for pagination and other details.

General rights
Copyright for the publications made accessible via the CityU Scholars portal is retained by the author(s) and/or other
copyright owners and it is a condition of accessing these publications that users recognise and abide by the legal
requirements associated with these rights. Users may not further distribute the material or use it for any profit-making activity
or commercial gain.
Publisher permission
Permission for previously published items are in accordance with publisher's copyright policies sourced from the SHERPA
RoMEO database. Links to full text versions (either Published or Post-print) are only available if corresponding publishers
allow open access.

Take down policy
Contact lbscholars@cityu.edu.hk if you believe that this document breaches copyright and provide us with details. We will
remove access to the work immediately and investigate your claim.

Download date: 24/05/2023

https://scholars.cityu.edu.hk/en/publications/electroosmotic-flow-of-nonnewtonian-fluid-in-porous-polymer-membrane-at-high-zeta-potentials(a24f94a1-bcba-4904-a0ee-7facf0fabf5a).html
https://doi.org/10.3390/mi11121046
https://scholars.cityu.edu.hk/en/persons/shuyan-deng(908bdd4f-bd29-4ad7-bf41-5774cc937c32).html
https://scholars.cityu.edu.hk/en/publications/electroosmotic-flow-of-nonnewtonian-fluid-in-porous-polymer-membrane-at-high-zeta-potentials(a24f94a1-bcba-4904-a0ee-7facf0fabf5a).html
https://scholars.cityu.edu.hk/en/publications/electroosmotic-flow-of-nonnewtonian-fluid-in-porous-polymer-membrane-at-high-zeta-potentials(a24f94a1-bcba-4904-a0ee-7facf0fabf5a).html
https://scholars.cityu.edu.hk/en/journals/micromachines(10b56f9c-dfdf-42bb-a041-00931efe2426)/publications.html
https://doi.org/10.3390/mi11121046


micromachines

Article

Electroosmotic Flow of Non-Newtonian Fluid in
Porous Polymer Membrane at High Zeta Potentials

Shuyan Deng 1,*, Yukun Zeng 2, Mingying Li 1 and Cuixiang Liang 1

1 Institute of Architecture and Civil Engineering, Guangdong University of Petrochemical Technology,
Maoming 525000, Guangdong, China; dshy530@sina.cn (M.L.); liang_cx@126.com (C.L.)

2 Institute of Mechanical and Electrical Engineering, Guangdong University of Petrochemical Technology,
Maoming 525000, Guangdong, China; kun2000221@163.com

* Correspondence: sydeng4-c@my.cityu.edu.hk; Tel.: +86-173-769-1017

Received: 27 September 2020; Accepted: 24 November 2020; Published: 27 November 2020 ����������
�������

Abstract: To help in the efficient design of fluid flow in electroosmotic pumps, electroosmotic flow
of non-Newtonian fluid through porous polymer membrane at high zeta potentials is studied by
mainly evaluating the total flow rate at different physical parameters. Non-Newtonian fluid is
represented by the power-law model and the porous polymer membrane is considered as arrays of
straight cylindrical pores. The electroosmotic flow of non-Newtonian fluid through a single pore is
studied by solving the complete Poisson–Boltzmann equation and the modified Cauchy momentum
equation. Then assuming the pore size distribution on porous polymer membrane obeys Gaussian
distribution, the performance of electroosmotic pump operating non-Newtonian fluid is evaluated
by computing the total flow rate of electroosmotic flow through porous polymer membrane as a
function of flow behavior index, geometric parameters of porous membrane, electrolyte concentration,
applied voltage, and zeta potential. It is found that enhancing zeta potential and bulk concentration
rather than the applied voltage can also significantly improve the total flow rate in porous polymer
membrane, especially in the case of shear thinning fluid.

Keywords: electroosmotic flow; power-law fluid; porous polymer membrane

1. Introduction

Microfluidic technologies have attracted increasing attention recently due to the broad applications
in numerous fields such as microelectric mechanic systems, bio-sensor systems, and on-chip
experimental systems [1–3]. The fluid flow encountered in micropumps and micromixers is essentially
different from the flow in macro-scale. To optimize micromachines, the flow behavior in a microchannel
has to be treated carefully. The contact between electrolyte solution and the wall surface of microchannel
triggers exchange of charges, resulting in formation of electric double layer (EDL) [4,5]. When an
electric field is applied along the central line of microchannel, the migration of free ions in EDL caused
by the Coulombic force and the fluid viscosity generates the so-called electroosmotic flow (EOF).
EOF has been the main flow form in the above applications because of the operational advantages over
conventional pressure-driven flow such as high flow rate and smooth pulse-free flow with plug-like
pattern [6].

Electroosmotic pump (EO pump) is the key actuator system in micromechanical devices such
as drug delivery system, microelectronics equipment cooling, and biological analysis [7]. EO pump
is able to control small amount of fluid precisely, also has no moving part and can be integrated
on microchips [8–10]. Porous-media-based EO pumps have been greatly investigated because the
flows in porous media can be treated as that through a large number of straight microchannels in
parallel and hence can provide good pumping performance. Furthermore, pumping material plays an
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important role on the performance of EO pumps. For instance, the bead packing EO pump suffers
from drawbacks, such as its tedious fabrication procedure and difficulty of anchoring beads at specific
locations. Yao et al. designed and fabricated a porous glass structure EO pump in [11], the performance
of which was predicted in [12] by solving the flow rate as a function of geometric parameters of
membrane and chemical properties of bulk. Kim et al. investigated the performance of porous glass
structure EO pump operating liquids with various ion density [13]. From the literature on the EO
pump above, it is found that to pursue high flow rate and pressure capacity, increasing applied electric
voltage is the most achievable method. However, high driving voltage can lead to Joule heating in
electrolyte solution and in further lower efficiency of EO pump. Therefore, low-voltage (1–10 V) EO
pumps were proposed in [14–16]. Among them, the thin membrane was actively used so that the
length of microchannel namely the distance between the two driving electrodes is reduced and thus a
relatively low electric voltage can also generate a high electric field. On the other hand, to improve the
performance of EO pumps, polymer materials are increasingly attracting attention because of the low
cost, high biocompatibility, and flexibility. Kwon et al. evaluated the performance of porous polymer
membrane structure EO pump in the absence of back pressure and the comparison study between
the performance of porous polymer membrane structure EO pump and porous glass structure EO
pump shows that the porous track-etch polymer material excels over the porous glass largely due to
the thickness and flexibility [17]. Compared to the porous materials used in low-voltage EO pump, the
porous polymer membrane can bond with polymer material and facilitate a miniaturization procedure.

In EO pump applications, the working liquids have been represented as Newtonian model.
However, it is necessary to incorporate the nonlinear constitutive relation of the non-Newtonian
fluid because non-Newtonian fluids, such as biological samples or polymer solution with long-chain
molecules, have been actively manipulated. Das and Chakrabotry [18,19] investigated the steady
EOF of the inelastic power-law fluid. It turns out that the power-law constitutive relation models
fluids in engineering applications very well. Thus, efforts have been put on electrokinetic flows of
power-law fluids in varieties of microgeometries [20–22]. The EOF in a rectangular microchannel [23],
in a cylindrical microcapillary [24], and the electroviscous effects of periodical pressure-driven flow [25]
of power-law fluid in a rectangular microchannel have been studied in my previous works. In addition,
most works associated with estimation of EO pumps assume the absolute value of zeta potential equal
to 0.025 V or lower to simplify the model. According to measurements [12,17,26,27], the zeta potential
in porous polymer membrane structure EO pumps [12,17] and in other practical applications [26,27]
possibly can go beyond 0.025 V and even arrive at 0.2 V in which case Debye–Hückel approximation
is unsuitable. By means of the approximation method proposed by Philip and Wooding [28],
Levine et al. [29] studied the electrokinetic flow at high zeta potential at first. Kang et al. [30] focused
on the dynamic aspect of EOF without using the Debye–Hückel approximation. It is found that the
increase in zeta potential exerts significant influence on the flow rate of EOF. Therefore, in studies of
EO pumps, a new model which incorporates those practical issues in EO pump is highly desired for
precisely predicting performance of EO pump.

To the author’s knowledge, few theoretical works have been reported concerning the theoretical
evaluation of EO pumps operating non-Newtonian fluid. The novelty of this paper is to study EOF
of power-law fluids through porous polymer membrane at high zeta potentials in the context of
EO pump applications. The complete Poisson–Boltzmann (P-B) equation and the modified Cauchy
momentum equation for power-law fluid flow are solved to characterize the EOF of power-law
fluids in a single pore of porous polymer membrane. Then with the assumption that the porous
membrane has a Gaussian distribution of parallel cylindrical pores (such as the porous glass [11,12,14],
porous polymer membrane [15–17]), the total flow rate through porous track-etch polymer membrane
is computed as a function of flow behavior index, zeta potential, electric voltage, and concentration
of solution. The prediction for the flow rate of EO pump shows qualitative agreement with the
existing measured flow rate in [17]. It means the mathematical model and numerical method applied
are valid. Correspondingly, the theoretical study carried out in this paper can predict performance
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of EO pump operating non-Newtonian fluid. Section 2 presents the mathematical formulation of
EOF of non-Newtonian fluid through porous polymer membrane and the semi-analytical solution to
the governing equations. In Section 3, the theoretical results including the electroosmotic transport
characteristics in arbitrary single pore and the flow rate through porous polymer membrane at different
physical parameters are presented. Section 4 draws a conclusion and provides guidance for evaluating
EO pump performance. For EOF through polymer membrane, it is found that enhancing zeta potential
and bulk concentration rather than the applied voltage can also significantly improve the total flow
rate in porous polymer membrane, especially in the case of shear thinning fluid.

2. Problem Formulation

EOF of power-law fluid in porous media is described in terms of the electroosmotic transport
characteristics in a single pore and the total flow rate in porous media. As shown in Figure 1 in [17],
the porous polymer track-etch membrane with given surface area At is considered here. From the
surface view in Figure 1 from [17], the arbitrary pore with radius R can be assumed as a straight
cylindrical microcapillary and when an external electric field is applied along the cross section of
porous membrane, the power-law fluid in porous membrane of EO pumps forms EOF and generates
flow rate.
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2.1. Mathematical Model for Electroosmotic Flow (EOF) of Power-Law Fluid in a Single Pore

EOF of power-law fluid through a single pore of porous polymer membrane is modelled at first.
The arbitrary single pore is treated as a straight cylindrical microcapillary and sketched in.

The assumptions used to establish the mathematical model are presented as follows:

(1) According to microfluidic transport of liquid in microfluidic devices, the pore radius is much less
than its length [1] and hence the flow velocity is assumed to be only along z-axis;

(2) Each single pore is filled by ideal symmetric electrolyte solution with constant permittivity and
no interaction between ions occurs [26];

(3) The thickness of EDL is much less than the pore radius and EDLs will not overlap [26];
(4) The pore surface is charged with constant zeta potential [2,17];
(5) Gravitational force is negligible [2], no external pressure gradient is imposed and an electric field

is applied over the cross-section of microchannel;
(6) An incompressible, laminar, and fully developed flow is assumed.

According to the electrostatic theory and Assumptions (1)–(4), P-B equation for the electric
potential ψ(r) across a single pore is obtained

1
r

d
dr

(
r

dψ
dr

)
=

2en∞
εrε0

sinh
(

eψ
kbT

)
(1)

in which εr is the relative permittivity, ε0 is the permittivity in vacuum, n∞ is the ionic number
concentration at the neutral state where ψ(r) = 0, e is the elementary charge, kb is Boltzmann constant
and T is the absolute temperature [30].
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The corresponding boundary conditions are

r = 0 :
dψ
dr

= 0, r = R : ψ = ζ (2)

where ζ is the zeta potential. The ions are attached to surface of channel wall due to the absorption
effect from the surface and thus immobile, which becomes inner layer of EDL with thickness of one
diameter of one hydrated ion. The mobile cations and anions exist outside the inner layer is also
known as diffuse layer or outer layer of EDL. An electric potential exists at the shear plane between
inner layer and outer layer, which is called zeta potential.

To circumvent the nonlinearity of Equation (1), an approximate solution to Equations (1) and (2) is
proposed in [28] where the solution domain is comprised of low potential regime l and high potential
regime h (see Figure 1) and the corresponding solutions for electric potentials are

ψl(r) =
kbTI0(r)
eI0(r∗)

, 0 ≤ r ≤ r∗ (3)

ψh(r) =
kbT

e
ln

 −C

(r)2 cos2
[
B + 1

2

√
−C ln

(
r
R

)], r∗ ≤ r ≤ R (4)

where ψl(r*) = ψh(r*), B = cos−1[−C/(exp(eζ/kbT)(R)2)]1/2 and the integration constant C = [2 +

r*I1(r*)/I0(r*)]2
− exp(1)·(r*)2 with ith-order modified Bessel function Ii(r). The specific procedure

can be found in [28].
The general form of motion equation for EOF is

ρm

∂
→

V
∂t

+
→

V·∇
→

V

 = −∇→p +∇·
→
τ +

→

Eρe (5)

where ρm represents the mass density,
→

V represents EOF velocity, t denotes the time variable, p denotes
the pressure and E denotes the electric velocity strength. For power-law fluids, the shear stress
distribution is a non-linear function of velocity gradient. Namely,

→
τ = 2m

.
γ

n−1→e is the shear
stress distribution defined with

.
γ = (2eklekl)

1/2 being the second invariant of the strain rate tensor,
eij = 1/2(∂ui/∂xj + ∂uj/∂xi), n denotes the flow behavior index and m refers to the flow consistency index
with dimension [Nm−2sn]. Using Assumptions (1), (5) and (6), for a single direction EOF in each
single pore of porous polymer membrane, the velocity is reduced to the component along the axial
direction u(r) and thus the corresponding constitutive equation of power-law fluid can be written as
τ = m(−du/dr)n−1

·(du/dr). For the power-law model, the change in flow behavior index n is responsible
for the change in viscosity and shear stress. n < 1, n = 1, and n > 1 correspond to shear thinning
(pseudoplastic) fluid, Newtonian fluid, and shear thickening (dilatant) fluid, respectively. With the
combination of Assumptions (5) and (6), substituting Equation (7) into Equation (6), the modified
momentum equation can be obtained

1
r

d
dr

[
rm

(
−

du
dr

)n]
= ρeE (6)

The boundary conditions that Equation (6) is subject to can be expressed as

r = 0 :
du
dr

= 0, r = R : u = 0 (7)
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In the case of Newtonian fluid (n = 1) and low zeta potential (|ζ| ≤ 0.025 V) where Debye–Hückel
approximation can be applied [30], the analytical solution to Equations (6) and (7) is

u(r) =
εrε0ζE
µ0

[
I0(kr)
I0(kR)

− 1
]

(8)

where k = (2 e2n∞/εrε0kbT)1/2 and 1/k denotes the thickness of EDL. Accordingly, the flow rate and
average velocity of Newtonian fluid can be solved

QN =
2πR2εrε0ζE

µ0

[
2I1(kR)

kRI0(kR)
− 1

]
(9)

UN =
2εrε0ζE
µ0

[
2I1(kR)

kRI0(kR)
− 1

]
(10)

While in the case of non-Newtonian fluid (n , 1) and high zeta potential (|ζ| > 0.025 V),
the semi-analytical solution to Equations (6) and (7) can be solved

u(r) =
[
(−1)n−1 2n∞eE

µ0

]1/n∫ r

R

[
1
r2

∫ r2

0
r1sinh

eψ(r1)

kbT
dr1

]1/n

dr2 (11)

where r1 and r2 are temporary space variables. Equation (11) is solved using the numerical integral
method, where the method of variable step discretization is applied along r and then each step is
computed by Gauss numerical integration. After computing velocity profile u(r), the flow rate and
average velocity for EOF of power-law fluids in a single pore is solved from the following expressions

Qs = 2π
∫ R

0
r·u(r)dr (12)

us =
2

R2

∫ R

0
r·u(r)dr (13)

2.2. Mathematical Model for EOF of Power-Law Fluid through Porous Polymer Membrane

The prediction of total flow rate through membrane in EO pump is an important step in EO
pump operation and optimization. The applied electric voltage, zeta potential, geometric properties
of porous polymer membrane, and ion density of electrolyte solution are adjustable parameters as
estimating EO pumps, the effects of which are targeted in this study. A mathematical model for EOF
of power-law fluid in porous materials in EO pumps such as hydra gel (porous polymer membrane:
porous polycarbonate track-etch membranes) [17] is presented by extending the model of EOF in
a single pore. The porous polymer membrane used in EO pump is assumed to be a network of
numerous pores with different radius and each pore is treated as a straight cylindrical microcapillary.
It is considered that the pore radius in porous polymer membrane obeys Gaussian distribution which
is consistent with the pore radius distribution in reality to a high degree [31–33].

The probability density function of Gaussian distribution is given as

f (R) =
1
√

2πσ
exp

−(R− v)2

2σ2

 (14)

where σ is the variance and ν is the mean. It is a function of pore radius R of arbitrary single pore.
Based on the probability density function φ(R), the mean value of single pore surface area is solved by

A = P
∫ Rmax

Rmin

f (R)·πR2dR (15)
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where Rmin and Rmax are the minimum value and maximum value of pore radius, P is the modified
coefficient [17]. As a result, the total number of pores for the given area At is solved from the following
expression

N = φ
At

A
(16)

in which φ is the porosity of porous polymer membrane. Therefore, the total flow rate of power-law
fluids through porous polymer membrane can be expressed as

Q =
NP
ε

∫ Rmax

Rmin

f (R)·QsdR (17)

in which Qs is the flow rate of arbitrary single pore which has been solved in Section 2.1 and ε is the
tortuosity of porous polymer membrane.

3. Results and Discussion

The parametric values from practical applications are given as follows: the ion concentration of
electrolyte solution is expressed as n∞ = NAc, NA = 6.02 × 1023/mol. The molar concentration c changes
from 10−2 mol/m3 to 1 mol/m3 and is responsible for the change in electric charge density and then the
Coulombic force. In addition, e = 1.6 × 10−19 C, kb = 1.38 × 10−23 J/(mol·K), ρm = 1000 kg/m3, m = 9
× 10−4 Nm−2sn, εr = 80, ε0 = 8.85 × 10−12 C2/J·m, T = 293 K. The dimensionless electrokinetic width,
namely, the ratio of pore radius to the thickness of EDL K = kR changes from 10 to 50. The average
value of single pore radius is R = 1.02 µm, the minimum value and maximum value of single pore
radius are taken as 0.8 µm and 1.2 µm, respectively [17]. The applied voltage across porous polymer
membrane varies from 10 V to 100 V, from which the electric field strength can be determined. The total
area of porous polymer membrane At = 2.5 mm2 and the thickness is given as L = 7–20 µm so that the
electric field strength can be obtained from E = V/L. The membrane porosity is φ = 0.05–0.4 and the
tortuosity is ε = 1.45 [17]. The value of zeta potential changes from 0.025 V to 0.2 V.

3.1. EOF of Power-Law Fluid in a Single Pore

At first to get a thorough understanding on EOF of power-law fluid in porous polymer membrane
at high zeta potentials, the velocity profile, average velocity and flow rate in a single pore are presented
for different fluid type, dimensionless electrokinetic width and zeta potential.

In Figure 2, the numerical velocity profile for Newtonian fluid (n = 1) at high zeta potential
solved from Equation (8) is compared to the existing result in [30]. The reference velocity is Uref =

(εrε0/m)·E·(kbT/e) which allows the effects of choosing different zeta potential stands out. It shows
that the numerical result agrees well with the existing data even when the zeta potential is as high as
|ζ| = 0.2 V, meaning that the numerical method adopted here is feasible.Micromachines 2020, 11, x 7 of 14 
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present model and the existing model of [30] at high zeta potentials where n = 1, K = 10 and the
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In Figure 3, the velocity profiles of shear thinning fluid, Newtonian fluid and shear thickening
fluid are compared in the case of K = 10 and ζ = −0.1 V. To evidently exhibits the influence of flow
behavior index on the velocity profile, the velocities are generalized its respective average velocity.
As shown in Figure 3, the flow behavior index n plays major role on the patter of velocity profile.
When the magnitude of flow behavior index increase from 0.8 to 1.2, namely when the fluid feature
changes from shear thinning to Newtonian and shear thickening, the pattern of velocity profile exhibits
plug-like shape at first, and then gradually changes to parabolic shape.
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In Figure 4, the average velocities of EOF in single pore generalized by the average velocity of
Newtonian fluid (n = 1) are plotted at different dimensionless electrokinetic width K when ζ = −0.1 V.
It can be seen from Figure 4 that when n < 1, i.e., in the case of shear thinning fluids, the average velocity
shows more than ten times higher than the velocity of Newtonian fluid and shear thickening fluid.
Moreover, the influence of dimensionless electrokinetic width K on velocity is evident. The velocity
increases with K. As the flow behavior index changes to n > 1—namely, in the case of shear thickening
fluid—the variation of velocity with n and K is slight, showing that the effects of n and K are weak.
Thus, the velocity of EOF for shear thinning fluid is susceptible to the change in n and K, compared to
that of shear thickening fluid.Micromachines 2020, 11, x 8 of 14 
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In Figure 5, the variation of the flow rate in single pore generalized by the flow rate of Newtonian
fluid with the flow behavior index n is provided at different zeta potential when K = 50. The flow rate
of shear thinning fluids is 10 times higher than that of Newtonian fluid and shear thickening fluids,
and for greater value of |ζ|, the influence becomes more evident. The influence of zeta potential on the
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flow rate of shear thickening fluid is little. In practical applications, the EOF of shear thinning fluids
can be adjusted by changing zeta potential.
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3.2. EOF of Power-Law Fluid through Porous Polymer Membrane

Based on the discussion on EOF in a single pore, the performance of EO pumps operating
power-law fluids is evaluated by computing the total flow rate of EOF in porous polymer membrane
at different zeta potential, electrokinetic width and solution concentration. In Figure 6, the analytical
flow rate for EOF of Newtonian fluid through porous polymer membrane obtained from Equation (17),
is compared to the measured flow rate in [17] when c = 0.01 mol/m3, ζ = −0.1 V and more specific
details can be found in Ref. [17]. The good agreement shown in Figure 6 validates the mathematical
model presented for the EOF of power-law fluid through porous membrane. The mathematical
model is able to fully describe the electroosmotic characteristics of power-law fluids through porous
polymer membrane.Micromachines 2020, 11, x 9 of 14 
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3.2.1. Effect of the Applied Electric Voltage

The applied voltage plays a critical role on EOF of power-law fluids because the Coulombic
force resulting from applying external electric voltage over porous polymer membrane is the driving
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force in EO pump applications. Figure 7 describes variation of the total flow rate with the applied
voltage which ranges from 10 V to 100 V at different flow types (c = 0.01 mol/m3, ζ = −0.1 V, L = 20 µm,
φ = 0.05). The total flow rate is generalized by the total flow rate when applied voltage is 10 V to
show the influence of increase in applied voltage. The total flow rate of EOF through porous polymer
membrane is increased for shear thinning fluids (n < 1) and it gets more evident as the flow behavior
index n decreases. For shear thickening fluid (n > 1), the increasing rate of flow rate with the applied
electric voltage is much less than that of shear thinning fluids.
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voltage at different flow behavior indices n (c = 0.01 mol/m3, ζ = −0.1 V, L = 20 µm, φ = 0.05).

3.2.2. Effect of the Zeta Potential

Figure 8 depicts variation of the total flow rate with zeta potential ζ for different flow behavior
index n (c = 0.01 mol/m3, V = 10 V, L = 20 µm, φ = 0.05). The total flow rate is generalized by the total
flow rate when |ζ| = 0.025 V. The increase in zeta potential exerts influence on the total flow rate which
is especially significant for shear thinning fluids. It is notable that the total flow rate when |ζ| = 0.1 V is
much more times higher than that when |ζ| = 0.025 V and thus one should have second thought of
always assuming low zeta potential. It is reasonable to expect zeta potential has a remarkable influence
on EO pumping performance.
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3.2.3. Effect of the Geometric Properties of the Membrane

The effects of porous polymer membrane thickness L on the total flow rate at different types of
fluids are shown in Figure 9 (c = 0.01 mol/m3, ζ = −0.1 V, V = 10 V, φ = 0.05). In Figure 9, the total
flow rate for different types of power-law fluid is generalized by its respective total flow rate when the
thickness L is 20 µm so that the influence of the increase in membrane thickness can be clearly shown.
The total flow rates of power-law fluids through porous membrane decrease with the increment of
membrane thickness. More specifically, the less the flow behavior index, the greater the decreasing
rate of flow rate with the decrease of membrane thickness.Micromachines 2020, 11, x 11 of 14 
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3.2.4. Effect of the Electrolyte Solution Concentration

The change in concentration of electrolyte solution leads to the change in ionic concentration
and in further the dimensionless electrokinetic width K. Furthermore, the concentration of electrolyte
solution can be readily controlled by adding or removing chemicals to solution. Correspondingly
performance of EO pump can be modified. Therefore, Figure 10 shows variation of the total flow rate
with electrolyte concentration ranging from 0.01 mol/m3 to 1 mol/m3 at different flow rate behavior n
(ζ = −0.1 V, V = 10 V, L = 20 µm, φ = 0.05). For each type of fluid, the total flow rate is generalized
by its respective total flow rate when the solution concentration c = 0.01 mol/m3. Since the variation
of dimensionless electrokinetic width has insignificant influence on the average velocity for shear
thickening fluids (n > 1) as shown in Figure 4 and hence in Figure 10 the variation of total flow rate
with the electrolyte concentration is studied for Newtonian fluid and shear thinning fluids (n ≤ 1). It is
found that the total flow rate increases with the electrolyte concentration and the increasing rate of
flow rate gets higher as the flow behavior index decreases.
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4. Conclusions

The study on EOF of power-law fluids through porous polymer membrane is summarized
as follows:

• The characteristics of EOF for power-law fluids in a single pore is described in terms of velocity
profile, average velocity and flow rate at first. The velocity profile shows more plug-like shape
as the flow behavior index decreases (n < 1). A high zeta potential or a high dimensionless
electrokinetic width can generate higher average velocity especially for shear thinning fluids in
single pore.

• The mathematical model for EOF of power-law fluid through porous polymer membrane is
presented by means of the assumption that porous polymer membrane has Gaussian distribution
of pores. The performance of polymer porous membrane structure EO pump is evaluated from
the perspective of the dependence of total flow rate on different parameters. The total flow rate
of power-law fluid is increased with the increment of applied electric voltage, zeta potential,
and concentration of solution. The influence of these parameters on total flow rate is much
more evident for shear thinning fluids (n < 1) than that for shear thickening fluids (n > 1).
Therefore, to attain high flow rate, high zeta potential, electrolyte solution with high ion density,
thin membrane or shear thinning property of working liquid is desired in porous-structure EO
pump applications.

The prediction for the electroosmotic flow of non-Newtonian fluid through porous polymer
membrane may help enhance the performance of electroosmotic pump and other microdevices typically
applied for the operation of bio-fluids, which are truly non-Newtonian fluid in nature.

Author Contributions: Conceptualization, S.D.; methodology, S.D.; software, S.D.; validation, S.D.; writing—
review and editing, S.D. and Y.Z.; project administration, S.D. and M.L.; funding acquisition, S.D. and C.L.
All authors have read and agreed to the published version of the manuscript.

Funding: This work was supported by the National Natural Science Foundation of China, grant no. 11902082;
the Talent Introduction Foundation of Guangdong University of Petrochemical Technology, grant no. 2018rc16;
the Talent Introduction Foundation of Guangdong University of Petrochemical Technology, grant number
2016rc05; the Scientific Research Foundation of Universities in Guangdong Province for Young Talents, grant no.
2018KQNCX165; the Scientific Research Foundation of Guangdong University of Petrochemical Technology,
grant no. 513040; and the Municipal Science and Technology Program of Maoming, grant no. 2019408.

Conflicts of Interest: The authors declare no conflict of interest.



Micromachines 2020, 11, 1046 12 of 13

References

1. Stone, H.A.; Stroock, A.D.; Ajdari, A. Engineering flows in small devices. Ann. Rev. Fluid Mech. 2004, 36,
381–411. [CrossRef]

2. Bruus, H. Theoretical Microfluidics; Oxford University Press: New York, NY, USA, 2008.
3. Bayraktar, T.; Pidugu, S.B. Characterization of liquid flows in microfluidic systems. Int. J. Heat Mass Transf.

2006, 49, 815–824. [CrossRef]
4. Hunter, R.J. Zeta Potential in Colloid Science: Principles and Applications; Academic Press: New York, NY,

USA, 1981.
5. Karniadakis, G.E.; Beskok, A.; Aluru, N.R. Microflows and Nanoflows: Fundamentals and Simulation; Springer:

New York, NY, USA, 2005; p. xxli.
6. Whitesides, G.M. The origins and the future of microfluidics. Nature 2006, 442, 368. [CrossRef] [PubMed]
7. Wang, X.; Wang, S.; Gendhar, B.; Chang, C.; Chang, K.B.; Li, G.; Zhao, M.; Liu, S.; Chang, K.B.; Zhao, M.

Electroosmotic pumps for microflow analysis. Trac. Trend Anal. Chem. 2009, 28, 64–74. [CrossRef]
8. Prakash, P.; Grissom, M.D.; Rahn, C.D.; Zydney, A.L. Development of an electroosmotic pump for high

performance actuation. J. Membr. Sci. 2006, 286, 153–160. [CrossRef]
9. Min, J.Y.; Kim, D.; Kim, S.J. A novel approach to analysis of electroosmotic pumping through rectangular

-shaped microchannels. Sens. Actuators B Chem. 2006, 120, 305–312. [CrossRef]
10. Yao, S.; Myers, A.M.; Posner, J.D.; Rose, K.A.; Santiago, J.G. Electroosmotic pumps fabricated from porous

silicon membranes. J. Microelectromech. Syst. 2006, 15, 717–728. [CrossRef]
11. Yao, S.; Hertzog, D.E.; Zeng, S.; Mikkelsen, J.C.; Santiago, J.G. Porous glass electroosmotic pumps: Design

and experiments. J. Colloid Interface Sci. 2003, 268, 143–153. [CrossRef]
12. Yao, S.; Santiago, J.G. Porous glass electroosmotic pumps: Theory. J. Colloid Interface Sci. 2003, 268, 133–142.

[CrossRef]
13. Kim, D.; Posner, J.D.; Santiago, J.G. High flow rate per power electroosmotic pumping using low ion density

solvents. Sens. Actuators A Phys. 2008, 141, 201–212. [CrossRef]
14. Ai, Y.; Yalcin, S.E.; Gu, D.; Baysal, O.; Baumgart, H.; Qian, S.; Beskok, A. A low-voltage nano-porous

electroosmotic pump. J. Colloid Interface Sci. 2010, 350, 465–470. [CrossRef] [PubMed]
15. Wang, C.; Wang, L.; Xue, J. Low-voltage electroosmotic pumping using polyethylene terephthalate

track-etched membrane. Nucl. Instrum. Mech. B 2012, 286, 223–228. [CrossRef]
16. Wang, C.; Wang, L.; Zhu, X.; Wang, Y.; Xue, J. Low-voltage electroosmotic pumps fabricated from track-etched

polymer membranes. Lab Chip 2012, 12, 1710–1716. [CrossRef] [PubMed]
17. Kwon, K.; Park, C.-W.; Kim, D. High-flowrate, compact electroosmotic pumps with porous polymer track-etch

membranes. Sens. Actuators A Phys. 2012, 175, 108–115. [CrossRef]
18. Das, S.; Chakraborty, S. Analytical solutions for velocity, temperature and concentration distribution in

electroosmotic microchannel flows of a non-newtonian bio-fluid. Anal. Chim. Acta 2006, 559, 15–24.
[CrossRef]

19. Chakraborty, S. Electroosmotically driven capillary transport of typical non-newtonian biofluids in rectangular
microchannels. Anal. Chim. Acta 2007, 605, 175–184. [CrossRef] [PubMed]

20. Zhao, C.; Zholkovskij, E.; Masliyah, J.H.; Yang, C. Analysis of electroosmotic flow of power-law fluids in a
slit microchannel. J. Colloid Interface Sci. 2008, 326, 503–510. [CrossRef]

21. Tang, G.H.; Li, X.F.; He, Y.L.; Tao, W.Q. Electroosmotic flow of non-newtonian fluid in microchannels. J. Non
Newton. Fluid Mech. 2009, 157, 133–137. [CrossRef]

22. Bharti, R.P.; Harvie, D.J.E.; Davidson, M.R. Electroviscous effects in steady fully developed flow of a
power-law liquid through a cylindrical microchannel. Int. J. Heat Fluid Flow 2009, 30, 804–811. [CrossRef]

23. Deng, S.Y.; Jian, Y.J.; Bi, Y.H.; Chang, L.; Wang, H.J.; Liu, Q.S. Unsteady electroosmotic flow of power-law
fluid in a rectangular microchannel. Mech. Res. Commun. 2012, 39, 9–14. [CrossRef]

24. Deng, S.Y. The parametric study of electroosmotically driven flow of power-law fluid in a cylindrical
microcapillary at high zeta potential. Micromachines 2017, 8, 344. [CrossRef] [PubMed]

25. Zhu, Q.Y.; Deng, S.Y.; Chen, Y.Q. Periodical pressure-driven electrokinetic flow of power-law fluids through
a rectangular microchannel. J. Non-Newton. Fluid Mech. 2014, 203, 38–50. [CrossRef]

26. Vasu, N.; De, S. Electroosmotic flow of power-law fluids at high zeta potentials. Colloids Surf. A 2010, 368,
44–52. [CrossRef]

http://dx.doi.org/10.1146/annurev.fluid.36.050802.122124
http://dx.doi.org/10.1016/j.ijheatmasstransfer.2005.11.007
http://dx.doi.org/10.1038/nature05058
http://www.ncbi.nlm.nih.gov/pubmed/16871203
http://dx.doi.org/10.1016/j.trac.2008.09.014
http://dx.doi.org/10.1016/j.memsci.2006.09.029
http://dx.doi.org/10.1016/j.snb.2006.02.028
http://dx.doi.org/10.1109/JMEMS.2006.876796
http://dx.doi.org/10.1016/S0021-9797(03)00730-6
http://dx.doi.org/10.1016/S0021-9797(03)00731-8
http://dx.doi.org/10.1016/j.sna.2007.07.023
http://dx.doi.org/10.1016/j.jcis.2010.07.024
http://www.ncbi.nlm.nih.gov/pubmed/20684961
http://dx.doi.org/10.1016/j.nimb.2011.12.032
http://dx.doi.org/10.1039/c2lc40059f
http://www.ncbi.nlm.nih.gov/pubmed/22441654
http://dx.doi.org/10.1016/j.sna.2011.12.050
http://dx.doi.org/10.1016/j.aca.2005.11.046
http://dx.doi.org/10.1016/j.aca.2007.10.049
http://www.ncbi.nlm.nih.gov/pubmed/18036381
http://dx.doi.org/10.1016/j.jcis.2008.06.028
http://dx.doi.org/10.1016/j.jnnfm.2008.11.002
http://dx.doi.org/10.1016/j.ijheatfluidflow.2009.01.012
http://dx.doi.org/10.1016/j.mechrescom.2011.09.003
http://dx.doi.org/10.3390/mi8120344
http://www.ncbi.nlm.nih.gov/pubmed/30400535
http://dx.doi.org/10.1016/j.jnnfm.2013.10.003
http://dx.doi.org/10.1016/j.colsurfa.2010.07.014


Micromachines 2020, 11, 1046 13 of 13

27. Zhao, C.; Yang, C. Nonlinear smoluchowski velocity for electroosmosis of power-law fluids over a surface
with arbitrary zeta potentials. Electrophoresis 2010, 31, 973–979. [CrossRef] [PubMed]

28. Philip, J.R.; Wooding, R.A. Solution of the poisson–boltzmann equation about a cylindrical particle.
J. Chem. Phys. 1970, 52, 953–959. [CrossRef]

29. Levine, S.; Marriott, J.R.; Robinson, K. Theory of electrokinetic flow in a narrow parallel-plate channel.
J. Chem. Soc. Faraday Trans. 1975, 71, 1–11. [CrossRef]

30. Kang, Y.J.; Yang, C.; Huang, X.Y. Dynamic aspects of electroosmotic flow in a cylindrical microcapillary. Int. J.
Eng. Sci. 2002, 40, 2203–2221. [CrossRef]

31. Wang, M.; Chen, S. Electroosmosis in homogeneously charged micro- and nanoscale random porous media.
J. Colloid Interface Sci. 2007, 314, 264–273. [CrossRef]

32. Hernández, A.; Calvo, J.I.; Prádanos, P.; Tejerina, F. Pore size distributions in microporous membranes.
A critical analysis of the bubble point extended method. J. Membr. Sci. 1996, 112, 1–12. [CrossRef]

33. Tripp, J.A.; Svec, F.; Fréchet, J.M.J.; Zeng, S.; Mikkelsen, J.C.; Santiago, J.G. High-pressure electroosmotic
pumps based on porous polymer monoliths. Sens. Actuators B Chem. 2004, 99, 66–73. [CrossRef]

Publisher’s Note: MDPI stays neutral with regard to jurisdictional claims in published maps and institutional
affiliations.

© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.1002/elps.200900564
http://www.ncbi.nlm.nih.gov/pubmed/20191559
http://dx.doi.org/10.1063/1.1673081
http://dx.doi.org/10.1039/f29757100001
http://dx.doi.org/10.1016/S0020-7225(02)00143-X
http://dx.doi.org/10.1016/j.jcis.2007.05.043
http://dx.doi.org/10.1016/0376-7388(95)00025-9
http://dx.doi.org/10.1016/j.snb.2003.10.031
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Problem Formulation 
	Mathematical Model for Electroosmotic Flow (EOF) of Power-Law Fluid in a Single Pore 
	Mathematical Model for EOF of Power-Law Fluid through Porous Polymer Membrane 

	Results and Discussion 
	EOF of Power-Law Fluid in a Single Pore 
	EOF of Power-Law Fluid through Porous Polymer Membrane 
	Effect of the Applied Electric Voltage 
	Effect of the Zeta Potential 
	Effect of the Geometric Properties of the Membrane 
	Effect of the Electrolyte Solution Concentration 


	Conclusions 
	References

