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Abstract: The hot deformation characteristics of AZ31 magnesium alloy rod extruded at 

temperatures of 300 °C, 350 °C and 450 °C have been studied in compression. The 

extruded material had a fiber texture with >< 0110  parallel to the extrusion axis. When 

extruded at 450 °C, the texture was less intense and the >< 0110  direction moved away from 

the extrusion axis. The processing maps for the material extruded at 300 °C and 350 °C are 

qualitatively similar to the material with near-random texture (cast-homogenized) and 

exhibited three dynamic recrystallization (DRX) domains. In domains #1 and #2, prismatic 

slip is the dominant process and DRX is controlled by lattice self-diffusion and grain 

boundary self-diffusion, respectively. In domain #3, pyramidal slip occurs extensively and 

DRX is controlled by cross-slip on pyramidal slip systems. The material extruded at  

450 °C exhibited two domains similar to #1 and #2 above, which moved to higher 

temperatures, but domain #3 is absent. The results are interpreted in terms of the changes 

in >< 0110  fiber texture with extrusion temperature. Highly intense >< 0110  texture, as 

in the rod extruded at 350 °C, will enhance the occurrence of prismatic slip in domains #1 

and #2 and promotes pyramidal slip at temperatures >450 °C (domain #3). 

OPEN ACCESS
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1. Introduction 

In recent years magnesium alloys are being given increasing attention as light-weight high specific 

stiffness materials for use as structural parts in aerospace, automobile and computer hardware 

applications [1]. Among the wrought alloys, Mg-3Al-1Zn (AZ31) is being investigated in detail as 

regards processing–microstructure–property correlations [2–11]. Primary working of magnesium 

materials is done by the extrusion process [12–15], which is generally conducted at higher 

temperatures to take advantage of enhanced workability caused by the participation of non-basal slip. 

AZ31 is commercially extruded at about 300 °C to obtain a fine grained structure. The product, 

however, also develops a crystallographic texture which, in the case of a rod, is a fiber texture with 

>< 0110  parallel to the extrusion direction (ED) [2,6]. An increase in the extrusion temperature 

increases the grain size [9] but its effect on the texture is not clearly known. The initial microstructure 

has a strong influence on the hot working behavior of AZ31 alloy [2] which is through the effect of the 

initial texture [16] on the dynamic recrystallization (DRX) process. Wu and Liu [17] reported that even 

large grained AZ31 exhibits superplastic deformation when deformed at 500 °C due to the occurrence 

of DRX in the initial stages of deformation resulting in a stable fine grain size. Alternately, Tan and 

Tan [18] reported a two stage method of first refining the grain size by a lower temperature (250 °C) 

deformation and then by deforming at much higher temperatures (400 °C or 450 °C). In both the above 

methods, not only does the grain size change but also the texture, both of which influence the response 

to hot deformation [10]. The aim of the present investigation is to evaluate the influence of extrusion 

temperature on the hot working characteristics of AZ31 extruded product through its effect primarily 

on the texture developed in the starting material. With a view to bring out the effect of texture, the 

results obtained on the extruded alloy have been compared with those obtained on cast-homogenized 

AZ31 [19] with a near-random texture. 

The hot deformation behavior is explored using the methods of kinetic analysis as well as processing 

maps. The former one is based on the standard kinetic rate equation relating the flow stress (σ) to strain 

rate (ε ) and temperature (T), given by [20]: 

]/exp[ RTQA n −= σε  (1) 

where A = constant, n = stress exponent, Q = activation energy, and R = gas constant. The rate-controlling 

mechanisms are identified on the basis of the activation parameters n and Q. The kinetics of hot 

working in Mg-Al-Zn alloys has been reviewed recently [21] and the apparent activation energy values 

estimated by different investigators [22–26] have shown some variations and are generally higher than 

that for lattice self-diffusion in magnesium. 

The technique of processing maps is based on the dynamic materials model, the principles of which 

are described earlier [27–29]. Briefly, the work piece undergoing hot deformation is considered to be a 

dissipater of power and the strain rate sensitivity (m) of flow stress is the factor that partitions power 

between deformation heat and microstructural changes. The efficiency of power dissipation (η) 
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occurring through microstructural changes during deformation is derived by comparing the non-linear 

power dissipation occurring instantaneously in the work-piece with that of a linear dissipater for which 

the m value is unity, and is given by: 

η = 2m/(m + 1) (2) 

The variation of efficiency of power dissipation with temperature and strain rate represents a power 

dissipation map which is generally viewed as an iso-efficiency contour map. Further, the extremum 

principles of irreversible thermodynamics as applied to continuum mechanics of large plastic flow [30] 

are explored to define a criterion for the onset of flow instability given by the equation for the 

instability parameter ξ (ε ): 

0
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)]1/(ln[
)( ≤+

∂
+∂= m

mm

ε
εξ




 
(3) 

The variation of the instability parameter as a function of temperature and strain rate represents an 

instability map which delineates regimes of instability where ξ is negative. A superimposition of the 

instability map on the power dissipation map gives a processing map which reveals domains 

(efficiency contours converging towards a peak efficiency) where individual microstructural processes 

occur and the limiting conditions for the regimes (bounded by a contour for ξ = 0) of flow instability. 

Processing maps help in identifying temperature–strain rate windows or domains for hot working 

where the intrinsic workability of the material is maximum (e.g., dynamic recrystallization (DRX) or 

superplasticity) and also in avoiding the regimes of flow instabilities (e.g., adiabatic shear bands or 

flow localization). The kinetic rate equation is obeyed by the data within the domains since they are 

“deterministic” and the data in the change-over regions (termed bifurcations) show deviations [31]. 

The processing-map technique has been highly successful in evaluating the hot deformation 

mechanisms in a wide range of Mg and its alloys [32–41] including DRX and flow instabilities. 

2. Experimental Section 

The AZ31 magnesium used in this investigation was a commercial AZ31B alloy with the 

composition (wt.%) of Al—3.1%, Zn—0.98%, Mn—0.2%. Cylindrical rods were direct-extruded 

isothermally at billet temperatures of 300 °C and 350 °C using a ram speed of 6.7 mm/s and extrusion 

ratio of 23:1 while the extrusion at 450 °C was done at a ram speed of 3.2 mm/s and an extrusion ratio of 

17:1. Cylindrical specimens of 10 mm diameter and 15 mm height were machined from the extruded 

rods with their compression axis parallel to ED. For inserting a thermocouple to measure the specimen 

temperature as well as the adiabatic temperature rise during deformation, the specimens are provided 

with a 1 mm diameter hole machined at mid-height to reach the center of the specimen. 

The specimens from the rods extruded at 300 °C and 350 °C were tested in uniaxial compression in 

a constant true strain rate range 0.001–100 s−1 and temperature range 300–550 °C. The specimens from 

the rod extruded at 450 °C were tested in compression in the temperature range 250–550 °C and  

strain rate range 0.0003–10 s−1. Details of the test set-up and procedure are described in earlier  

publication [42]. Constant true strain rates during the tests were achieved using an exponential decay 

of actuator speed in the servo-hydraulic machine. Graphite powder mixed with grease was used as the 

lubricant in all the experiments. The specimens were deformed up to a true strain of about 0.7 and 
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quenched in water. The load-stroke data were converted into true stress-true strain curves using 

standard equations. The flow stress values were corrected for the adiabatic temperature rise using the 

temperature measured during testing. Processing maps were developed using the procedures described 

earlier [28] and with the flow stress data at different temperatures, strain rates and strains obtained 

from the above experiments as input. For metallographic examination, the deformed specimens were 

sectioned in the center parallel to the compression axis and the cut surface was mounted, polished and 

etched with an aqueous solution containing 10% picric acid. The average grain diameter was measured 

using linear intercept method. The texture in the starting material was evaluated using a TEX-2 

neutron diffractometer and represented as inverse pole figures [43] which are useful in the case of 

extruded rods since only a single axis has to be specified. The inverse pole figures consist of a single 

triangle of the stereographic projection within which the frequency of a particular crystallographic 

direction coinciding with the specimen axis is plotted. 

3. Results and Analysis 

3.1. Initial Microstructure and Texture 

The microstructures of the cast-homogenized AZ31 alloy and the rods extruded at 300, 350 and 450 °C 

are shown in Figure 1(a–d). The cast material had a large grain size while the rods extruded at 300 °C, 

350 °C and 450 °C exhibited finer equiaxed grains with average grain diameters of 12, 16 and 9 μm, 

respectively. Thus the grain sizes of the extrusions are in a similar range. The cast-homogenized alloy 

had near-random texture and may be used as a reference material for evaluating the behavior of 

extruded rods. The inverse pole figures obtained on the three starting extrusion rods are given in 

Figure 2(a–c), which show the results obtained on the sections normal to ED. The figures indicate that 

>< 0110  is parallel ED and the intensity of this texture is about 3.22, 3.76 and 2.5 times that of 

random for 300 °C, 350 °C and 450 °C extrusions respectively. 

The development of texture during extrusion may be analyzed in terms of a simple flow model 

involving different slip systems. During extrusion of a randomly textured material at 300 °C or 350 °C, 

all the crystallites which are favorably oriented (45° with respect to ED) for basal + prismatic slip 

undergo plastic deformation. During flow, the basal planes rotate and align themselves parallel to ED, 

and the associated prismatic slip on one set of planes makes ED align with >< 0110 . However, when 

the extrusion temperature is increased to 450 °C, pyramidal slip gets activated along with considerable 

cross-slip which will reduce the >< 0110  fiber texture and move the >< 0110  pole away from the 

extrusion direction. Thus, extrusion at temperatures higher than 450 °C where pyramidal slip systems 

dominate the flow and a concomitant cross-slip will reduce the development of textures in AZ31. 
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Figure 1. Microstructures obtained on AZ31: (a) cast-homogenized condition; extruded at: 

(b) 300 °C; (c) 350 °C; and (d) 450 °C. 

Figure 2. Inverse pole figures recorded on the plane perpendicular, and the mid-plane 

parallel to the extrusion direction of AZ31 rod extruded at: (a) 300 °C; (b) 350 °C; and  

(c) 450 °C. 

(a) 
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Figure 2. Cont. 

 
(b) 

 
(c) 

3.2. Cast-Homogenized AZ31 Alloy 

The hot working behavior of cast-homogenized AZ31 alloy was characterized in detail in an earlier 

publication [19]. For the purpose of comparison, the processing map obtained on this material is 

shown in Figure 3, which exhibits three domains in the temperature and strain rate ranges as follows: 

(1) 300–450 °C/0.0003–0.001 s−1 with a peak efficiency of 38% occurring at 375 °C/0.0003 s−1;  

(2) 300–450 °C/1–10 s−1 with a peak efficiency of 28% occurring at 400 °C/10 s−1; and  

(3) 475–550 °C/0.0003–0.3 s−1 with a peak efficiency of 46% occurring at 550 °C/0.001 s−1. In 

addition, a regime of flow instability occurs at temperatures higher than 475 °C and strain rates higher 

than about 0.3 s−1. Detailed microstructural analysis in the three domains above indicated that they 

represent DRX process [19]. 

It is well established that in magnesium materials, four different slip systems operate if their critical 

resolved shear stress (CRSS) is exceeded and these are: (1) basal slip {0002} >< 0211 ; (2) prismatic 
slip >< 0211}0110{ ; (3) first order pyramidal slip >< 0211}1110{  and >< 0211}2110{ ; and  

(4) second order pyramidal slip >< 3211}2211{ . In polycrystalline magnesium, while basal slip is the 

easiest to occur, prismatic slip contributes significantly to plastic flow at temperatures higher than 

about 225 °C and pyramidal slip is dominant beyond about 450 °C. In the cast alloy which has a  

near-random texture, basal + prismatic slip occur in domains #1 and #2 of the map, while pyramidal 
slip particularly >< 3211}2211{ is likely to contribute to plastic flow in domain #3. The recovery 

mechanism associated with basal + prismatic slip is the climb process since the stacking fault energy 
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on basal planes is low (60–78 mJ/m2) [44], while it is cross-slip at higher temperatures where 

pyramidal slip occurs since the stacking fault energy on pyramidal planes is high (173 mJ/m2) [45]. 

Figure 3. Processing map for AZ31 in cast-homogenized conditions (near-random texture) 

obtained at a strain of 0.5. The numbers against the contours represent efficiency of power 

dissipation in percent. The regime of flow instability is marked. 

 

With a view to evaluate the rate-controlling mechanisms for DRX in the three domains identified in 

the map, kinetic analysis has been conducted using Equation (1). The Arrhenius plot showing the 

variation of flow stress normalized with shear modulus (μ) in the form of ln(σ/μ) vs.(1/T) is shown in 

Figure 4. It may be noted that the kinetic rate equation is obeyed only within each of the deterministic 

domains and deviations occur in the change-over regions. In domain #1, the apparent activation energy 

is 131 kJ/mol, which is close to that for lattice self-diffusion in pure magnesium (135 kJ/mol) [46]. In 

domain #2, the apparent activation energy is 110 kJ/mole which is near that for grain boundary  

self-diffusion (92 kJ/mol) [46]. In domain #3, the apparent activation energy is much higher  

(190 kJ/mol) than that for self-diffusion and suggests cross-slip mechanism. The results on the domain 

characteristics and kinetic parameters are summarized in Table 1. Thus, in both domains #1 and #2 

where basal + prismatic slip dominates, DRX is controlled by dislocation climb process which depends 

on lattice self-diffusion if the strain rates are slow (domain #1) and on faster grain boundary  

self-diffusion if the strain rates are high (domain #2). In the high temperature domain (domain #3), 

DRX is caused by second-order pyramidal slip and associated recovery by cross-slip which can easily 

occur since many slip planes are active in this system. 
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Figure 4. Arrhenius plot for calculating apparent activation energy in the three domains of 

processing map for cast-homogenized AZ31 magnesium alloy (near-random texture). 
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Table 1. Summary of results from processing maps and kinetic analysis of the temperature and strain rate dependence of flow stress in 

compression for AZ31 alloy in cast-homogenized conditions and after extruding at different temperatures. 

Material 
condition 

Domain 
Domain characteristics Kinetic parameters

Suggested mechanism 
T &ε  range Peak η at T &ε  n Q, kJ/mol

C-H  
(Near-random 

Texture) 

Domain #1 300–450 °C & 0.0003–0.001 s−1 38% at 375 °C & 0.0003 s−1 4.26 131 DRX/Lattice Diffusion 

Domain #2 300–450 °C & 1–10 s−1 28% at 400 °C & 10 s−1 6.14 110 DRX/Grain Boundary Diffusion 

Domain #3 475–550 °C & 0.0003–0.3 s−1 46% at 550 °C & 0.001 s−1 3.35 190 DRX/Cross-slip 

Extruded at 
300 °C 

Domain #1 300–450 °C & 0.001–0.01 s−1 34% at 400 °C & 0.001 s−1 4.88 138 DRX/Lattice Diffusion 

Domain #2 300–450 °C & 1–10 s-1 46% at 300 °C & 10 s−1 5.26 103 DRX/Grain Boundary Diffusion 

Domain #3 450–550° C & 0.001–0.1 s−1 48% at 550 °C & 0.001 s−1 3.85 184 DRX/Cross-slip 

Extruded at 
350 °C 

Domain #1 300–450°C & 0.001–0.01 s−1 56% at 375 °C & 0.001 s−1 5.33 133 DRX/Lattice Diffusion 

Domain #2 300–450 °C & 1–10 s−1 42% at 350 °C & 10 s−1 5.60 105 DRX/Grain Boundary Diffusion 

Domain #3 500–550 °C & 0.001–0.01 s−1 82% at 550 °C & 0.001 s−1 4.16 160 DRX/Cross-slip (Superplasticity) 

Extruded at 
450 °C 

Domain #1 300–550 °C & 0.0003–0.003 s−1 44% at 475 °C & 0.0003 s−1 4.21 137 DRX/Lattice Diffusion 

Domain #2 275–525 °C & 1–10 s−1 44% at 400 °C & 10 s−1 5.00 104 DRX/Grain Boundary Diffusion 

Domain #3 **** ABSENT **** 
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3.3. Hot Compression of AZ31Extruded at 300 °C 

The processing map obtained at a strain of 0.4 is shown in Figure 5 which is a typical representation 

under steady-state flow conditions. The map is qualitatively similar to that for cast-homogenized 

material (near-random texture) (Figure 3) in the sense that it also exhibits three similar domains. The 

temperature and strain rate ranges for these domains are as follows: (1) 300–450 °C/0.001–0.01 s−1 

with a peak efficiency of 34% occurring at 400 °C/0.001 s−1, (2) 300–450 °C/1–10 s−1 with a peak 

efficiency of 46% occurring at 300 °C/10 s−1, (3) 450–550 °C/0.001–0.1 s−1 with a peak efficiency of 

48% occurring at 550 °C/0.001 s−1. When compared with the map for cast-homogenized material the 

peak efficiency values are marginally higher and the peak in domain #2 has moved to lower temperatures. 

The microstructures of specimens deformed at 400 °C/0.001 s−1 (domain #1), 300 °C/10 s−1 (domain #2) 

and 550 °C/0.001 s−1 (domain #3) are shown in Figure 6(a–c), which represent DRX. The 

microstructures in domains #1 and #2 have some curved grain boundaries typical of DRX. However, 

in domain #3 the microstructure resembles a “diamond” configuration where a high population of 

boundaries are oriented at about 40–50° with respect to the compression axis. Such a grain boundary 

configuration would promote grain boundary sliding at slow strain rates. The microstructure would have 

resulted due to quick DRX in the initial stages of plastic deformation as suggested by Wu and Liu [17] and 

followed by grain boundary sliding on continued deformation which may result in wedge cracking. 

Figure 5. Processing map obtained at a strain of 0.4 for AZ31 magnesium alloy extruded  

at 300 °C. 
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Figure 6. Microstructures of AZ31 alloy extruded at 300 oC and compressed at:  

(a) 400°C/0.001 s−1 (DRX Domain #1); (b) 300 °C/10 s−1 (DRX Domain #2); and  

(c) 550°C/0.001 s−1 (DRX Domain #3). 

 

The flow stress data obtained under the conditions corresponding to the above domains are 

analyzed using the kinetic rate equation, Equation (1), and the activation parameters for DRX are 

estimated. The Arrhenius plot showing the variation of ln(σ/μ) vs.(1/T) is shown in Figure 7 which has 

yielded apparent activation energy values of 138, 103 and 184 kJ/mole in domains #1, #2 and #3, 

respectively. The results on the domain characteristics and kinetic parameters are summarized in Table 1. 

These values are close to those obtained on cast-homogenized material with near-random texture and 

the basic mechanisms controlling hot deformation are apparently unaffected by the texture in the rod 

extruded at 300 °C. 

The effect of rod texture Figure 2(a) with >< 0110  parallel to the extrusion direction on the 

activation of slip systems when compressed along the extrusion direction may be qualitatively 

discussed in terms of their relative orientations. The ideal orientation for slip is when the slip plane and 

slip direction are at 45° with respect to the compression axis since the resolved shear stress will be 

maximum. For specimens compressed parallel to ED, the {0002} planes are oriented parallel to the 

compression axis and this reduces the basal slip considerably. According to the standard projection for 
Mg [47], the }0110{  planes are either perpendicular or at 60° with respect to the compression axis, the 

former orientation reduces prismatic slip but the latter helps since two sets of planes are at this 
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orientation. The first order pyramidal slip planes }1110{  are oriented either at about 28° or at 46° with 

respect to the compression axis, the latter orientation being highly favorable. The other first order 
pyramidal plane }2110{  will be at 46° or 60° from the compression axis, the former being highly 

favorable for slip. In all the above cases, the slip direction >< 0211  is oriented either at 30° or 90° 

from the compression axis, the former one contributing to slip. The second order pyramidal slip planes 
}2211{  are oriented either at 44° or 90° from the compression axis, the former orientation being highly 

favorable for slip. The slip direction >< 3211  is at about 50° from the compression axis and hence is 

close to the favorable orientation. In summary, the stronger the fiber >< 0110  texture, the lesser will 

be basal slip, better will be prismatic slip and higher will be the role of pyramidal slip in the hot 

deformation. The reduction in basal slip due to texture is probably compensated by increased 

occurrence of prismatic slip so that no significant changes occur in domains #1 and #2 and domain #3 

is better developed since pyramidal slip is enhanced by this texture. 

Figure 7. Arrhenius plot for calculating apparent activation energy in the three domains of 

processing map for AZ31 magnesium alloy extruded at 300 °C. 
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3.4. Hot Compression of AZ31 Extruded at 350 °C 

The processing map obtained at a strain of 0.4 is shown in Figure 8, which exhibits three domains 

as described below: 

(i) Domain #1 occurs in the temperature range 300–450 °C and strain rate range 0.001–0.01 s−1 

and has a peak efficiency of about 56% at 375 °C and 0.001 s−1. 

(ii) Domain #2 occurs in the temperature range 300–450 °C and strain rate range 1–10 s−1 and has a 

peak efficiency of about 42% at 350 °C and 10 s−1. 

(iii) Domain #3 occurs in the temperature range 500–550 °C and strain rate range 0.001–0.01 s−1 

and has a peak efficiency of about 82% at 550 °C and 0.001 s−1. 

Figure 8. Processing map obtained at a strain of 0.4 for AZ31 magnesium alloy extruded at 350 °C. 

 

The domains are very similar to those seen in the maps for the cast-homogenized (Figure 3) and the 

rod extruded at 300 °C (Figure 5), but are well developed with a higher peak efficiency, particularly 

domains #1 and #3. The domain at high temperatures and high strain rates (right-hand top corner of the 

map) represents intercrystalline cracking. The flow instabilities are also marginal in terms of their 

effect on the microstructure. These two are not considered in this discussion. 

Referring to domain #1 above, the microstructure of a specimen deformed under conditions near the 

peak efficiency (350 °C and 0.001 s−1) is shown in Figure 9a which represents typical DRX 

microstructure with many curved boundaries that indicates the occurrence of DRX process. The 

microstructure of specimen deformed at 350 °C/10 s−1 (domain #2) is shown in Figure 9b which also 
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has similar features as in domain #1 and also represents DRX. In domain #3, the efficiency of power 

dissipation is considerably high which is usually observed in the case of superplastic deformation. The 

microstructure obtained on a specimen deformed at 550 °C and 0.001 s−1 Figure 9c exhibits a  

well-defined grain structure with “diamond” configuration where many of the boundaries are oriented at 

40–50° with respect to the compression axis. This grain boundary geometry promotes grain boundary 

sliding which results in superplasticity or wedge cracking. DRX probably occurs in the early stages of 

deformation as suggested by Wu and Liu [17] and forms the diamond configuration at larger strains. 

Figure 9. Microstructures of AZ31 alloy extruded at 350 °C and compressed at:  

(a) 350 °C/0.001 s−1 (DRX Domain #1); (b) 350 °C/10 s−1 (DRX Domain #2); and  

(c) 550 °C/0.001 s−1 (DRX Domain #3). 

The kinetic analysis involving the evaluation of apparent activation energy from the data within the 

three domains is shown in Figure 10 in the form of ln(σ/μ) vs.(1/T) plots. Values of apparent activation 

energy of 133, 105 and 160 kJ/mol have been estimated for domains #1, #2 and #3 respectively which 

are again similar to those evaluated in the case of cast-homogenized and rod extruded at 300 °C, 

although slightly lower. The rate controlling mechanisms in domains #1, #2 and #3 are lattice self-diffusion, 

grain boundary self-diffusion and cross-slip as discussed before. The results on the domain characteristics 

and kinetic parameters are summarized in Table 1. 

The intensity of >< 0110  texture in the rod extruded at 350 °C is highest of all the extruded 

conditions and as discussed in the previous section, this reduces the participation of basal slip and 
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increases the contribution of prismatic slip in domains #1 and #2. Because of increased prismatic slip, 

these two DRX domains become more “efficient” and well defined. The domains become well defined 

since the recovery mechanism is the same (climb) for both basal and prismatic slip systems. The 

enhanced occurrence of pyramidal slip caused by this texture causes DRX early in deformation and 

forms grain boundary geometry in a “diamond” configuration promoting grain boundary sliding which 

may result in wedge cracking. Thus this intense >< 0110  texture forms well defined domains of 

workability, increases the efficiency of power dissipation in all the domains and enhances overall 

workability in all the domains. 

Figure 10. Arrhenius plot for calculating apparent activation energy in the three domains 

of processing map for AZ31 magnesium alloy extruded at 350 °C. 

 

3.5. Hot Compression of AZ31 Extruded at 450 °C 

The hot working characteristics of AZ31 rod extruded at 450 °C have been characterized in detail in 

an earlier publication [48]. The processing map obtained at a strain of 0.4 is shown in Figure 11, which 

exhibits two domains, one at lower strain rates and the other at higher strain rates, as described below: 

(i) Domain #1 occurs in the temperature range 300–550 °C and strain rate range 0.0003–0.003 s−1 
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with a peak efficiency of about 44% located at 475 °C/0.0003 s−1. 

(ii) Domain #2 occurs in the temperature range 275–525 °C and strain rate range 1–10 s−1 with a 

peak efficiency of about 44% located at 400 °C/10 s−1. 

Figure 11. Processing map obtained at a strain of 0.4 for AZ31 magnesium alloy extruded at 450 °C. 

 

The map did not exhibit any regime of flow instability as defined by the criterion given by Equation (3). 

Detailed microstructural analysis in the domains as well as in the change-over region has already been 

presented in the earlier publication [48]. Both the domains exhibit dynamically recrystallized grain 

structures with some curved boundaries. The activation parameters have been evaluated using the 

kinetic rate equation (Equation 1). The Arrhenius plot showing the variation of ln(σ/μ) vs.(1/T) for the 

data corresponding to the two domains, is shown in Figure 12 and the values of apparent activation 

energy estimated are 137 and 104 kJ/mol for domain #1 and domain #2 respectively. The results on the 

domain characteristics and kinetic parameters are summarized in Table 1. The apparent activation 

energy in domain #1 (137 kJ/mol) is nearer that for lattice self-diffusion in magnesium (135 kJ/mol) [46], 

while that obtained in domain #2 (104 kJ/mol) is near that for grain boundary self-diffusion  

(92 kJ/mol) [46]. These two domains are similar to domains #1 and #2 of the maps for cast-homogenized 

material (Figure 3) and rods extruded at 300 °C (Figure 5) and 350 °C (Figure 8), except that the 

domains moved to higher temperatures covering nearly the entire temperature range. Domain #3 is 

absent in the map of the rod extruded at 450 °C (Figure 11). 
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Figure 12. Arrhenius plot for calculating apparent activation energy in the two domains of 

processing map for AZ31 magnesium alloy extruded at 450 °C. 

 

From Figure 2, it is seen that the intensity of >< 0110  texture has decreased to 2.5 times random 

from a maximum value of 3.75 times random in the rod extruded at 350 °C The >< 0110  pole also 

rotates away from the extrusion axis causing changes in the orientations of basal, prismatic as well as 

pyramidal slip planes and directions. The reduced >< 0110 intensity and the rotation does not affect 

the basal slip much but makes the occurrence prismatic slip more difficult and that of pyramidal slip 

even more difficult. In view of this, domain #3 is absent due to the curtailment of pyramidal slip and 

higher temperatures are required for prismatic slip to occur in domains #1 and #2. Thus, the texture 

obtained in the rod extruded at 450 °C is less favorable for workability than the ones extruded at 

300 °C and 350 °C. 

4. Conclusions 

On the basis of kinetic analysis and processing maps for hot deformation obtained on AZ31 

magnesium alloy extruded at different temperatures, the following conclusions are drawn: 
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(i) The AZ31 alloy rods exhibited >< 0110  fiber texture, the intensity of which increased when 

extruded at 300 °C and 350 °C but the texture was weakened and >< 0110  pole rotated away 

from the extrusion direction when extruded at 450 °C. 

(ii) The processing maps for AZ31 with near-random texture (cast-homogenized), and rods 

extruded at 300 °C as well as 350 °C exhibited three DRX domains in the general temperature 

strain rate ranges of: (1) 300–450 °C and 0.001–0.01 s−1, (2) 300–450 °C and 1–10 s−1, and  

(3) 450–550 °C and 0.001–0.1 s−1, while the material extruded at 450 °C exhibited only 

domains #1 and #2 at higher temperatures. 

(iii) In domains #1 and #2, prismatic slip is the dominant process and DRX is controlled by lattice 

self-diffusion and grain boundary self-diffusion, respectively, while in domain #3, pyramidal 

slip occurs extensively and DRX is controlled by cross-slip on pyramidal systems. 

(iv) Intense >< 0110 fiber texture, as in the rod extruded at 350 °C, will enhance the occurrence of 

prismatic slip in domains #1 and #2 and promotes pyramidal slip at temperatures >450 °C 

(domain #3). 

(v) When the texture is weakened and rotated as in the rod extruded at 450 °C, domains #1 and #2 

move to higher temperatures due to higher difficulty for the occurrence of prismatic slip, while 

domain #3 does not occur due to the curtailment of pyramidal slip. 
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