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ARTICLE

Integrating temporal and spatial control of
electronic transitions for bright multiphoton
upconversion
Tianying Sun1,2,9, Yuhua Li3,9, Wai Lok Ho3, Qi Zhu1,2, Xian Chen1,2, Limin Jin 4, Haomiao Zhu5,

Bolong Huang6, Jun Lin7, Brent E. Little8, Sai Tak Chu 3 & Feng Wang 1,2

The applications of lanthanide-doped upconversion nanomaterials are limited by unsa-

tisfactory brightness currently. Herein, a general strategy is proposed for boosting the

upconversion efficiency in Er3+ ions, based on combined use of a core−shell nanostructured

host and an integrated optical waveguide circuit excitation platform. A NaErF4@NaYF4 core

−shell nanoparticle is constructed to host the upconversion process for minimizing non-

radiative dissipation of excitation energy by surface quenchers. Furthermore, an integrated

optical microring resonator is designed to promote absorption of excitation light by the

nanoparticles, which alleviates quenching of excited states due to cross-relaxation and

phonon-assisted energy transfer. As a result, multiphoton upconversion emission with a large

anti-Stokes shift (greater than 1150 nm) and a high energy conversion efficiency (over 5.0%)

is achieved under excitation at 1550 nm. These advances in controlling photon upconversion

offer exciting opportunities for important photonics applications.
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Lanthanide-doped upconversion nanoparticles that convert
low energy excitation into higher-energy emissions are
important for applications in diverse fields ranging from life

science to information technology. By integrating upconversion
nanoparticles into various systems, localized visible and ultra-
violet (UV) emissions can be generated upon near-infrared (NIR)
excitation. The effect has enabled precise and remote control of
biochemical reactions as well as the creation of full-color 3D
displays1–7. Nevertheless, despite of the unique optical properties,
wider application of upconversion processes has been hindered by
limited emission intensity due to low concentration of optical
centers (or dopants) in most nanoparticles. When dopant con-
centration increases, interactions of optical centers become sig-
nificant as a result of reduced inter-dopant distance, causing
depopulation of excited states and thus attenuation in the
upconversion emission (Fig. 1).

Attempts have been made to alleviate concentration quenching
so that unusually high dopant concentrations can be used to
boost upconversion emission intensity. By promoting the exci-
tation process through the use of high excitation irradiance
(~106W cm−2) and dye sensitization, depopulations of excited
states are compensated and lead to elevated quenching con-
centrations of Tm3+, Er3+, and Nd3+ activators8–10. Core−shell
nanostructural engineering has also been exploited to mitigating
concentration quenching by eliminating dissipation of energy to
lattice and surface defects. Using this method, concentration
quenching in both sensitizer (Yb3+) and activator (Er3+) ions is
greatly suppressed11–17. Despite these research efforts, photon
upconversion at a high concentration of activators is usually
dominated by low-order processes featuring emission in the
spectral region of long wavelengths. Challenges remain for
achieving highly efficient multiphoton upconversion with emis-
sions in the short-wavelength regime by using low power exci-
tation. Particularly, there are no known effective approaches to
achieve efficient UV emission under excitation in the wavelength
range for optical communication, where many inexpensive and
high-performance lasers and optical components can be readily
acquired from the mature telecommunications industry.

Here, we present rational control of concentration quenching in
a stoichiometric Er3+ compound by combined use of a core−shell
nanostructured host and an integrated optical waveguide circuit
excitation platform. We show an experimental validation of
enhancing multiphoton UV upconversion under excitation at
1550 nm, corresponding to an anti-Stokes shift of over 1150 nm,
through collective control of intra-particle energy transfer and
excitation method. By taking advantage of the efficient 1550 nm-
to-UV upconversion, we further demonstrate a novel technique

for precise formation of polymer waveguides and periodic patterns
with the upconverted UV emission.

Results
Synthesis and characterization. We first investigated the beha-
viors of concentration quenching in different energy states of
Er3+, which has not been clearly delineated18. To this end, we
conduct a comparative investigation of a series of NaYF4:Er
(2−100%) nanoparticles with and without a protection layer of
NaYF4. The inert NaYF4 shell is able to selectively suppress
energy loss to lattice defects and surface quenching sites that
arises from energy migration through the dopant sublattice19.
Assessment of the core−shell nanoparticles thereby allows us to
probe the quenching mechanism. The nanoparticles were syn-
thesized by a layer-by-layer epitaxial growth protocol (Supple-
mentary Fig. 1)20. Figure 2a shows transmission electron
microscopy (TEM) images of the nanoparticles comprising dif-
ferent concentration of Er3+, revealing highly uniform size and
shape across the whole concentration series. High-angle annular
dark-field (HAADF) scanning TEM image of a representative
sample shows distinguished Z-contrast between the NaErF4 and
NaYF4 layers (Fig. 2b), clearly revealing the core−shell nature of
the nanoparticles. The X-ray powder diffraction (XRD) and high-
resolution TEM (Supplementary Figs. 1 and 2) measurements
further confirm high crystallinity of the nanoparticles with a
single hexagonal phase. The consistent structural feature qualifies
these nanoparticles as model platforms for investigating the
effects of dopant concentration on upconversion properties.

Concentration quenching effect. We studied the lifetimes of
several energy states of Er3+, which are all involved in the
upconversion process and may be subject to concentration
quenching (Fig. 2c and Supplementary Fig. 3). Because the decay
curves were found to display an appreciable dependence on
excitation power density due to intra-particle energy transfer
(Supplementary Fig. 4), the dopant concentration-induced
changes in lifetimes were examined under the same excitation
power density. Figure 2d shows the lifetimes for the major excited
states of Er3+ as a function of dopant concentration in the core
nanoparticles (see Supplementary Fig. 5 for the decay curves). In
accord with concentration-induced quenching, the lifetimes for
the excited states under study all drop quickly with increasing
Er3+ concentration, which is consistent with the steady-state
spectral measurement of the core nanoparticles. By contrast, the
NaYF4-coated core−shell counterparts showed much longer
lifetimes especially when Er3+ concentrations are high (Fig. 2e),
indicating largely alleviated quenching processes.

It is noted that the dependence of lifetime on Er3+

concentration is not uniform for different excited states (Fig. 2e).
Therefore, concentration quenching of individual excited state is
dominated by different processes (Fig. 3a). Lifetimes of the 4I11/2
and 4I13/2 states are mostly preserved as Er3+ concentration
increases, revealing a major role of energy migration to
quenching centers in depopulating these two states. Core−shell
nanostructures confine energy migration and prevent energy
trapping by quenching centers21,22. In comparison, decay rates of
the 4S3/2, 4F9/2, and 4I9/2 states are appreciably accelerated by
elevating Er3+ concentrations. The lifetime gradient was unlikely
to level off by enhancing surface protection through the use of
thicker shells (Supplementary Figs. 6−8). Thus, these three states
largely suffered from depopulation by cross-relaxation and
phonon-assisted energy transfer, which are localized processes
and remain active in nanostructured hosts.

The steady-state spectra agree with the time decay studies that
not all the excited states were equally protected in the core−shell

Energy loss

a b

Fig. 1 General processes of dopant interactions responsible for
depopulation of an excited state. a Cross-relaxation and phonon-assisted
energy transfer that depopulates an excited state locally. To counteract the
depopulation associated with the localized energy exchange interaction, a
high excitation power is needed to enhance the excitation process. b Long-
distance energy migration through the dopant sublattice that takes the
energy to lattice or surface defects. The energy migration-induced
depopulation can be alleviated by spatially confining the excitation energy
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nanoparticles (Fig. 3b and Supplementary Fig. 8b). In line with
effective suppression of depopulation in the 4I11/2 and 4I13/2
states, the emission originating from the 4F9/2 state (658 nm) was
considerably enhanced at high Er3+ concentrations. By contrast,
emissions at short wavelengths are only marginally intensified,
resulting in decreased relative intensity ratio of green to red
emissions at elevated Er3+ concentrations. The observations are
ascribed to quenching of the 4S3/2, 4F9/2, and 4I9/2 states by cross-
relaxation and phonon-assisted energy transfer (Fig. 3a). As these
intermediate states are critical for establishing the population in
the higher-lying 2H9/2 and 4G11/2 states, the blue and violet
emissions are extremely weak relative to the red emission.
Concentration quenching of the emitting states (2H9/2 and 4G11/2)
also accounts for the weak emissions at the short-wavelength end
(Supplementary Fig. 9).

To shed more light on the concentration quenching effect, we
calculated the relative oscillator strength (ROS) of each excited
state as a function of Er3+ concentration on the overall core−shell
model23. In general, the ROS grows near-linearly as Er3+

concentration increases to 50% (Fig. 3c), which is ascribed to
increasing number of optical centers in the nanoparticles. With
further increase of Er3+ concentration to 75%, abnormal increases
of the ROSs were noted for the 4F9/2, 4I9/2, 4I11/2, and 4I13/2 states.
The leap of the ROS corroborates de-excitation of the higher-lying
excited states due to concentration quenching, which accounts for
the elevated population in the low-lying ones. The drop of ROSs
for the 4I11/2 and 4I13/2 states at a substantially high Er3+

concentration (100%) is attributed to the enhancement of energy

transfer upconversion that depletes these two states (Supplemen-
tary Fig. 10)13.

The mechanistic investigation reveals that the use of core−shell
nanostructure alone is unable to alleviate concentration quench-
ing in all the energy states of Er3+. In order to achieve efficient
multiphoton upconversion luminescence, joint use of high
excitation power is also crucial to counteract the depopulation
of the high-lying intermediate states. In an upconversion process,
an intermediate state is depopulated by being excited to a higher-
lying state in addition to linear decay to lower-lying states. The
excitation process is pump power dependent and thus upconver-
sion emission dominates over luminescence quenching under
high excitation powers24.

Microring resonator-assisted excitation of upconversion. In
view of the small absorption cross-section of the lanthanide ions
(~10−21 cm2)25, conventional approaches for enhancing the
upconversion rates are focused on increasing the excitation
intensity and/or localizing the illumination field. Attempts have
been made to modulate excitation field around upconversion
nanoparticles by surface-plasmon coupling and photonic-crystal
engineering26,27. However, these methods need tedious proces-
sing of upconversion nanoparticles and the amplification of
optical field may prove to be limited. Here we propose a more
effective approach to enhance the upconversion by using an
optical microring resonator excitation platform (Fig. 4a). The
integrated waveguide circuit increases the interaction length
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between the excitation photons with the nanoparticles. When it is
on resonance, the excitation light circulates in the microring
resonator by a number of times proportional to its Q-factor. As
the circulating light cumulates, the optical field in the microring
resonator can also be enhanced by orders of magnitude28. Thus,
the chance for the photon to be absorbed by the nanoparticles will
be markedly increased.

The microring resonator used in this work is composed of
high-index doped silica glass that is semi-buried within a SiO2

29.
In this application, the surface of the chip is polished flat with the
surface of the core waveguide exposed (Supplementary Fig. 11).
Upconversion nanoparticles are applied on the surface of the
substrate and excited by evanescent fields of the waveguides. A
narrow linewidth tunable continuous-wave laser is used to tune
the input excitation on/off resonance of the resonator. While on
resonance, the input signal circulates within the resonator in
phase, thereby affording a much stronger electric field relative to
that in the straight waveguide (Fig. 4b). Importantly, due to high
wavelength-selectivity of the ring resonator (Supplementary
Fig. 12), circulation of incident light can be disabled by subtle
detuning of wavelength (<0.01 nm), which permits in situ
examination of the enhancement effect28–35.

Figure 4c depicts upconversion property of NaErF4@NaYF4
core−shell nanoparticles sitting on the waveguide structure. At a
constant input power of 20 mW, the microring resonator
provided a largely amplified excitation density with respect to
the straight bus waveguide (2300 versus 133 kW cm−2) (Supple-
mentary Fig. 13). Accordingly, upconversion luminescence,

especially emission in the short-wavelength region, was appreci-
ably enhanced when the resonance status was changed by tuning
the wavelength of incident light from 1550.00 nm (off-resonance)
to 1549.47 nm (on-resonance). Correspondingly, we recorded an
increase of energy conversion efficiency from 1.1 to 5.0%
(Supplementary Fig. 14). The results clearly support reduced
quenching in the intermediate states at a high excitation power
density. It is worth noting that the actual energy conversion
efficiency offered by the ring resonator is underestimated by the
current experimental setup, which inevitably suffers from
interference of the less efficient upconversion processes occurring
at the long bus waveguide (inset of Fig. 4c). Due to effective
alleviation of concentration quenching, UV lasing was achieved
from NaErF4@NaYF4 nanoparticles incorporated into a micro-
disk laser cavity (Supplementary Fig. 15)36.

The microring resonator circuit is versatile for providing
amplified excitation to upconversion particles, without the need
for controlling their assembly on the waveguide (Supplementary
Fig. 16). However, the magnitude of upconversion enhancement
was found to depend on nanoparticle composition and input
power (Supplementary Fig. 17). In general, the enhancement
effect weakens with increasing excitation power and Er3+

concentration due to saturation of upconversion emissions in
the high-power regime (Supplementary Fig. 17b). However, the
use of highly Er3+-doped nanoparticles is essential for achieving
bright multiphoton upconversion in the short-wavelength regime.
As Er3+ concentration decreases, both UV emission intensity and
UV-to-visible intensity ratio decrease rapidly at the same
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excitation power (Fig. 4d, e). The observations are ascribed to a
reduction in density of optical carriers, which diminish the
absorption of surplus excitation light. A low Er3+ content also
disfavors interionic interaction and thus inhibits the efficient
energy transfer upconversion process.

Micropatterning through upconversion. The availability of
intense UV emission from the surface of the waveguide structures
offers a great opportunity for microfabrication of fine structures
and patterns on them to modify their optical responses or to
form advanced devices when incorporated with functional poly-
mers37–44. As a proof of concept, we demonstrate the precise
fabrication of an SU-8 polymer waveguide on top of the
microring resonator (Fig. 5a). The procedure involves sequential
deposition of upconversion nanoparticles and SU-8 on the
resonator substrate by drop-casting and spin-coating, respectively
(Supplementary Fig. 18). Selective exposure of the SU-8 film is
achieved by the locally upconverted UV light in the region of the
ring resonator under on-resonance excitation (Fig. 5b). Our study
shows that curing of a 2 μm thick SU-8 waveguide can be
accomplished in <10 min by excitation of only 20 μW near 1550
nm. After developing, the SU-8 copies the ring structure well on
the substrate with a perfect alignment and a smooth surface
(Fig. 5d and Supplementary Fig. 19). Notably, this approach is
simple and fast for controllable curing of photoresists without the
need for a photomask or control of laser scanning, which pro-
vides a powerful addition to existing techniques for photo-
patterning of polymers45,46.

The same methodology can be adopted to fabricate periodic
structures on waveguides utilizing their own interference
patterns. By using a simple channel waveguide with core index
(n= 1.60) that is slightly higher than the SU-8 index (n= 1.57)
(Supplementary Fig. 20), strong intensity patterns from the
coupling between its odd and even modes were created and
modulated the solidification of the SU-8 (Fig. 5d–f). The observed
period at an SU-8 thickness of 0.5 μm is around 25 μm (Fig. 5f),
which is in consistence with the calculated beat period (Λ) by the
FEM method (Fig. 5g–i). In agreement with the beating between
the odd and even modes of the waveguide, we further achieved
tuning of the pattern period by controlling the thickness of the
SU-8 coating (Supplementary Fig. 21). These findings demon-
strate one promising approach for rapid fabrication of periodic
structures through photolithography.

Discussion
The investigation of photon upconversion in a core−shell
nanostructured NaErF4 crystal under an integrated optical
waveguide circuit excitation platform enables improved under-
standing and control of concentration quenching. The ability to
mitigate complex concentration quenching in a multitude of
lanthanide excited states consolidates the position of using high
dopant concentration as a versatile approach for enhancing
multiphoton upconversion. On a separate note, the realization of
efficient UV emission by excitation in the wavelength range for
optical communications would largely promote photonic appli-
cations of upconversion nanomaterials.
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Methods
Nanoparticle synthesis. We synthesized the NaYF4:Er@NaYF4 nanoparticles
using the method of ref. 20. Additional experimental details are provided in the
Supplementary Note 1.

Theoretical modelling. The oscillator strengths were derived from calculated
electric-dipole transitions by time-dependent density functional theory (TD-DFT).
To perform the excited state calculations, we chose the two-electron based Tamm-
Dancoff approximation imported from self-consistently corrected ground state
wavefunctions23. β-NaREF4 comprising different amount of Er3+ dopants
(12.5–100%) were examined by a series of TD-DFT calculations. The electrical field
in the microring resonator was simulated by three-dimensional finite-difference
time domain (3D-FDTD) method. Finite element method (FEM) was used to
calculate the modal propagation constants and field profiles of E-field.

Physical measurement. TEM and HAADF scanning TEM were carried out on a
JEM-2100F transmission electron microscope at an acceleration voltage of 200 kV.
The upconversion emission spectra were recorded with a Hitachi F-4600 spec-
trophotometer. The decay curves were measured by an Edinburgh
FLSP920 spectrometer. Optical micrographs were recorded with an advanced
research microscope (ECLIPSE Ni-U, Nikon). All measurements were performed
at room temperature.

Data availability
The data that support the findings of this study are available from the corresponding
author upon request.

Received: 22 January 2019 Accepted: 1 April 2019

References
1. Beyazit, S. et al. Versatile synthetic strategy for coating upconverting

nanoparticles with polymer shells through localized photopolymerization by
using the particles as internal light sources. Angew. Chem. Int. Ed. 53,
8919–8923 (2014).

2. Wang, L. et al. Reversible near-infrared light directed reflection in a self-
organized helical superstructure loaded with upconversion nanoparticles.
J. Am. Chem. Soc. 136, 4480–4483 (2014).

3. Yan, B., Boyer, J. C., Branda, N. R. & Zhao, Y. Near-infrared light-triggered
dissociation of block copolymer micelles using upconverting nanoparticles.
J. Am. Chem. Soc. 133, 19714–19717 (2011).

4. Viger, M. L., Grossman, M., Fomina, N. & Almutairi, A. Low power
upconverted near-IR light for efficient polymeric nanoparticle degradation
and cargo release. Adv. Mater. 25, 3733–3738 (2013).

5. Carling, C. J., Nourmohammadian, F., Boyer, J. C. & Branda, N. R. Remote-
control photorelease of caged compounds using near-infrared light and
upconverting nanoparticles. Angew. Chem. Int. Ed. 49, 3782–3785 (2010).

6. Zheng, B. et al. NIR-remote selected activation gene expression in living cells
by upconverting microrods. Adv. Mater. 28, 707–714 (2016).

7. Deng, R. et al. Temporal full-colour tuning through non-steady-state
upconversion. Nat. Nanotechnol. 10, 237–242 (2015).

100 µm 20 µm100 µm20 µm20 µm

b

h i

c ed f

Photoresist

Nanoparticle

Substrate

a

g

Propogation direction

Odd
mode 

Even
mode

SU-8 thickness (�m)
n e

ff
0.1 0.3 0.5 0.7 0.9

nAir = 1.0

nSU-8 = 1.57

nUCNP = 1.464

nCore = 1.6

nCladding = 1.446

0.5 �m

1.46

neTE

noTE
1.49

1.52

1.550.1 �m

2.0 �m

� �
�

�neff

Core
SU-8P

ow
er

(a
rb

.u
ni

ts
)

0 20 40 60 80 100

0.8

0.4

0

|E
|

(a
rb

.u
ni

ts
) 

0

0.8

0.4

20

26

32

38

44

B
ea

t p
er

io
d 

(�
m

)

50

Travel distance (�m)

Fig. 5 Photolithography with the UV emission for precise formation of waveguides and patterns. a Schematic design for patterning SU-8 photoresist.
NaErF4@NaYF4 upconversion nanoparticles and SU-8 film are deposited on the substrate. Locally generated upconversion light by the waveguide structure
induces selective exposure of SU-8 film. b, c Micrographs of a microring resonator before and after developing a SU-8 layer on the ring. d–fMicrographs of
a waveguide loop before and after developing a periodic structure of SU-8. g Waveguide geometry and parameters of the simulation model with the
upconversion nanoparticle (UCNP) and SU-8 upper cladding layers. h Distribution of the electric field amplitude along the propagation direction showing
the beating between the odd and even modes (top) and the plot of fractional power in the core and SU-8 regions of the waveguide as a function of
propagation distance (bottom). i Calculated effective indices of the even/odd modes and the beat period as a function of SU-8 thickness at 1550 nm,
respectively. The period observed in (f) matches well with the calculated period Λ= λ/Δneff

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-09850-2

6 NATURE COMMUNICATIONS |         (2019) 10:1811 | https://doi.org/10.1038/s41467-019-09850-2 | www.nature.com/naturecommunications

www.nature.com/naturecommunications


8. Zhao, J. et al. Single-nanocrystal sensitivity achieved by enhanced
upconversion luminescence. Nat. Nanotechnol. 8, 729–734 (2013).

9. Gargas, D. J. et al. Engineering bright sub-10-nm upconverting nanocrystals
for single-molecule imaging. Nat. Nanotechnol. 9, 300–305 (2014).

10. Wei, W. et al. Alleviating luminescence concentration quenching in
upconversion nanoparticles through organic dye sensitization. J. Am. Chem.
Soc. 138, 15130–15133 (2016).

11. Chen, X. et al. Confining energy migration in upconversion nanoparticles
towards deep ultraviolet lasing. Nat. Commun. 7, 10304 (2016).

12. Johnson, N. J. J. et al. Direct evidence for coupled surface and concentration
quenching dynamics in lanthanide-doped nanocrystals. J. Am. Chem. Soc. 139,
3275–3282 (2017).

13. Chen, Q. et al. Confining excitation energy in Er3+-sensitized upconversion
nanocrystals through Tm3+-mediated transient energy trapping. Angew.
Chem. Int. Ed. 56, 7605–7609 (2017).

14. Ma, C. et al. Optimal sensitizer concentration in single upconversion
nanocrystals. Nano Lett. 17, 2858–2864 (2017).

15. Zuo, J. et al. Employing shells to eliminate concentration quenching in
photonic upconversion nanostructure. Nanoscale 9, 7941–7946 (2017).

16. Hossan, M. et al. Explaining the nanoscale effect in the upconversion
dynamics of β-NaYF4:Yb3+, Er3+ core and core–shell nanocrystals. J. Phys.
Chem. C 121, 16592–16606 (2017).

17. Fischer, S. et al. Precise tuning of surface quenching for luminescence
enhancement in core–shell lanthanide-doped nanocrystals. Nano Lett. 16,
7241–7247 (2016).

18. Wen, S. et al. Advances in highly doped upconversion nanoparticles. Nat.
Commun. 9, 2415 (2018).

19. Wang, F., Wang, J. & Liu, X. Direct evidence of a surface quenching effect on
size-dependent luminescence of upconversion nanoparticles. Angew. Chem.
Int. Ed. 49, 7456–7460 (2010).

20. Wang, F., Deng, R. & Liu, X. Preparation of core−shell NaGdF4 nanoparticles
doped with luminescent lanthanide ions to be used as upconversion-based
probes. Nat. Protoc. 9, 1634–1644 (2014).

21. Wang, F. et al. Tuning upconversion through energy migration in core−shell
nanoparticles. Nat. Mater. 10, 968–973 (2011).

22. Su, Q. et al. The effect of surface coating on energy migration-mediated
upconversion. J. Am. Chem. Soc. 134, 20849–20857 (2012).

23. Hirata, S. & Head-Gordon, M. Time-dependent density functional theory within
the Tamm-Dancoff approximation. Chem. Phys. Lett. 314, 291–299 (1999).

24. Pollnau, M. et al. Power dependence of upconversion luminescence in
lanthanide and transition-metal-ion systems. Phys. Rev. B 61, 3337–3346
(2000).

25. Binnemans, K. Lanthanide-based luminescent hybrid materials. Chem. Rev.
109, 4283–4374 (2009).

26. Greybush, N. J. et al. Plasmon-enhanced upconversion luminescence in single
nanophosphor−nanorod heterodimers formed through template-assisted self-
assembly. ACS Nano 8, 9482–9491 (2014).

27. Yin, Z. et al. Local field modulation induced three-order upconversion
enhancement: combining surface plasmon effect and photonic crystal effect.
Adv. Mater. 28, 2518–2525 (2016).

28. Little, B. E. et al. Microring resonator channel dropping filters. J. Light. Tech.
15, 998–1005 (1997).

29. Rabus, D. G. Integrated Ring Resonators (Springer, Berlin, 2007).
30. Reimer, C. et al. Generation of multiphoton entangled quantum states by

means of integrated frequency combs. Science 351, 1176–1180 (2016).
31. Kues, M. et al. On-chip generation of high-dimensional entangled quantum

states and their coherent control. Nature 546, 622–626 (2017).
32. Razzari, L. et al. CMOS-compatible integrated optical hyperparametric

oscillator. Nat. Photon. 4, 41–45 (2010).
33. Moss, D. J. et al. New CMOS-compatible platforms based on silicon nitride

and Hydex for nonlinear optics. Nat. Photon. 7, 597–607 (2013).
34. Kues, M. et al. Passively mode-locked laser with an ultra-narrow spectral

width. Nat. Photon. 11, 159–162 (2017).
35. Pasquazi, A. et al. Sub-picosecond phase-sensitive optical pulse

characterization on a chip. Nat. Photon. 5, 618–623 (2011).
36. Jin, L. et al. Mass-manufactural lanthanide based ultraviolet B microlasers.

Adv. Mater. 31, 1807079 (2019).

37. Bogaerts, W. et al. Silicon microring resonators. Laser Photonics Rev. 6, 47–73
(2012).

38. Lin, H. et al. Chalcogenide glass-on-graphene photonics. Nat. Photon. 11,
798–805 (2017).

39. Kim, H. et al. Telecom-wavelength bottom-up nanobeam lasers on silicon-on-
insulator. Nano Lett. 17, 5244–5250 (2017).

40. Chen, B. et al. Flexible integration of free-standing nanowires into silicon
photonics. Nat. Commun. 8, 20 (2017).

41. Sun, Z. et al. Optical modulators with 2D layered materials. Nat. Photon. 10,
227–238 (2016).

42. Haffner, C. et al. All-plasmonic Mach–Zehnder modulator enabling
optical high-speed communication at the microscale. Nat. Photon. 9, 525–528
(2015).

43. Li, L. et al. Integrated flexible chalcogenide glass photonic devices. Nat.
Photon. 8, 643–649 (2014).

44. Reed, G. T. et al. Silicon optical modulators. Nat. Photon. 4, 518–526 (2010).
45. Chen, Z. et al. Photon Upconversion lithography: patterning of biomaterials

using near-infrared light. Adv. Mater. 27, 2203–2206 (2015).
46. Rocheva, V. et al. High-resolution 3D photopolymerization assisted by

upconversion nanoparticles for rapid prototyping applications. Sci. Rep. 8,
3663 (2018).

Acknowledgements
This work was supported by the National Natural Science Foundation of China (Nos.
21573185, 21773200 and 51332008) and the Research Grants Council of Hong Kong
(CityU 11208215 and CityU 11204717). The authors thank Prof. X. Xie for help with
HAADF scanning TEM measurement.

Author contributions
T.S., S.T.C. and F.W. conceived the projects and designed the experiments. T.S. and F.W.
wrote the paper. T.S., Y.L., W.L.H. and Q.Z. performed the experiments and analyzed the
data. B.H. was responsible for the theoretical simulations. B.E.L. and S.T.C designed and
help fabricated the integrated optical circuits. L.J. fabricated and tested the microdisk
laser. X.C., H.Z. and J.L. assisted with the sample characterizations and provided con-
structive discussions. S.T.C. and Y.L. contributed to the writing of the manuscript.

Additional information
Supplementary Information accompanies this paper at https://doi.org/10.1038/s41467-
019-09850-2.

Competing interests: The authors declare no competing interests.

Reprints and permission information is available online at http://npg.nature.com/
reprintsandpermissions/

Journal Peer Review Information: Nature Communications thanks the anonymous
reviewers for their contribution to the peer review of this work

Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in
published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,

adaptation, distribution and reproduction in any medium or format, as long as you give
appropriate credit to the original author(s) and the source, provide a link to the Creative
Commons license, and indicate if changes were made. The images or other third party
material in this article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not included in the
article’s Creative Commons license and your intended use is not permitted by statutory
regulation or exceeds the permitted use, you will need to obtain permission directly from
the copyright holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2019

NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-09850-2 ARTICLE

NATURE COMMUNICATIONS |         (2019) 10:1811 | https://doi.org/10.1038/s41467-019-09850-2 | www.nature.com/naturecommunications 7

https://doi.org/10.1038/s41467-019-09850-2
https://doi.org/10.1038/s41467-019-09850-2
http://npg.nature.com/reprintsandpermissions/
http://npg.nature.com/reprintsandpermissions/
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
www.nature.com/naturecommunications
www.nature.com/naturecommunications

	Integrating temporal and spatial control of electronic transitions for bright multiphoton upconversion
	Results
	Synthesis and characterization
	Concentration quenching effect
	Microring resonator-assisted excitation of upconversion
	Micropatterning through upconversion

	Discussion
	Methods
	Nanoparticle synthesis
	Theoretical modelling
	Physical measurement

	References
	References
	Acknowledgements
	Author contributions
	Competing interests
	ACKNOWLEDGEMENTS




