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ARTICLE

Trifluoroacetate induced small-grained CsPbBr3
perovskite films result in efficient and stable light-
emitting devices
Haoran Wang1, Xiaoyu Zhang2,3, Qianqian Wu1, Fan Cao1, Dongwen Yang2,7, Yuequn Shang4, Zhijun Ning4,

Wei Zhang 2, Weitao Zheng2, Yanfa Yan 5, Stephen V. Kershaw3, Lijun Zhang 2,

Andrey L. Rogach 3,6 & Xuyong Yang 1

Quantum efficiencies of organic-inorganic hybrid lead halide perovskite light-emitting devices

(LEDs) have increased significantly, but poor device operational stability still impedes their

further development and application. All-inorganic perovskites show better stability than the

hybrid counterparts, but the performance of their respective films used in LEDs is limited by

the large perovskite grain sizes, which lowers the radiative recombination probability and

results in grain boundary related trap states. We realize smooth and pinhole-free, small-

grained inorganic perovskite films with improved photoluminescence quantum yield by

introducing trifluoroacetate anions to effectively passivate surface defects and control the

crystal growth. As a result, efficient green LEDs based on inorganic perovskite films achieve a

high current efficiency of 32.0 cd A−1 corresponding to an external quantum efficiency of

10.5%. More importantly, our all-inorganic perovskite LEDs demonstrate a record operational

lifetime, with a half-lifetime of over 250 h at an initial luminance of 100 cdm−2.
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Metal halide perovskites have recently attracted a lot of
attention as promising materials for solution-processed
light-emitting devices (LEDs), owing to their excellent

optical and electronic properties, such as high charge-carrier
mobilities1,2, saturated emission colors3,4, and easy color tun-
ability5,6. Especially, organic–inorganic ‘hybrid’ lead bromide
perovskites have enabled a major breakthrough in the external
quantum efficiency (EQE) for green emitting perovskite LEDs
(PeLEDs), which has recently exceeded 20%7–10. Unfortunately,
hybrid perovskites, which contain small organic cations such as
methylammonium (MA) or formamidinium (FA), are extremely
moisture-sensitive, which leads to a rapid degradation in LED
performance11–13 and thus limits their prospects for practical
applications. Perovskites based on inorganic cesium cations,
namely CsPbX3 (X=Cl, Br, and I), exhibit better thermal and
chemical stability compared to their hybrid analogues14,15, and
may thus provide the base for high-performance LEDs with
reasonable operational stability16–18. However, previously repor-
ted all-inorganic PeLEDs exhibited relatively poor electro-
luminescence (EL) performance, suffering mainly from grain
boundary related trap states and large crystal size14,19–21. Trap
states at the adjacent grain boundaries induce severe non-
radiative energy transfer, resulting in short photoluminescence
(PL) lifetimes and low PL quantum yields (QY) of perovskite
films22, which is detrimental to PeLED performance. Larger
perovskite crystal size commonly lowers the probability for
radiative recombination, which decreases the EL efficiency of
PeLEDs23,24. Several strategies have been developed in order to
reduce the crystal size in CsPbBr3 films, including anti-solvent
vapor treatment, polymer additive assisted film growth, and
precursor solution composition optimization, which have
enhanced the EQE values of inorganic PeLEDs from less than 1%
to over 16% meanwhile17,25–30. However, most of those strategies
do not allow for a proper control of the grain boundary related
trap states, as the reducing of the crystal size also generate more
grain boundaries and thus a higher density of trap states in
inorganic perovskite films. In addition, the ion migration in
polycrystalline perovskite films can occur across the grain
boundaries under LED operation31, which may induce non-
radiative recombination in the perovskite emitting layer32, lim-
iting the PeLED performance and reducing the device stability.
Recently, Zeng and co-workers controlled the perovskite nano-
crystal surface through employing organic–inorganic hybrid
ligands, and have demonstrated CsPbBr3 nanocrystals-based
LEDs with an impressive peak EQE of over 16%, revealing the
important role of the crystal surface30.

In this work, we have developed an efficient fabrication
approach leading to dense, smooth, and pinhole-free CsPbBr3
perovskite films with high thermal stability, whose grain
boundaries are well passivated in order to achieve not only a
substantial LED performance enhancement but a greatly
improved stability. The inorganic perovskite films are fabricated
via one-step solution coating using cesium trifluoroacetate (TFA),
as the cesium source instead of the commonly used cesium
bromide (CsBr). We have found that the interaction of TFA−

(CF3COO−) anions with Pb2+ cations in the CsPbBr3 precursor
solution greatly improves the crystallization rate of perovskite
films. By means of theoretical calculations, we show that TFA−

ions are preferentially bound to the surface Pb2+ ions in the
CsPbBr3. Compared to the conventional CsBr route, the CsTFA-
derived films show a flatter energy landscape (a more homo-
geneous energy level distribution for charges), more stable crystal
structure, better optical properties, and suppressed ion migration.
As a result, we are able to realize efficient and stable PeLEDs, with
a maximum current efficiency of 32.0 cd A−1 and a peak EQE of
10.5%, which increases to even higher EQE of 17% for TFA-

derived mixed-cation FA0.11MA0.10Cs0.79PbBr3 LEDs. Even more
importantly, the CsTFA-derived PeLEDs show a record half-
lifetime of over 250 h at an initial luminance of 100 cd m−2,
which is almost 17 times longer than that of the CsBr-derived
PeLEDs.

Results
Preparation and structural analysis of CsPbBr3 films. Precursor
solutions were prepared by mixing different molar ratios, a,
namely 1.3, 1.5, 1.7, and 1.9, of CsX with PbBr2 in dimethyl
sulfoxide (DMSO), where X is either Br− or TFA−. In the further
discussions, the notation ‘CsTFA(a)’ for the respective samples
will indicate that the CsTFA to PbBr2 molar ratio is a, and the
notation ‘CsBr(a)’ means the CsBr to PbBr2 molar ratio is a,
respectively. The CsTFA molecule can be considered as consisting
of two parts: a Cs+ cation and a TFA− anion, whose molecular
structure is shown in Supplementary Figure 1. The strong elec-
tronegativity of TFA− anions makes it easy for CsTFA to get
ionized in polar solvents, which guarantees a high solubility of
CsTFA in DMF/DMSO, thus providing abundant Cs+ cations for
perovskite formation (Supplementary Note 1). The solubility of
CsBr is on the other hand rather limited, making it challenging to
obtain high-quality CsPbBr3 films. The radius of TFA− anion
(2.38 Å) is larger than that of Br− (1.96 Å), making it difficult to
dope TFA− into the CsPbBr3 crystal structure; at the same time,
the O=C−O− groups of TFA− can easily bound to Pb33, which
is helpful for the formation of perovskite films consisting of
CsPbBr3 crystals whose surfaces are passivated by TFA− anions,
as we demonstrate in this work. The strong electron pulling
ability of F results in the uniform distribution of electrons within
the TFA− anions, which is helpful for the overall stability of this
molecular structure, resulting in stable CsPbBr3 films with an
enhanced device performance. These are the factors allowing us
to realize dense, smooth, and pinhole-free CsPbBr3 perovskite
films with high thermal stability, whose grain boundaries are well
passivated in order to achieve not only a substantial LED per-
formance enhancement, but a greatly improved stability. CsPbBr3
films were deposited on indium tin oxide (ITO) glass substrates
already coated with a layer of poly(3,4-ethylenedioxythiophene):
polystyrene sulfonate (PEDOT:PSS) by one-step solution
coating of the precursor solutions, followed by thermal
annealing under nitrogen atmosphere, as schematically illustrated
in Fig. 1a.

Films produced from the CsBr(1.7) precursor without thermal
annealing appear colorless and highly transparent (Supplemen-
tary Figure 2), indicating that the formation of CsPbBr3
perovskite is inhibited owing to the stability of
CsBr•PbBr2•DMSO complexes33–35. The strong interaction
between DMSO with Pb2+ ions and Cs+ ions is evidenced from
the Fourier transform infrared (FTIR) spectroscopy (Fig. 1b). For
the bare DMSO, the S=O stretching vibration frequency appears
at 1040 cm−1. This S=O bond vibration shifts to 1014 cm−1 for
powdered CsBr•PbBr2•DMSO, indicating that the bond strength
between sulfur and oxygen decreases due to the formation of
CsBr•PbBr2•DMSO complexes34. After the thermal treatment at
80 °C, the CsBr-derived films appear yellow in color, as the
intermediate phase of CsBr•PbBr2•DMSO complexes converts
into CsPbBr3 due to the release of the residual DMSO. In
contrast, the films produced from CsTFA(1.7) precursor become
yellowish already at room temperature, due to the formation of
the CsPbBr3 phase. This observation is consistent with the X-ray
diffraction (XRD) patterns of the films measured immediately
after deposition (Fig. 1c). The CsBr-derived films exhibit a broad
and unstructured XRD profile, meaning that no perovskite
crystallization occurred at room temperature; in contrast, CsTFA-
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derived film shows characteristic diffraction peaks suggesting the
formation of a crystalline perovskite phase.

The room temperature crystallization of CsTFA-derived per-
ovskite films can be caused by the strong interaction between
TFA− anions and Pb2+ cations in the precursor solution36.
As shown in Fig. 1b, the FTIR peaks located at 1697 cm−1 and
1201 cm−1 represent the C=O and CF3 bond stretching vibration
of TFA−, respectively37. The C=O bond shifts to a lower frequency
(1677 cm−1) in the complex adduct of CsTFA•PbBr2•DMSO
owing to the interaction between the C=O and Pb2+ ions30,38. The
C–F bond shifts to higher frequency (1211 cm−1); this may be
caused by the higher electron density due to the coordination of
the adjacent C=O with Pb2+ ions. Note that, the S=O stretching
mode wavenumber (1028 cm−1) for CsTFA•PbBr2•DMSO is
higher than that for CsBr•PbBr2•DMSO (1012 cm−1). Such an
increase indicates that the interaction between DMSO and Pb2+

ions in the former samples is weaker, and thus the formation of
perovskite crystals becomes more favorable.

Figure 1d shows XRD patterns of the annealed CsPbBr3 films
deposited from CsBr(1.7) and CsTFA(1.7) precursor solutions.
Both samples show distinctive XRD peaks at 15.3° and 30.7°,
which can be indexed to the (101) and (202) planes for the
orthorhombic Pnma CsPbBr3 phase14,16, respectively. For the
CsTFA-derived film, the apparent disappearance of the (121)
reflection indicates that a preferred orientation effect is probably
related to the TFA− ions favoring the growth of the perovskite
crystallites along a certain crystallographic direction. It can also
be seen that the crystallinity of the CsTFA-derived film is much
higher than that of the CsBr-derived film, which results in a
twofold increase in the XRD reflection intensity. Notably, the full-
width at half-maximum (FWHM) of the diffraction peaks of
CsTFA-derived film is broader, pointing to a decrease of the
perovskite crystal grain size. As shown in the
corresponding atomic force micrographs (AFMs) (Supplementary
Figure 3), the CsTFA-derived film features smaller grain sizes

indeed, and shows a significant reduction in the root mean
square (r.m.s) roughness, namely 2.5 nm as compared to 17.5 nm
for the CsBr-derived film. All these findings reveal that CsTFA
has a beneficial effect on the crystallization of CsPbBr3 from
solution.

Morphologies of CsPbBr3 films. The morphologies of the spin-
cast CsPbBr3 films derived from CsBr(1.7) and CsTFA(1.7) pre-
cursor solutions have been investigated by field-emission scan-
ning electron microscopy (FE-SEM). As shown in Fig. 2a, a rather
poor surface coverage with large grains is observed for the CsBr-
derived film, which is in good agreement with previous reports14.
In contrast, CsTFA-derived films are uniformly coated on the
substrate with an absence of pin-holes (Fig. 2b). From the two
high-magnification images shown as insets of Fig. 2, the per-
ovskite grain size for the CsTFA-derived film is greatly decreased
from an average value of 300 nm to 60 nm compared with that of
the CsBr-derived film, which is consistent with XRD and AFM
data. This size reduction indicates that the nucleation density is
much higher for the CsTFA-derived films, leading to formation of
a large amount of relatively small crystals fully covering the
substrate. The cross-sectional view SEM images (Fig. 2c, d) show
that both CsBr- and CsTFA-derived films are ~200 nm thick.

To reveal eventual changes in the morphology of the perovskite
films as trends, they were deposited from the precursor solutions
with varying molar ratios of CsBr:PbBr2 and CsTFA:PbBr2
(Supplementary Figure 4 and Supplementary Note 2). CsTFA-
derived films become smoother, and the grain size gradually
decreased upon increasing the molar ratio of CsTFA:PbBr2
(Supplementary Figure 4a–d), which further confirms the
beneficial role of TFA− ions in enhancing the density of CsPbBr3
nuclei. In contrast, the increase in CsBr content of the precursor
solution does not change the morphology and grain size of the
resulting CsPbBr3 films (Supplementary Figure 4e–h).
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Fig. 1 FTIR and XRD study of the CsBr- and CsTFA-derived CsPbBr3 perovskites. a Schematic presentation of the film fabrication procedure. Route
(i) employs commonly used precursors CsBr and PbBr2, while the route (ii) employs CsTFA in place of CsBr. b FTIR of DMSO (liquid), CsBr•PbBr2•DMSO
(powder), CsTFA•PbBr2•DMSO (powder), and CsTFA•DMSO (powder). c XRD patterns of CsPbBr3 films deposited on PEDOT:PSS coated ITO glass from
CsBr(1.7) and CsTFA(1.7) without annealing. d XRD patterns of CsPbBr3 films deposited on PEDOT:PSS coated ITO glass from CsBr(1.7) and CsTFA(1.7)
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Chemical states of CsPbBr3 films. X-ray photoelectron spec-
troscopy (XPS) measurements were performed to identify the
composition and chemical states of the CsPbBr3 films derived
from CsBr(1.7) and CsTFA(1.7). Figure 3a, b shows the XPS
spectra for bromine and lead, corrected using the maximum of

the adventitious C 1s signal at 284.8 eV. The Pb 4f spectrum for
the CsBr-derived film exhibits two dominant peaks located at
138.4 and 143.2 eV, corresponding to the Pb 4f7/2 and Pb 4f5/2
level, respectively. The binding energy peaks of Br 3d at 68.3 eV
(Br 3d5/2) and 69.3 eV (Br 3d3/2) are also observed in the Br 3d
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Fig. 3 XPS characterization. High-resolution XPS spectra of the CsBr(1.7)- and CsTFA(1.7)-derived films for a Pb 4f, b Br 3d, c C 1s and d F 1s elements
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magnification top-view images of the respective films

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-08425-5

4 NATURE COMMUNICATIONS |          (2019) 10:665 | https://doi.org/10.1038/s41467-019-08425-5 | www.nature.com/naturecommunications

www.nature.com/naturecommunications


spectrum for the CsBr-derived film. Notably, a shift of the peak
position to higher binding energy is clearly seen for the CsTFA-
derived film for Pb 4f and Br 3d. Such shifts in binding energy are
attributed to a more stable crystal structure of the formed per-
ovskites, as will be discussed in more detail later. From density
functional theory (DFT) calculations (Supplementary Figures 5, 6,
Supplementary Tables 1, 2 and Supplementary Note 3), once the
TFA− ions are doped into the perovskite crystal structure, the
bandgap of the CsPbBr3 film should exhibit an increase propor-
tionate to the TFA concentration. However, our experimental
data show that the bandgap does not widen when the TFA− ions
are introduced. Therefore, we conclude that TFA− ions are
located at the grain boundaries instead of being doped into the
crystal structure of the perovskite. The shifts observed in the XPS
spectra originate from the interaction between the TFA− ions and
CsPbBr3 rather than a lattice contraction of perovskite after TFA
incorporation, which leads to shorter Pb-Br bonds and higher
binding energy for Pb 4f and Br 3d39,40.

The presence of TFA in the perovskite films has been further
confirmed from the C 1s and F 1s XPS spectra. In the C 1s
spectrum (Fig. 3c), the peaks at 292.5 and 288.8 eV correspond to
bonds in the −CF341, and −O−C=O groups42, respectively. For
the F 1s (Fig. 3d), the peaks at 688.7 eV can be assigned to
−CF343. In addition, energy-dispersive X-ray (EDX) mapping of
the CsTFA-derived films shows homogeneous distribution of the
F element from TFA (Supplementary Figure 7).

Optical properties of CsPbBr3 perovskite films. Figure 4a, b
shows absorption and PL spectra of CsBr(1.7)-derived and
CsTFA(1.7)-derived perovskite films, respectively. The absorption
edge of the CsTFA-derived film is slightly blueshifted with respect
to the CsBr-derived one. Accordingly, a slight blueshift of the PL
maximum is also observed in the emission spectra, from 519 nm
for the CsBr-derived film to 517 nm for the CsTFA-derived one.
Since the crystal grain sizes for both samples (300 nm and 60 nm
for the CsBr(1.7)- and CsTFA(1.7)-derived films, respectively) are
much larger than the effective Bohr diameters for bulk CsPbBr3
(7 nm)44, no quantum confinement effects are expected. At the
same time, the CsTFA-derived film has a much higher PL
intensity as compared to the CsBr-derived one, with the absolute
PLQY increasing from 19% to 57%, which can be seen readily by
the naked eye in the photo provided in inset of Fig. 4b.

Transient absorption spectroscopy analysis. In addition to the
three times improvement in PLQY and the 2 nm blueshift in PL
spectra, we also observed the narrowing of the FWHM of the PL
peak from 18 nm for the CsBr-derived film to 16 nm for the
CsTFA-derived one (Fig. 4b), indicating that the degree of
energetic disorder in the latter film may be reduced. To further
verify this assumption, and to investigate the effect of the TFA ion
treatment on the defect states of the perovskite, the spectral
distributions of photoexcited carriers in the perovskite films were
studied by ultrafast transient absorption (TA) spectroscopy. After
the perovskite films absorb photons, the photoexcited carriers
relax to the lowest energy sites, which appears as a redshift of the
transient bleach minimum45. A 1.6 meV redshift of the transient
bleach was observed for the CsTFA-derived film; whereas, the
shift for CsBr-derived film was ~5.6 meV (Fig. 4c–e, and Sup-
plementary Figure 8). The reduced redshift indicates that a flatter
energy landscape and decreased band-tail states are observed in
the CsTFA-derived film, suggesting its promising future for LEDs,
with a minimized charge transport barrier and a maximized
radiative transition probability.

Since the TFA− ions are shown to be located at the grain
boundaries of the perovskite films, the reduced band-tail states

should be mainly due to the improved passivation of the crystal
surface defects. Time-resolved PL spectroscopy (Fig. 4f) shows
that the average carrier lifetime (τavg) reaches 71 ns for the CsTFA
(1.7)-derived film, which is a 1.5-fold increase as compared to
that for the CsBr(1.7)-derived film (46 ns) (Supplementary
Note 4). Both the PLQY and τavg progressively increase upon
raising the molar ratio of CsTFA:PbBr2 (Supplementary Figure 9
and Supplementary Table 3). The blueshifted emission peak of
the CsTFA-derived film also indicates the efficient passivation of
defects, since spontaneous radiative recombination taking place
over trap states often leads to a longer emission wavelength
compared to that from the band edge transition46. From the
combination of data on the PL peak positions, PLQYs and the PL
lifetimes, we conclude that the TFA− ions bound to the
perovskite crystal surface have passivated grain boundary related
trap states successfully.

Grain boundary passivation mechanism. The schematic dia-
gram of grain boundary passivation mechanism was given in
Fig. 5. Although some surface defects have been passivated by
TFA−, there are still some trap states left in the grain boundaries
inferred by the non-single exponential PL decay curves. The grain
boundaries with trap states for pure CsPbBr3 films have a side
effect on the PL emission. The trap states can attract both elec-
trons and holes and thus cause non-radiative recombination at
grain boundaries, as shown by the band diagram in Fig. 5a. In
contrast, the TFA− passivated grain boundary regions formed a
larger bandgap than the particle interior (PI), which pushes both
electrons and holes away from the grain boundaries and drift into
PIs (Fig. 5b). We characterized the surface potential of the TFA-
derived perovskite film by Kelvin Probe Force Microscopy
(KPFM), and found that the test results consist well with our
suggested energy scheme. The perovskite film surface is directly
accessible by the probe to measure the contact potential differ-
ence. Supplementary Figure 10a shows the topography of the film
surface, and Supplementary Figure 10b shows the contact
potential difference. Some individual grains are clearly distin-
guishable, and grain boundaries have higher surface potential
than that of the particle interior, which pushes charge carriers
away from the grain boundaries and drifts them into particle
interior. The topography, contact potential, and their overlapped
3D maps of a 3 × 3 μm2 area (Supplementary Figure 11a, b, and c)
and a 1 × 1 μm2 area (Supplementary Figure 11d, e, and f) provide
information of the contact potential difference between the grain
boundaries and the crystals. We note that our contact potential
data are different from those previously reported of the pure
perovskites, whose grain boundaries typically have lower contact
potential values than that within the grains47. This is because the
TFA− anions are abundant at the grain boundaries and can push
the charges into the grains. This process leads to a significant
enhancement in radiative recombination of electrons and holes.
In addition, the calculated exciton binding energy (EB) values are
65.5 meV for the CsTFA-derived film and 50.7 meV for the CsBr-
derived film (Supplementary Figure 12). The higher EB for the
CsTFA-derived film is mainly due to the smaller crystal sizes, and
the formation of larger bandgap/smaller bandgap (grain bound-
ary/grain) structures. The charge carriers within the CsTFA-
derived films are easier to bound together and form excitons,
which greatly enhances the PL QY and the device EL
efficiency24,48.

Thermal stability of CsPbBr3 perovskite films. The thermal
stability of perovskite films is an important factor for their pos-
sible application in LEDs. We compared the emission spectra of
CsBr(1.7)- and CsTFA(1.7)-derived films in the temperature
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range from 80 to 200 °C. As shown in Supplementary Figure 13,
the relative PL intensity of the CsBr(1.7)-derived film is strongly
decreased to 5% of the initial value when the temperature is
increased to 200 °C. In contrast, the PL intensity of the CsTFA
(1.7)-derived film kept 54% of its original emission intensity after
annealing at 200 °C, which reveals it has a much better thermal
stability than that of the CsBr(1.7)-derived film. We attribute this
improvement to a more stable crystal structure for the CsTFA
(1.7)-derived film.

Device structure and performance. PeLEDs based on the
CsTFA-derived perovskite films were fabricated. Figure 6a shows

the schematic device architecture of a typical PeLED, with a
multi-layer structure consisting of indium tin oxide (ITO)/poly
(3,4-ethylenedioxythiophene):polystyrene sulfonate (PEDOT:
PSS)/CsPbBr3/1,3,5-tris(1-phenyl-1H-benzimidazol-2-yl)benzene
(TPBI)/LiF/Al. PEDOT:PSS is used as the hole injection/transport
layer (HIL/HTL), and TPBI serves as the electron transport layer
(ETL). The ITO and LiF/Al act as anode and cathode, respec-
tively. The corresponding schematics of the flat-band energy-level
diagram of the device is shown in Fig. 6b, with the energy levels
for the CsTFA-derived CsPbBr3 films calculated from ultraviolet
photoelectron spectroscopy (UPS) and optical data (Supplemen-
tary Figures 6, 14 and Supplementary Table 4). The EL spectrum
of the PeLEDs based on the CsTFA(1.7)-derived CsPbBr3 films
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exhibits an emission peak at 518 nm, with a narrow FWHM of 19
nm (Fig. 6c). Compared to the PL emission wavelength of the
respective perovskite film, the EL peak is slightly broadened and
redshifted by ~1 nm, which most probably results from the
electric-field-induced Stark effect49,50. The photograph given in
the inset of Fig. 6c displays a bright green emission from an
operating PeLED at an applied voltage of 5.5 V.

The large photocurrent hysteresis in perovskite solar cells and
PeLEDs induced by the trap states on the surface and grain
boundaries in perovskite films is one of the major hindrances
impairing both the performance and the stability of the respective
devices31,51. To investigate the photocurrent hysteresis in our
PeLEDs, their current density–voltage (J–V) curves were
measured in various scanning directions (Fig. 6d). It is found
that PeLEDs based on the CsBr(1.7)-derived perovskite films
indeed show a hysteresis between the forward and the reverse
scans. In contrast, the devices based on the CsTFA(1.7)-derived
film show a relatively low hysteresis, indicating that TFA- ions

bonded to the perovskite crystal surface have successfully
passivated the grain boundary related trap states, and the ion
migration through grain boundaries has been suppressed. The PL
evolution over time under a constant voltage (2 V, below the
turn-on voltage) and the EL evolution over applied bias for the
TFA-derived CsPb(Br/I)3 LEDs further prove this assumption
(Supplementary Figures 15, 16).

PeLEDs based on CsBr- and CsTFA-derived perovskite films
with varying molar ratios of precursors were optimized as presented
in Supplementary Figure 17 and Supplementary Tables 5,6; it was
found that the devices with the best performance were those based
on CsBr(1.7)- and CsTFA(1.7)-derived films, respectively.
Figure 7a–d provides the comparison of the J–V, luminance–voltage
(L–V), current efficiency–voltage (CE–V), and external quantum
efficiency–voltage (EQE–V) characteristics of the PeLEDs based on
CsBr(1.7)- and CsTFA(1.7)-derived films. From the J–V curves, a
higher current density was observed for the CsBr-derived film,
which is due to its lower surface coverage (Fig. 2a) leading to
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electrical shunting paths. The turn-on voltages for the two types of
devices were close, namely 2.8 V for the CsTFA-derived device and
2.5 V for the CsBr-derived one. However, the maximum luminance
(16,436 cdm−2) of the PeLED based on the CsTFA-derived
perovskite film was two times higher than that of the CsBr-
derived one (8628 cdm−2). The maximum CE (32.0 cd A−1) and
EQE (10.5%) of the PeLEDs based on the CsTFA-derived films
were much higher than those of the CsBr-derived ones (maximum
CE 5.78 cd A−1, and maximum EQE 1.6%). Figure 7e provides the
histogram of the maximum EQE values for 30 devices based on
CsBr- and CsTFA-derived films, operated under respective optimal
conditions. The average maximum EQEs for the devices based on
CsBr- and CsTFA-derived films were 1.2% and 9.4%, respectively.
We note, that compared to the CsBr-derived devices, the CsTFA-
derived ones show significantly lower standard deviation (5.4%
versus 19.9%), demonstrating the good performance reproducibility
of these PeLEDs. Besides, TFA-derived mixed-cation FA0.11

MA0.10Cs0.79PbBr3 LEDs were fabricated and have shown a
maximum luminance of 35,700 cdm−2, and a high peak EQE of
17%, further proving the beneficial effect of CsTFA (Supplementary
Figure 18).

Operational stability is of crucial importance for PeLEDs. The
device lifetime comparison for the PeLEDs based on CsBr- and
CsTFA-derived perovskite films was tested in air, using simple
ultraviolet-curable epoxy resin encapsulation (Fig. 7f). PeLEDs
based on the CsBr-derived films show a rapid deterioration from
an initial luminance of 100 cd m−2, with a half-lifetime of only 15
h. In contrast, CsTFA-based PeLEDs show a greatly improved
half-lifetime of up to 250 h, exceeding a number of recent
reports7–9,48,52,53. Such a significant improvement in the device
stability is attributed to the realization of smooth, pinhole-free
CsPbBr3 perovskite films with TFA passivated grain boundaries
and enhanced thermal stability, which reduces Joule heating
caused by poor surface coverage of the inorganic perovskite
emissive layer and impedes ion motion through the grain
boundaries.

Discussion
To conclude, we have shown that TFA− ions are able to passivate
perovskite grains, which enables formation of smooth, pinhole-
free CsPbBr3 perovskite films with high PLQY of 57%, leads to
more stable crystal structure, and flatter energy landscapes. TFA−
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anions interact with Pb2+ ions in the precursor solution, inducing
the fast crystallization of small-grained CsPbBr3 perovskite
crystals during the one-step film deposition. The TFA− ions were
found to be located at the grain boundaries, and bound to the
perovskite crystal surface, which efficiently passivates the surface
defects, and decreases the perovskite crystal grain size (from 300
nm to 60 nm) resulting in high radiative transition probability
(radiative rates of the best CsTFA-derived devices were 1.9 times
higher than the corresponding best CsBr-derived devices). As a
result, favorable EL performance for PeLEDs has been achieved,
with a maximum CE of 32.0 cd A−1, a peak EQE of 10.5%, and a
17 times improvement in operational lifetime compared with
CsBr-derived PeLED. TFA-derived mixed-cation
FA0.11MA0.10Cs0.79PbBr3 LEDs showed even higher peak EQE of
17%, further proving the beneficial effect of CsTFA on the dif-
ferent types of both all-inorganic and hybrid perovskite films.
Our study suggests that the high color-purity and low-cost all-
inorganic lead halide perovskite films can be developed into
highly efficient and stable LEDs via carefully optimizing the grain
boundaries.

Methods
Materials. PEDOT:PSS (Clevious PVP AI 4083) was purchased from Heraeus.
TPBI and LiF were purchased from Luminescence Technology. Cesium tri-
fluoroacetate and PbBr2 were purchased from Alfa and Sigma-Aldrich, respectively.
All materials were used as received.

Perovskite precursor solutions. CsX (X is Br, or trifluoroacetate (TFA)) and
PbBr2 were dissolved in anhydrous DMSO at a molar ratio ranging from 1.3 to 1.9,
with final solids concentrations of ~12 wt%. Mixtures were stirred at 60 °C over-
night and filtered through polytetrafluoroethylene filters (0.45 μm pore size) before
using.

PeLED fabrication. Patterned ITO substrates were sequentially sonicated with
detergent, deionized water, acetone, and isopropyl alcohol for 15 min in each
solvent. After drying under nitrogen flow, the substrates were treated for 15 min
with an oxygen plasma. A PEDOT:PSS layer was spin-coated onto the ITO sub-
strates at a speed of 4000 rpm for 40 s and then baked at 150 °C for 10 min in air.
To form a perovskite layer, the perovskite precursor solution was spin-coated onto
the PEDOT:PSS layers in a glove box, and baked at 80 °C for 10 min. The samples
were transferred into a vacuum chamber, and TPBI (20 nm), LiF (1 nm), and Al
(100 nm) layers were sequentially deposited by thermal evaporation under a
pressure of less than 4 × 10−4 Pa.

Characterization. FT-IR spectra were recorded under attenuated total reflectance
mode on a Spectrum 100 (Perkin Elmer) spectrometer. XRD patterns were obtained
on a Bruker D8 Advance diffractometer with Cu Kα radiation over an angular range
from 10° to 60° at a scanning rate of 6° min−1. AFM, KPFM, and C-AFM mea-
surements were performed using a Bruker Dimension Icon microscope. FE-SEM
measurements were conducted on a JEOL JSM-7500F microscope. Absorption spectra
were measured on a Perkin Elmer Lambda 950 UV–vis–NIR spectrometer. PL steady
state, time-resolved spectra and PL QY data were collected on an Edinburgh FLS920
PL spectrometer. The temperature-dependent PL spectra were measured through a
Newton CCD (model no. DU920P-BU) integrated with Shamrock spectrometer
(model no. SR-750-D1-R) with a laser excitation (442 nm) at different temperatures in
a helium cryostat (CRYO Cool-G2B-LT). UPS and XPS were analyzed on a Thermo
Scientific Escalab 250Xi. UPS measurements utilized the He (I) photo line (21.22 eV)
from a He discharge lamp and the high-binding energy secondary electron cutoff
(Ecutoff), and the HOMO region data were extracted from the UPS spectra. The
HOMO levels could be expressed as HOMO= 21.22 – (Ecutoff – EΔ) (where EΔ is the
gap between the HOMO level and the Fermi level (EF)). Transient absorption mea-
surements were conducted on an ExciPro femtosecond transient absorption pump-
probe spectrometer (CDP Systems Corp). Femtosecond laser pulses were generated by
an Astrella ultrafast Ti: Sapphire amplifier at a 1 kHz repetition rate. Pump wave-
length and pump pulse width are 365 nm and 100 fs, respectively. The current
density–luminance–voltage (J–L–V) characteristics were measured on a Keithley
2400 source meter. EL spectra of PeLEDs were measured on a PR-670 Spectra Scan
spectroradiometer. The device lifetime tests of PeLEDs were performed on a ZJZCL-1
OLED ageing lifespan test instrument.

First principles calculations. Calculations were performed within the framework
of density functional theory (DFT) by using plane-wave pseudopotential methods
as implemented in the Vienna Ab initio Simulation Package54,55. The electron–ion
interactions were described by the projected augmented wave pseudopotentials56

with the 1s (H), 2s2 and 2p2 (C), 2s2 and 2p3 (N), 2s2 and 2p4 (O), 2s2 and 2p5 (F),
5s25p66s (Cs), 4s2 and 4p5 (Br) and 5d10, 6s2 and 6p2 (Pb) electrons-treated
explicitly as valence electrons. We used the generalized gradient approximation
formulated by Perdew, Burke, and Ernzerhof57 as the exchange correlation func-
tional. Kinetic Energy cutoff for the plane-wave basis set were set to 400 eV. The k-
point meshes with grid spacing of 2π × 0.03 Å−1 were used for electronic Brillouin
zone integration. The structures of CsPbBr3 with different contents of TFA doping
were optimized through total energy minimization with the residual forces on the
atoms converged to below 0.01 eV Å−1. To properly take into account the long-
range van der Waals interactions that play a nonignorable role in the hybrid
perovskites involving organic molecules, the vdW-optB86b functional58 was
adopted.

Data availability
The data that support the findings of this study are available from the corre-
sponding author upon reasonable request.

Received: 16 September 2018 Accepted: 11 January 2019

References
1. Wehrenfennig, C., Eperon, G. E., Johnston, M. B., Snaith, H. J. & Herz, L. M.

High charge carrier mobilities and lifetimes in organolead trihalide
perovskites. Adv. Mater. 26, 1584–1589 (2014).

2. Zeng, J. et al. Space-confined growth of CsPbBr3 film achieving photodetectors
with high performance in all figures of merit. Adv. Funct. Mater. 28, 1804394
(2018).

3. Tan, Z. K. et al. Bright light-emitting diodes based on organometal halide
perovskite. Nat. Nanotech 9, 687–692 (2014).

4. Hoye, R. L. Z. et al. Enhanced performance in fluorene-free organometal
halide perovskite light-emitting diodes using tunable, low electron affinity
oxide electron injectors. Adv. Mater. 27, 1414–1419 (2015).

5. Sichert, J. A. et al. Quantum size effect in organometal halide perovskite
nanoplatelets. Nano Lett. 15, 6521–6527 (2015).

6. Wang, H., Li, X., Yuan, M. & Yang, X. Fast postmoisture treatment of
luminescent perovskite films for efficient light-emitting diodes. Small 14,
1703410 (2018).

7. Lin, K. et al. Perovskite light-emitting diodes with external quantum efficiency
exceeding 20 per cent. Nature 562, 245–248 (2018).

8. Zhao, B. et al. High-efficiency perovskite–polymer bulk heterostructure light-
emitting diodes. Nat. Photon. 12, 783–789 (2018).

9. Cao, Y. et al. Perovskite light-emitting diodes based on spontaneously formed
submicrometre-scale structures. Nature 562, 249–253 (2018).

10. Chiba, T. et al. Anion-exchange red perovskite quantum dots with ammonium
iodine salts for highly efficient light-emitting devices. Nat. Photon. 12,
681–687 (2018).

11. Yang, J., Siempelkamp, B. D., Liu, D. & Kelly, T. L. Investigation of
CH3NH3PbI3 degradation rates and mechanisms in controlled humidity
environments using in situ techniques. ACS Nano 9, 1955–1963 (2015).

12. Liu, H. et al. CsPbxMn1–xCl3 perovskite quantum dots with high Mn
substitution ratio. ACS Nano 11, 2239–2247 (2017).

13. Niu, G., Guo, X. & Wang, L. Review of recent progress in chemical stability of
perovskite solar cells. J. Mater. Chem. A 3, 8970–8980 (2015).

14. Cho, H. et al. High-efficiency solution-processed inorganic metal halide
perovskite light-emitting diodes. Adv. Mater. 29, 1700579 (2017).

15. Saidaminov, M. I. et al. Inorganic lead halide perovskite single crystals: phase-
selective low-temperature growth, carrier transport properties, and self-
powered photodetection. Adv. Opt. Mater. 5, 1600704 (2017).

16. Song, J. et al. Quantum dot light-emitting diodes based on inorganic
perovskite cesium lead halides (CsPbX3). Adv. Mater. 27, 7162–7167 (2015).

17. Zhang, L. et al. Ultra-bright and highly efficient inorganic based perovskite
light-emitting diodes. Nat. Commun. 8, 15640 (2017).

18. Li, J. et al. 50-Fold EQE improvement up to 6.27% of solution-processed all-
inorganic perovskite CsPbBr3 QLEDs via surface ligand density control. Adv.
Mater. 29, 1603885 (2017).

19. Wei, Z. et al. Solution-processed highly bright and durable cesium lead halide
perovskite light-emitting diodes. Nanoscale 8, 18021–18026 (2016).

20. Ling, Y. et al. Enhanced optical and electrical properties of polymer-assisted
all-inorganic perovskites for light-emitting diodes. Adv. Mater. 28, 8983–8989
(2016).

21. Pan, J. et al. Highly efficient perovskite-quantum-dot light-emitting diodes by
surface engineering. Adv. Mater. 28, 8718–8725 (2016).

22. Chen, Q. et al. Controllable self-induced passivation of hybrid lead iodide
perovskites toward high performance solar cells. Nano Lett. 14, 4158–4163
(2014).

NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-08425-5 ARTICLE

NATURE COMMUNICATIONS |          (2019) 10:665 | https://doi.org/10.1038/s41467-019-08425-5 |www.nature.com/naturecommunications 9

www.nature.com/naturecommunications
www.nature.com/naturecommunications


23. Kim, Y.-H., Cho, H. & Lee, T.-W. Metal halide perovskite light emitters. Proc.
Natl Acad. Sci. USA 113, 11694–11702 (2016).

24. Cho, H. et al. Overcoming the electroluminescence efficiency limitations of
perovskite light-emitting diodes. Science 350, 1222–1225 (2015).

25. Ban, M. et al. Solution-processed perovskite light emitting diodes with
efficiency exceeding 15% through additive-controlled nanostructure tailoring.
Nat. Commun. 9, 3892 (2018).

26. Yuan, S. et al. Self-assembled high quality CsPbBr3 quantum dot films toward
highly efficient light-emitting diodes. ACS Nano 12, 9541–9548 (2018).

27. Song, J. et al. Room-temperature triple-ligand surface engineering
synergistically boosts ink stability, recombination dynamics, and charge
injection toward EQE-11.6% Perovskite QLEDs. Adv. Mater. 30, 1800764
(2018).

28. Han, D. et al. Efficient light-emitting diodes based on in situ fabricated
FAPbBr3 nanocrystals: the enhancing role of the ligand-assisted
reprecipitation process. ACS Nano 12, 8808–8816 (2018).

29. Wu, C. et al. Improved performance and stability of all-inorganic perovskite
light-emitting diodes by antisolvent vapor treatment. Adv. Funct. Mater. 27,
1700338 (2017).

30. Song, J. et al. Organic-inorganic hybrid passivation enables perovskite QLEDs
with an EQE of 16.48%. Adv. Mater. 30, 1805409 (2018).

31. Shao, Y. et al. Grain boundary dominated ion migration in polycrystalline
organic-inorganic halide perovskite films. Energy Environ. Sci. 9, 1752–1759
(2016).

32. Xiao, Z. et al. Efficient perovskite light-emitting diodes featuring nanometre-
sized crystallites. Nat. Photon. 11, 108 (2017).

33. Jeong, B. et al. All-inorganic CsPbI3 perovskite phase-stabilized by poly
(ethylene oxide) for red-light-emitting diodes. Adv. Funct. Mater. 28, 1706401
(2018).

34. Ahn, N. et al. Highly reproducible perovskite solar cells with average efficiency
of 18.3% and best efficiency of 19.7% fabricated via Lewis base adduct of lead
(II) iodide. J. Am. Chem. Soc. 137, 8696–8699 (2015).

35. Jeong, B. et al. Solvent-assisted gel printing for micropatterning thin organic-
inorganic hybrid perovskite films. ACS Nano 10, 9026–9035 (2016).

36. Marandi, F. et al. Synthesis and characterization of lead (II) complexes with
substituted 2, 2′-bipyridines, trifluoroacetate, and furoyltrifluoroacetonate. J.
Coord. Chem. 64, 3012–3021 (2011).

37. Lu, W., Xie, K., Pan, Y., Chen, Z.-X. & Zheng, C.-M. Effects of carbon-chain
length of trifluoroacetate co-solvents for lithium-ion battery electrolytes using
at low temperature. J. Fluor. Chem. 156, 136–143 (2013).

38. Cao, X. B. et al. High quality perovskite films fabricated from Lewis acid-base
adduct through molecular exchange. RSC Adv. 6, 70925–70931 (2016).

39. Liu, M. et al. Aluminum-doped cesium lead bromide perovskite nanocrystals
with stable blue photoluminescence used for display backlight. Adv. Sci. 4,
1700335 (2017).

40. Nam, J. K. et al. Potassium incorporation for enhanced performance and
stability of fully inorganic cesium lead halide perovskite solar cells. Nano Lett.
17, 2028–2033 (2017).

41. Panomsuwan, G., Saito, N. & Ishizaki, T. Simple one-step synthesis of
fluorine-doped carbon nanoparticles as potential alternative metal-free
electrocatalysts for oxygen reduction reaction. J. Mater. Chem. A 3, 9972–9981
(2015).

42. Xu, Y. et al. Solvent-based soft-patterning of graphene lateral heterostructures
for broadband high-speed metal-semiconductor-metal photodetectors. Adv.
Mater. Technol. 2, 1600241 (2017).

43. Li, G. et al. Self-formed hybrid interphase layer on lithium metal for high-
performance lithium-sulfur batteries. ACS Nano 12, 1500–1507 (2018).

44. Butkus, J. et al. The evolution of quantum confinement in CsPbBr3 perovskite
nanocrystals. Chem. Mater. 29, 3644–3652 (2017).

45. Liu, M. et al. Hybrid organic-inorganic inks flatten the energy landscape in
colloidal quantum dot solids. Nat. Mater. 16, 258–263 (2017).

46. Shao, Y., Xiao, Z., Bi, C., Yuan, Y. & Huang, J. Origin and elimination of
photocurrent hysteresis by fullerene passivation in CH3NH3PbI3 planar
heterojunction solar cells. Nat. Commun. 5, 5784 (2014).

47. Yun, J. et al. Benefit of grain boundaries in organic-inorganic halide planar
perovskite solar cells. J. Phys. Chem. Lett. 6, 875–880 (2015).

48. Zhang, X. et al. Enhancing the brightness of cesium lead halide perovskite
nanocrystal based green light-emitting devices through the interface
engineering with perfluorinated ionomer. Nano Lett. 16, 1415–1420 (2016).

49. Zhao, J. et al. Efficient CdSe/CdS quantum dot light-emitting diodes using a
thermally polymerized hole transport layer. Nano Lett. 6, 463–467 (2006).

50. Empedocles, S. A. & Bawendi, M. G. Quantum-confined stark effect in single
CdSe nanocrystallite quantum dots. Science 278, 2114–2117 (1997).

51. Nandal, V. & Nair, P. R. Predictive modeling of ion migration induced
degradation in perovskite solar cells. ACS Nano 11, 11505–11512 (2017).

52. Shi, Y. et al. A strategy for architecture design of crystalline perovskite light-
emitting diodes with high performance. Adv. Mater. 30, 1800251 (2018).

53. Zhang, S. et al. Efficient red perovskite light-emitting diodes based on
solution-processed multiple quantum wells. Adv. Mater. 29, 1606600 (2017).

54. Kresse, G. & Furthmüller, J. Efficiency of ab-initio total energy calculations for
metals and semiconductors using a plane-wave basis set. Comp. Mater. Sci. 6,
15–50 (1996).

55. Kresse, G. & Furthmüller, J. Efficient iterative schemes for ab initio total-
energy calculations using a plane-wave basis set. Phys. Rev. B 54, 11169–11186
(1996).

56. Blöchl, P. E. et al. Projector augmented-wave method. Phys. Rev. B 50,
17953–17979 (1994).

57. Perdew, J. P., Burke, K. & Ernzerhof, M. Generalized gradient approximation
made simple. Phys. Rev. Lett. 77, 3865–3868 (1996).

58. Klimeš, J., Bowler, D. R. & Michaelides, A. Van der Waals density functionals
applied to solids. Phys. Rev. B 83, 195131 (2011).

Acknowledgements
The authors acknowledge the financial support from the National Natural Science
Foundation of China (51675322, 61605109, 61735004, and 51702115), National Key
Research and Development Program of China (2016YFB0401702), National Natural
Science Foundation of China/Research Grants Council Joint Research Scheme
(N_CityU108/17), Shanghai Rising-Star Program (17QA1401600), The Program for
Professors of Special Appointment (Eastern Scholar) at Shanghai Institutions of Higher
Learning (TP2015037), National Postdoctoral Program for Innovative Talents
(BX201600060), the NSFC/RGC project N_CityU108/17, and the Talent Introduction
Plan of Overseas Top Ranking Professors by the State Administration of Foreign Expert
Affairs (MSBJLG040).

Author contributions
X.Y. and A.L.R. proposed the research direction and guided the project. H.W., Q.W. and
F.C. fabricated and characterized the PeLED devices. D.W., L.Z. and S.V.K. carried out
density functional theory calculations. H.W., X.Z., D.Y., Y.S., Z.N., L.Z., W.Z (Zhang).,
W.Z (Zheng)., Y.Y., S.V.K., A.L.R. and X.Y. analyzed and discussed the experimental
results. H.W. and X.Z. provided equal contributions to this study. All authors contributed
to the manuscript.

Additional information
Supplementary Information accompanies this paper at https://doi.org/10.1038/s41467-
019-08425-5.

Competing interests: The authors declare no competing interests.

Reprints and permission information is available online at http://npg.nature.com/
reprintsandpermissions/

Journal peer review information: Nature Communications thanks Tae-Woo Lee, Jingbi
You and Haibo Zeng for their contribution to the peer review of this work. Peer reviewer
reports are available.

Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in
published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,

adaptation, distribution and reproduction in any medium or format, as long as you give
appropriate credit to the original author(s) and the source, provide a link to the Creative
Commons license, and indicate if changes were made. The images or other third party
material in this article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not included in the
article’s Creative Commons license and your intended use is not permitted by statutory
regulation or exceeds the permitted use, you will need to obtain permission directly from
the copyright holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2019

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-08425-5

10 NATURE COMMUNICATIONS |          (2019) 10:665 | https://doi.org/10.1038/s41467-019-08425-5 | www.nature.com/naturecommunications

https://doi.org/10.1038/s41467-019-08425-5
https://doi.org/10.1038/s41467-019-08425-5
http://npg.nature.com/reprintsandpermissions/
http://npg.nature.com/reprintsandpermissions/
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
www.nature.com/naturecommunications

	Trifluoroacetate induced small-grained CsPbBr3 perovskite films result in efficient and stable light-emitting devices
	Results
	Preparation and structural analysis of CsPbBr3 films
	Morphologies of CsPbBr3 films
	Chemical states of CsPbBr3 films
	Optical properties of CsPbBr3 perovskite films
	Transient absorption spectroscopy analysis
	Grain boundary passivation mechanism
	Thermal stability of CsPbBr3 perovskite films
	Device structure and performance

	Discussion
	Methods
	Materials
	Perovskite precursor solutions
	PeLED fabrication
	Characterization
	First principles calculations

	References
	References
	Acknowledgements
	Author contributions
	Competing interests
	Supplementary information
	ACKNOWLEDGEMENTS




