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ARTICLE

Site-specific electrical contacts with the two-
dimensional materials
Lok-Wing Wong1,2, Lingli Huang 3,4, Fangyuan Zheng1,2, Quoc Huy Thi 3,4, Jiong Zhao 1,2✉,

Qingming Deng 5✉ & Thuc Hue Ly 3,4✉

Electrical contact is an essential issue for all devices. Although the contacts of the emergent

two-dimensional materials have been extensively investigated, it is still challenging to pro-

duce excellent contacts. The face and edge type contacts have been applied previously,

however a comparative study on the site-specific contact performances is lacking. Here we

report an in situ transmission electron microscopy study on the contact properties with a

series of 2D materials. By manipulating the contact configurations in real time, it is confirmed

that, for 2D semiconductors the vdW type face contacts exhibit superior conductivity

compared with the non-vdW type contacts. The direct quantum tunneling across the vdW

bonded interfaces are virtually more favorable than the Fowler–Nordheim tunneling across

chemically bonded interfaces for contacts. Meanwhile, remarkable area, thickness, geometry,

and defect site dependences are revealed. Our work sheds light on the significance of contact

engineering for 2D materials in future applications.
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S ince graphene was exfoliated by Geim et al.1, two-
dimensional (2D) materials, such as transition metal
dichalcogenides synthesized by either top-down2,3 or

bottom-up4–6 methods, have drawn enormous attentions because
of their attractive properties7–12 and potential applications13–16.
Among all the applications, transistors are most noteworthy
because of their key roles in electronic devices currently. The
Moore’s Law17—the size of transistors would be half and the
number of transistors in an integrated circuit would be doubled
every year, nowadays is slowing down to around every two years
or longer. Nevertheless, 1-nm gate length18 and 1-nm channel
width19 have been reported. With the trend of miniaturization, to
deal with these nanoscale or even sub-nanoscale transistors and
devices in near future, electrical contact, especially the metal-
semiconductor (M-S) contact becomes an essential topic.

In conventional bulk M-S contacts, the interfacial hybridiza-
tion or bonding are usually produced and considered
beneficial for contact performances20,21. For example, the
fluorinated graphene assisted top contact22 and graphene edge
contact23 exhibited low contact resistance and high mobility.
Very recently, an entire vdW-type (non-chemical) contact for the
2D transition metal dichalcogenide with ultra-clean and
atomically sharp interfaces was reported, showing excellent con-
ductivity20. It is thus crucial to understand the underlying
transport mechanism to produce high quality contacts for the 2D
materials.

Other than the highlighted performances of 2D devices13–16,
contact geometric effects that improve the performance of devices
are also reported20–26. For graphene, the edge-type contacts were
found more favorable than the face contacts (or top contacts)25–27.
Besides, the previous studies mostly investigated the electrical
transport using mesoscopic symmetric device structures15,20,21,24–26

and in face contact configurations13,14,16,28–30, but the specific
atomic-scale structures at the contact and electrical measurements
remain uncorrelated. Here, we employ in situ transmission electron
microscopy (TEM), and directly correlated the transport char-
acteristics with the nanoscale contact configurations. Surprisingly,
the electron direct tunneling (DT)31 across the nanoscale vdW
contacts exhibit higher conductivities than the Fowler–Nordheim
(FN)32 tunneling across chemically interacted contacts. 2D MoS2,
ReS2, and graphene are probed by different contact areas in face or
edge contacts. The thicknesses of 2D flakes, contact area, contact
configurations, and atomic defects are found crucial for the 2D
contact performances. Except from the structural information
provided, the other benefits from our in situ TEM works also
include: (1) We can manipulate the contact configuration on the
same 2D material samples, and directly compare contacts at dif-
ferent sites; (2) Strain can be applied on the 2D materials when
contacting; (3) The point-like contact configuration here in our
experiment avoid the shortcoming of previous reports25,26,33,34,
which have to consider more than one contacts in device mea-
surements and in the I–V result explanations.

Results
In situ TEM setup for electrical measurements. Here we report
the electrical transport across various types of contacts of 2D
materials (MoS2, ReS2, and graphene). The sample preparations
are presented in Methods section. In situ TEM-scanning tun-
neling microscopy (STM) technique we applied is a direct method
to study the structure-property relationship and empower the
atomic-scale understanding of the electrical performances of
materials35–37. Figure 1a shows the experimental scheme of our
room temperature in situ TEM-STM setup (also see Supple-
mentary Fig. 1), with programmable bias voltage and current
measurement module (see “Methods” section). A homemade

piezo-controlled tungsten (W) STM tip provided the sub-
nanometer 3-axis control, which manipulated the contacts with
the free-standing chemical vapor deposition (CVD) grown 2D
membranes or mechanically exfoliated 2D materials. Tungsten is
chosen for contact material due to its low thermal expansion,
high melting point/modulus and non-corrosive properties, hence
often used for metallic interconnects and contact windows in
nanoscale devices, such as in the fin field-effect transistor
(FinTFT)33. The point-like contacts between the STM tip and the
2D materials throughout our experiments ensured that the I–V
data can directly reflect the transport behavior of the focused
contacts.

Measurement on free-standing CVD grown 2D membranes.
Free-standing CVD grown single layer (1L) MoS2, ReS2, and
graphene were probed and measured first. The STM tips was
carefully moved towards the sample until solid contacts were
made, and each set of I–V data for the contacts was multiple-
checked to be stable and reproducible. The I–V measurement
results and the face contact morphologies can be seen in
Fig. 1b–g. In addition, fitted curve, fitting parameters and mea-
sured contact area are also shown (Fig. 1b–g). Two models, viz.
direct tunneling (DT)38 and Fowler–Nordheim (FN) tunneling32,
were used to fit the experimental data. In the perspective of MoS2
and ReS2 contacts (Fig. 1b, c, e, f), an approximately linear I–V
curve can be seen in smaller area contacts (<50 nm2) and can
only be fitted by the DT model (Fig. 1b, c), while rectifying and
nonlinear behaviors can be observed in larger area contacts (>95
nm2) and can be exclusively fitted by the FN tunneling (Fig. 1e, f).
The contact area measurements can be seen in see “Methods”
section.

These exclusive fitting results imply that the barrier shape is
closer to trapezoidal type for smaller contacts and triangular type
for larger contacts, respectively. The characteristic linear fit of DT
is lnðI=V2Þ / lnð1=VÞ and that of FN tunneling is lnðI=V2Þ /
ð1=VÞ, which are demonstrated in Supplementary Fig. 2,
respectively. Comparing the fitting parameters with two transport
mechanisms, the barrier height (φ) and barrier width (d) are larger
in the DT cases (small contact area). In terms of 2D semiconductors
(MoS2, ReS2), for DT cases, the barrier heights are within 2.06 to
2.95 eV and barrier thicknesses are within 1.52–1.87 nm; For FN
cases, the barrier heights are within 0.930–1.44 eV and barrier
thicknesses are within 0.103–0.264 nm. The barrier widths are both
narrow enough for tunneling (<5 nm)39.

In terms of semi-metal graphene, different from the MoS2 and
ReS2 contacts, DT behavior with much higher conductivity was
observed even in large area contacts. The I–V data exhibit
strongly linear associations, which can be well fitted with the DT
model, even in different contact areas (Supplementary Fig. 2).
The barrier heights are 1.49 and 1.32 eV, and barrier widths are
1.23 and 1.15 nm as shown in Fig. 1d, g, respectively. The fitting
characteristics can be seen in Supplementary Fig. 2. The fitting
parameters are similar to the previous MoS2 and ReS2 cases,
whose potential barriers are larger than 1 eV and barrier widths
are between 1 and 2 nm.

The W probe could further stress onto the membranes to check
whether the strain affects the transport mechanism and the band
structure. The strain dependent results were all analyzed on the
face contacts, by compressing the tip on the surface of suspended
CVD grown samples. The contact area dependence effect has
been excluded, thus the results solely correspond to the in-plane
strain (Supplementary Fig. 3). The higher in-plane strain can
reduce contact resistivity for graphene and MoS2 but increase the
contact resistivity for ReS2. This effect might be attributed to the
suppression of vdW contact barriers (for DT tunneling) in
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graphene and MoS2 and facile introduction of defects in ReS2
(such as lattice reconstruction) by strain.

Measurement on mechanically exfoliated 2D samples. Besides
the tests on the CVD grown specimens, mechanically exfoliated
2D MoS2 was studied as well. Some exfoliated MoS2 flakes have
stair-like structure, which allow us to study the layer-dependent
properties and contact geometric effect for the same flake. As two
major contact configurations for the 2D materials, edge contacts
and face contacts were unambiguously produced and identified as
Fig. 2a–c (side view). The plane surfaces of the 2D flakes can be
perpendicular (planar view) or parallel (edge-on view, edges were
bended) to the viewing direction of TEM (Fig. 2c). The black
arrows indicate the moving direction of the W tip. The W tip was
gently moved and connected with the edges or surfaces for the
two types of contacts. For contacts in planar view, the thickness
(layer number) of contact position was confirmed by mechani-
cally bending the edges into edge-on configuration, thus the layer
numbers can be directly counted. All W-exfoliated MoS2 contacts
were less than 50 nm2.

Corresponding TEM images captured from continuous in situ
TEM manipulating process are shown in Fig. 2d–j. The false
colors enhanced the thickness contrast in Fig. 2d, h, presenting
the stair-like structure of the 6-vdW-layered (6L) MoS2 which

enabled the W tip to contact with different number of vdW layer
(s) by changing the contact positions, including the ultimate 1L
contact. Figure 2d, e shows typical 1L edge contact and Fig. 2f, g
display the bilayer (2L) and 6L edge contact, respectively. On the
other hand, 1L, 2L, and 6L face contact are shown in Fig. 2h–j,
respectively. The W tip was sufficiently sharp which provided
atomic-accurate contact. The 2D (x–y plane) projection effect of
TEM imaging may cause overlap between W tip and 2D flakes,
however all the edge and face contacts in our experiments have
been precisely controlled in 3D by the movable W tip so that the
relative position (including z-direction) of the W tip and flake
edge can be unambiguously determined (Supplementary Fig. 4,
also see Supplementary Movie 1 for details). The contact
formation can be confirmed by direct TEM observations or
electrical signal (see “Methods” section). Simultaneously, I–V
measurement for different contact configurations was carried out.
The recorded I–V responses showed large variations for different
contacts even at the same contact position of the same MoS2
flake, exhibiting the point-like contact governed transport
behavior. The average potential difference of edge contacts and
face contacts are 0.17 and 0.19 eV respectively, that also implies
the edge contacts are slightly more stable than face contacts, that
is facilitated by the chemical bonding (Supplementary Table 1).

The vdW and non-vdW-type contacts were primarily distin-
guished by the electrical measurements in ln(I/V2) ~ 1/V40. The
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DT behavior corresponds to the flat barriers, so called vdW gap
on the interfaces. FN tunneling behavior corresponds to the
chemically modified energy band realignments so they are
determined as non-vdW type. Similar FN tunneling phenomena
has been found in the non-vdW-type contacts40. The area
dependence on the contact types clearly manifest the large area
contacts (irrespective face or edge) are prone to have FN
tunneling behavior, due to the presence of higher density of
atomic defects (vacancies, edge irregularities) for larger contact
areas. Albeit the TEM images sometimes cannot directly tell the
vdW or non-vdW-type contacts apart, we did observe some good

vdW contacts with two planer surfaces at the interfaces, which
also coincide with its excellent DT behavior, such as shown in
Supplementary Fig. 2.

In previous works, the electrical conductivities were usually
higher for the contacts with larger number of layers38,41,
irrespective of edge contact or face contact. However, our results
demonstrated contrary that the electrical conductivities were
higher for smaller number of layers, also irrespective of edge
contact or face contact. It can be seen in the current density
versus voltage (J–V) graph (Fig. 2k, l). Meanwhile, the current
density is significantly higher in 1L face contact than in 1L edge
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contact against with the previous reports25. Besides, the current
density in 1L face contact is approximately double compared with
1L edge contact that suggested the conductivity is lower when the
number of chemical bonding (or defects) is increased.

The chemical contact only makes bonding with the defects
locally. Based on our DFT calculations (Supplementary Fig. 5), if
there are S vacancies in the basal plane of MoS2, the adsorption
energy between W and MoS2 flake will be increased by 0.56 eV
per atom, which is still relatively low, and it means the contacts
can be easily detached at room temperature (basically, 0.7–0.8 eV
interactions can be spontaneously overcome by thermal energy at
300 K in the time scale of 1 s). So, most of the contacts in our
experiments are not hard to detach, irrespective of vdW type or
non-vdW type. The chemical interactions between the W and
defects of MoS2 can modify the electronic structure (Supplemen-
tary Fig. 5), more defective states are in presence.

In addition, in our experiments, a larger area chemical contacts
can be made by applying high voltage bias (such as 10 V), which
induced the significant joule heating effect at the contact, in this
case, the interfaces (mainly the W tip side) were locally heated up
to (or close to) the melting temperature and stronger (larger area)
chemical bonding will be made, and more difficult to break
(Supplementary Fig. 6). The chemical interaction in this case was
much larger than the vacancy interactions above. The transport
curve of this type of welded contacts exhibited significant
rectifying behavior, and both directions have high energy barriers,
thus, dominated by the thermionic field emission (Supplementary
Fig. 6).

Discussion
Overall, we found the chemical bonding will not be beneficial to
the contact conductivity, due to the presence of pronounced
electron scattering by the defects (Supplementary Fig. 7 and
Supplementary Note 1). The Fermi level pinning at the defective
states deep in the bandgaps can easily trigger FN barriers at the
contacts (for 2D-TMDCs which are usually n doped). The flat,
smooth and parallel vdW contact (normally the face contact) is
better choice for making contacts with 2D materials, especially for
the 2D-TMDCs. Accordingly, by the characteristic fit of direct
tunneling (DT)31, the linear fit of lnðI=V2Þ / lnð1=VÞ was well
agreed with the data of contact with exfoliated samples in
0.10–5.00 V (Supplementary Fig. 8). The fitted barrier widths (d)
are between 1 and 2 nm, which coincide with the results of small
contacts with CVD samples. The fitted barrier heights are from
1.80 to 2.61 eV. 42 results with different contact configurations
can be seen in Supplementary Table 1.

Summarizing the contacts with 2D semiconductors such as
MoS2, ReS2, the density functional theory (DFT) was applied and
the calculated band structures are illustrated (Fig. 3a–c, also see
Supplementary Fig. 9 and Supplementary Note 2). The band
formation of ReS2 is constructed by the references42,43. The
measured DT/FN barrier heights are higher than the prediction of
Schottky-type barrier due to interfacial band alignment42,44–46.
Due to the abundant intrinsic sulfur vacancies of the 1L MoS2, the
Fermi level is close to the conduction band minimum47,48, hence
the lowest potential difference between forward bias and reverse
bias is close 0 eV, due to the highly symmetric I–V behaviors
(Fig. 1). A comprehensive understanding of the DT and FN
tunneling behavior for the contacts should origin from the barrier
shapes. VdW-type interfaces (non-chemical interfaces) normally
possess flat barriers, while the chemical bonded interfaces possess
triangle barriers due to the electronic hybridizations. For the face
or edge contacts containing defect levels (Fig. 3a), the Fermi level
pinning may alter the alignment of bands at the 2D material side.
The defect states such as vacancies present in the 2D planes or on

the 2D edges can pin the Fermi levels through the local charges,
further elevate (at the peak) and attenuate (at the tail) for the
contact barriers, which leads to FN tunneling. All our results
suggest both small and large area contacts have the formation of
the narrow potential barriers, for both forward and reverse
directions.

Ultra-thin barrier is desirable for the quantum tunneling. The
illustrations of band formation of the contacts and the related
transport mechanism with respect to contact area can be seen in
Fig. 3b, c. Based on our results, the critical contact area for DT-to-
FN transition is 249 and 97.0 nm2 for MoS2 and ReS2, respec-
tively. The degree of bonding formation is the critical difference
between DT and FN tunneling. As confirmed by the high reso-
lution TEM characterizations, the defects (like S vacancies) ran-
domly distribute in 2D materials49. Therefore, large contact area
has a higher probability to form chemical interactions, thus FN
tunneling is rendered (Fig. 3d). In terms of the contact with CVD
grown graphene, due to the intrinsic semi-metal property and the
ultra-low atomic defect density, the chemical bonding probability
is low, hence yielding vdW contacts and direct tunneling
behavior.

The contact resistivity (ρ) shows strong area dependency in
different types of materials (Fig. 4a, b). Notably, contact resistivity
of the transition metal dichalcogenides (TMDCs) contacts is from
2.67 × 105 to 2.47 × 108Ω μm, which agree with the measure-
ments of the device-based results in a reasonable range20,21,34. In
agreement with the above argument on the defect-induced FN
behavior, the exfoliated 2D materials possess less defects than
CVD grown samples, hence the exfoliated samples predominantly
have vdW-type contacts with DT behavior. Table 1 briefly sum-
maries all the contact information exhibiting the evolution of the
transport mechanism in these 2D contacts. The vdW-type con-
tacts show much lower resistivity via DT tunneling than the non-
vdW-type contacts via FN tunneling, which can be attributed to
the homogeneous conducting channels, which are available in
vdW contacts in comparison to the segregated conducting
channels in chemical contacts and defect zones (non-conducting
channels) with higher resistivity (Supplementary Fig. 7).

The effect of crystal defects can be further demonstrated by the
in situ formation/escape of dislocation in the exfoliated MoS2. In
two sequential 6L edge contact (edge-on view) measurements, a
screw dislocation was observed to emerge from perfect layers
(Fig. 5a–c, 17 s, Supplementary Movie 2), motivated by the tip
movement and local shear force. The excess layer edge on the top
after half unit cell slip (also burger’s vector = 1/2z) through the
layers during screw dislocation formation could be visualized
(Fig. 5b, c). The screw dislocation existed for 6 s and then dis-
appeared and probably escape from the surface (edge for 2D)
with the further tip movement (Fig. 5d–f, 3 s, Supplementary
Movie 3). The contact zone was totally recovered after the
elimination/escape of the screw dislocation. The Supplementary
Movies 2 and 3 present this entire process. The atomic model and
TEM image simulation by multislice method. Figure 5g–i was
built and tested for the screw dislocation core, the result coincides
with our in situ TEM observations. Although the formation of
screw dislocation in vdW materials usually requires quite high
energy, the case we observed are very close to the free edge which
can considerably lower down the energy cost. Actually, the screw
dislocations were widely found in 2D vdW structures grown by
CVD method44.

Two I–V measurements (±2.00 V scan) were simultaneously
carried out through the above process. It can be seen the con-
ductance was abruptly enhanced when the screw dislocation was
formed. In specific, the conductance was risen from 2.00 to 3.88
nS (Fig. 5j). Vice versa, when the screw dislocation annihilated,
the conductance returned to the origin, decreased from 4.81 to
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2.39 nS (Fig. 5k). Thus, the screw dislocation increased the
contact conductance by nearly 100%, which is in strong agree-
ment to our in situ electrical measurements on single screw dis-
locations44. Because of the screw dislocation, all the six atomic

layers were connected and contributed to the transport, rather
than relying on the vdW interactions and electron tunneling in
perfect multilayer MoS2 (Supplementary Fig. 10). The con-
ductance enhancement by screw dislocation was widely found in
many other materials50–52, however, much higher conductance
was gained by single dislocation in 2D contacts due to the change
from vertical transport into in-plane transport from separated 6
layers to the inter-connected six layers.

In situ TEM-STM experiments provided rich and fundamental
insights for the electrical contacts with 2D materials. Distinct to
the bulk contacts, due to the large vdW surfaces in 2D materials,
the current is mainly attributed to the field emission through
ultra-thin potential barriers, via direct tunneling or FN tunneling.
Direct tunneling is rendered when the contact area is smaller,
while FN tunneling governed the transport when the contact area
is larger. A critical area of 249 and 97.0 nm2 corresponding to
DT-FN transition is found for the contacts with 2D MoS2 and
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Table 1 Brief summary of all contacts.

Material Measured contact
area (nm2)

Model Contact
resistivity (Ω µm)

CVD MoS2 33.3 DT 3.81 × 107

CVD MoS2 249 FN 2.47 × 108

CVD ReS2 45.4 DT 2.78 × 107

CVD ReS2 97.0 FN 7.68 × 107

CVD graphene 42.2 DT 5.54 × 102

CVD graphene 174 DT 4.90 × 103

Exfoliated
MoS2

<50.0 DT 2.67 × 105–1.43 ×
107
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ReS2, respectively. Almost “Ohmic contacts” and much higher
conductivities in vdW-type contacts suggested the favorable
contact modes with 2D materials in future applications.

Methods
In situ TEM-STM. JEOL 2100F TEM with 200 kV electron energy and Nanofac-
tory in situ STM-TEM holder were employed in this experiment. I–V data were
collected by Keithley 2400, which is controlled by a LabVIEW program (Supple-
mentary Fig. 11). The experimental setup was shown in Fig. 1a. The piezoelectric-
driven fine control provides accurate control of probe to contact with different
sample (maximum range: ±14 µm; minimum step: 2 pm). For example, in the
Supplementary Movie 1, the tip was moved to the left and then touched the MoS2
flake, which was bended into be edge-on configuration, forming the face contact. If
the tip was moved a little bit rightward and then let the edge of the flake contact
with the W tip, that contact would become edge contact. Other than the above
bending manipulation and TEM contrast changes, electrical current response also
can indicate the successful formation of contact (Supplementary Fig. 12). After the
stable contact was formed, a pulse would be generated each 0.5 s with 150 µs pulse
width and the data would be collected simultaneously to minimize the accumu-
lation of joule heating. During experiments, the area of hydrocarbon contamina-
tion/residue on the 2D material surfaces can be easily excluded by the W tip and
manipulator, because the contact resistances at the contaminated zones will be
much higher than the clean zones.

All the in situ TEM results were collected approximately in room temperature.
The joule heating of the current density is insignificant, using the reported thermal
conductivities of MoS253, the temperature rise by joule heating is estimated below
10 K, even under ±5.00 V measurements. Moreover, our pulsed instead of static
electrical measurement further minimized the joule heating effect. Regarding the

beam damage effect, the TEM 200 kV beam damage for the MoS2 is mainly knock-
on damage54,55, followed by radiolysis and heating. However, the electron dose has
been maintained under 1 cm−2 throughout the in situ experiments. No apparent
heat damage was discovered on the samples (Supplementary Fig. 13), while the
electrical transport results were highly reproducible which also demonstrate the
minimized beam damage. The bended part in red dot circle was created by the
additional stress tests. Therefore, the defects involved in our experiments were
mainly intrinsic or induced by strains and W tip manipulations. For the face
contacts with CVD grown samples, we have also tested the compressive strain
dependence. A slight compressing force onto the free-standing specimens can be
applied by the W tips. Schematic is shown in Supplementary Fig. 14. This pN-to-
nN scale compressive force rendered significant changes in contact resistance.

Specimen preparations. 1L graphene was synthesized on copper foil (Goodfellow,
England) using tube furnace (Nabertherm, Germany) with a flow of 1000 sccm Ar
and CH4/H2 (ratio of 1:5) for 45 min at 1060 °C in atmospheric pressure. 1L ReS2
was grown on a c-face sapphire substrate by the atmospheric CVD system.
Ammonium perrhenate (NH4ReO4) (Aldrich, 99.999 %) and Sulfur powder
(Aldrich, 99.998 %) were used as precursors with weight ratio 1:50, separately put
in two quartz boats. A two-zone splitting tube furnace was used to control accu-
rately Sulfur and substrate zone temperature, respectively. Prior to the temperature
ramping up, 300 sccm of Argon gas was purged through the quartz tube for 10 min.
During the deposition process, argon gas (80 sccm) was as the carrier gas to
transport sulfur vapor to substrate zone. The 1L MoS2 was grown by CVD in
similar fashion. The few layer MoS2 was fabricated by mechanical exfoliation from
a bulk crystal of MoS2. The few layer MoS2 flakes on scotch tape was transferred to
the quantifoil TEM grid by thermal release tape method56. The tested specimens
were annealed at 150 °C in ultra-high vacuum for at least 12 h before the
experiments.
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Tungsten tip preparation. Tungsten tip was fabricated by chemical etching
method57 (Supplementary Fig. 15). 1 M NaOH electrolyte was implemented to etch
tungsten wire. A 6.0 V bias voltage was applied for the reduction reaction. The tip
would be gradually thinner and finally drop into collector. The tip would be further
cleaned by ethanol and deionized water. The excess liquid on the tip would be
removed by dust cleaner balloon. W tips were freshly made before the experiments.

I–V data processing. Origin software was used for the data processing. The in situ
I–V measurements mainly described the tip-to-sample behavior. The current path
of our experiment can be seen in Supplementary Fig. 16. The main contributions of
the voltage drop are RS and RContact. The resistance of the MoS2 flake is around
1.6 × 103 to 6.4 × 105 Ω58,59, which is much smaller than the total resistance (>108

Ω). On the other hand, the interlayer resistance of the MoS2 flake is at most 5.1 ×
104 Ω60. Besides, although the actual current path inside the MoS2 is unknown, the
current must go through the path with the lowest resistance. Therefore, the con-
tribution of the contact is dominant in the whole circuit and we can assume the
I–V curve solely represents the contact behavior. The 6-layer (6L) MoS2 for edge
contact and face contact were measured in a range from −5.00 to 5.00 V. The
majority measurements behave Ohmic within ±2.00 V. Compared to the typical
thermionic emission and thermionic field emission curve, the Ohmic contacts obey
field emission (FE) (Supplementary Fig. 17). When the bias voltage is larger than
2.00 V, the temperature of the junction is slightly increased due to joule heating.
The conductivity of semiconductor is increased with temperature and hence the
turning point occurs at high bias (around ≥2.00 V). Since the contribution of heat
is low, the I–V data were directly used for simplifying the calculations. For the FE,
there are two common tunneling models, which are direct tunneling model and FN
tunneling, which can be distinguished into two groups by contact area. The contact
area was estimated by ImageJ. In terms of the small area contacts (<50 nm2), direct
tunneling was dominant in our results. The linear relationship between ln(I/V2)
and ln(1/V) can be demonstrated as below31,

ln
I

V2

� �
/ ln

1
V

� �
� 4πd

ffiffiffiffiffiffiffiffiffiffiffi
2m*

eφ
p
h

; ð1Þ

where I is the current flow across the contact, V is the applied bias, d is the barrier
width/vdW gap, m*

e is the electron effective mass (0.37me for MoS261 and 0.5me for
ReS262), φ is the potential barrier, and h is the Planck constant. In terms of large
area contact (>95 nm2), Fowler–Nordheim tunneling became dominant, which is
denoted by32,

ln
I

V2

� �
¼ ln

aA
λd2φ

� �
� νbφ

3
2d

V
; ð2Þ

where a and b are the first and the second Fowler–Nordheim constant respectively,
A is the estimated contact area, V is the bias voltage, d is the thickness (barrier
width for this case), φ is the potential barrier height, λ is local pre-exponential
correction factor, and ν is the correction factor for the triangular barrier. In this
experiment, λ and ν are 0.005 and 1, respectively. The barrier height and width can
be found by solving the simultaneous equation eventually. The contact resistance
(R) was denoted by,

R ¼ dV
dI

� �
V¼0

: ð3Þ

By the fitted d and R, the contact resistivity can be also estimated by,

ρ ¼ R ´A
d

; ð4Þ

where ρ is the contact resistivity, A is the estimated contact area, and d is the
barrier width.

The temperature effect of in situ TEM experiment is mainly caused by joule
heating and the irradiation heating. The maximum change of temperature by joule
heating mainly depends on the electrical and thermal conductivity, and the
equation is denoted by63,

ΔT ¼ σV2

8κ
; ð5Þ

where σ is the electrical conductivity, V is the applied bias, and κ is the thermal
conductivity. On the other hand, the maximum temperature change by irradiation
heating is64,

ΔT ¼ Ib
4πκq

´
ΔE
t

1þ ln
rs
re

� �� �
; ð6Þ

where Ib is the beam current, q is the electron charge, ΔE is the total energy lost per
electron, t is the thickness of sample, rs is the radius of sample, and re is the radius
of electron.

Contact area measurements. For the monolayer samples, the (face) contact area
was measured by using the radius of curvature (r) of the W tip (round shape tips
with large r and without faceting are chosen for face contact measurements) and
the indentation depth (d) (2 nm, as controlled by the in situ TEM manipulator) of
the sample along normal direction. The contact structure can be seen in

Supplementary Fig. 18. Under small deformation approximation (d<<r), the
contact between the tip and 2D materials can be calculated by using an inclined
(inclination angle θ) indentation model65, the contact area is denoted by,

a ¼
ffiffiffiffiffi
rd

p
¼

ffiffiffiffiffiffiffiffiffiffiffiffiffi
rzcosθ

p
; ð7Þ

Contact area ¼ πr2 sin�1

ffiffiffiffiffiffiffiffiffiffiffi
zcosθ

p
ffiffi
r

p
 !

; ð8Þ

where r is the radius of curvature of the tungsten tip, z is the movement of the tip
along z-direction, and θ is the inclination of the sample. On the other hand, for the
few layer 2D samples, the edges for contacts are in normal direction, and the
contact areas can be directly determined by the TEM images, simply measured by
the product of overlapping layers and interlayer spacing (0.615 nm) by using
ImageJ (Supplementary Figs. 19, 20 and Supplementary Note 3).

Density functional theory calculation. Spin-polarized DFT calculations are car-
ried out using the Vienna ab initio simulation package (VASP) program package58

within the projector augmented wave (PAW) to explore geometries and electronic
properties of MoS2. The exchange-correlation functions are described with the
generalized gradient approximation (GGA) in the form of the Perdew, Burke, and
Ernzernhof (PBE) functional59. The DFT-D3 scheme of Grimme for the vdW
correction60 is applied on multiple layers of MoS2. The whole systems contain
71–432 atoms. The kinetic energy cutoff for the plane-wave basis set is chosen as
450 eV, and the distance of vacuum layer is set to be more than 20 Å, which is
sufficient large to avoid interlayer interactions. The electronic SCF tolerance is set
to 10−5 eV, and dipole corrections in the Z direction are applied. Fully relaxed
geometries and lattice constant are obtained by optimizing all atomic positions
until the Hellmann–Feynman forces are <0.02 eV Å−1. The k-points samplings
with a gamma-centered Monkhorst–Pack scheme61 are 5 × 5 × 1 for structural
optimizations and the density of states calculations.

Data availability
The data that support the findings of this study are available from the corresponding
author on reasonable request.

Received: 3 March 2020; Accepted: 15 July 2020;

References
1. Novoselov, K. S. et al. Electric field effect in atomically thin carbon films.

Science 306, 666–669 (2004).
2. Backes, C. et al. Guidelines for exfoliation, characterization and processing of

layered materials produced by liquid exfoliation. Chem. Mater. 29, 243–255
(2017).

3. Brent, J. R., Savjani, N. & O’Brien, P. Synthetic approaches to two-dimensional
transition metal dichalcogenide nanosheets. Prog. Mater. Sci. 89, 411–478
(2017).

4. You, J., Hossain, M. D. & Luo, Z. Synthesis of 2D transition metal
dichalcogenides by chemical vapor deposition with controlled layer number
and morphology. Nano Converg. 5, 26 (2018).

5. El Kazzi, S. et al. MoS2 synthesis by gas source MBE for transition metal
dichalcogenides integration on large scale substrates. J. Appl. Phys. 123,
135702 (2018).

6. Cai, Z., Liu, B., Zou, X. & Cheng, H. M. Chemical vapor deposition growth
and applications of two-dimensional materials and their heterostructures.
Chem. Rev. 118, 6091–6133 (2018).

7. Mak, K. F., Lee, C., Hone, J., Shan, J. & Heinz, T. F. Atomically thin MoS2: a
new direct-gap semiconductor. Phys. Rev. Lett. 105, 136805 (2010).

8. Li, X., Zhang, F. & Niu, Q. Unconventional quantum Hall effect and tunable
spin hall effect in Dirac materials: application to an isolated MoS2 trilayer.
Phys. Rev. Lett. 110, 066803 (2013).

9. Ebnonnasir, A., Narayanan, B., Kodambaka, S. & Ciobanu, C. V. Tunable
MoS2 bandgap in MoS2-graphene heterostructures. Appl. Phys. Lett. 105,
031603 (2014).

10. Wu, W. et al. Piezoelectricity of single-atomic-layer MoS2 for energy
conversion and piezotronics. Nature 514, 470–474 (2014).

11. Zhu, H. et al. Observation of piezoelectricity in free-standing monolayer
MoS2. Nat. Nanotechnol. 10, 151–155 (2015).

12. Costanzo, D., Jo, S., Berger, H. & Morpurgo, A. F. Gate-induced
superconductivity in atomically thin MoS2 crystals. Nat. Nanotechnol. 11,
339–344 (2016).

13. Wang, J. et al. High mobility MoS2 transistor with low schottky barrier contact
by using atomic thick h-BN as a tunneling layer. Adv. Mater. 28, 8302–8308
(2016).

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-020-17784-3

8 NATURE COMMUNICATIONS |         (2020) 11:3982 | https://doi.org/10.1038/s41467-020-17784-3 | www.nature.com/naturecommunications

www.nature.com/naturecommunications


14. Chang, H. Y. et al. High-performance, highly bendable MoS2 transistors with
high-k dielectrics for flexible low-power systems. ACS Nano 7, 5446–5452
(2013).

15. Zhou, C. et al. Low voltage and high ON/OFF ratio field-effect transistors
based on CVD MoS2 and ultra high-k gate dielectric PZT. Nanoscale 7,
8695–8700 (2015).

16. Li, N. et al. Synthesis and optoelectronic applications of a stable p-type 2D
material: alpha-MnS. ACS Nano 13, 12662–12670 (2019).

17. Moore, G. E. Cramming More Components Onto Integrated Circuits
(McGraw-Hill, 1965).

18. Desai, S. B. et al. MoS2 transistors with 1-nanometer gate lengths. Science 354,
99–102 (2016).

19. Ilatikhameneh, H. et al. Saving Moore’s law down to 1 nm channels with
anisotropic effective mass. Sci. Rep. 6, 31501 (2016).

20. Allain, A., Kang, J., Banerjee, K. & Kis, A. Electrical contacts to two-
dimensional semiconductors. Nat. Mater. 14, 1195–1205 (2015).

21. Schulman, D. S., Arnold, A. J. & Das, S. Contact engineering for 2D materials
and devices. Chem. Soc. Rev. 47, 3037–3058 (2018).

22. Son, J. et al. Atomically precise graphene etch stops for three dimensional
integrated systems from two dimensional material heterostructures. Nat.
Commun. 9, 3988 (2018).

23. Wang, L. et al. One-dimensional electrical contact to a two-dimensional
material. Science 342, 614–617 (2013).

24. Kappera, R. et al. Phase-engineered low-resistance contacts for ultrathin MoS2
transistors. Nat. Mater. 13, 1128–1134 (2014).

25. Guimaraes, M. H. et al. Atomically thin ohmic edge contacts between two-
dimensional materials. ACS Nano 10, 6392–6399 (2016).

26. Min Song, S., Yong Kim, T., Jae Sul, O., Cheol Shin, W. & Jin Cho, B.
Improvement of graphene–metal contact resistance by introducing edge
contacts at graphene under metal. Appl. Phys. Lett. 104, 183506 (2014).

27. Giubileo, F. & Di Bartolomeo, A. The role of contact resistance in graphene
field-effect devices. Prog. Surface Sci. 92, 143–175 (2017).

28. Chuang, H. J. et al. Low-resistance 2D/2D ohmic contacts: a universal
approach to high-performance WSe2, MoS2, and MoSe2 transistors. Nano Lett.
16, 1896–1902 (2016).

29. Kim, C. et al. Fermi level pinning at electrical metal contacts of monolayer
molybdenum dichalcogenides. ACS Nano 11, 1588–1596 (2017).

30. Wu, W. et al. High mobility and high on/off ratio field-effect transistors based
on chemical vapor deposited single-crystal MoS2 grains. Appl. Phys. Lett. 102,
142106 (2013).

31. Beebe, J. M., Kim, B., Gadzuk, J. W., Frisbie, C. D. & Kushmerick, J. G.
Transition from direct tunneling to field emission in metal-molecule-metal
junctions. Phys. Rev. Lett. 97, 026801 (2006).

32. Forbes, R. G., Deane, J. H. B., Fischer, A., Mousa, M. S. & Fowler-Nordheim
Plot Analysis: a progress report. Jordan J. Phys. 8, 125–147 (2015).

33. Chang, C. et al. In 2017 17th International Workshop on Junction Technology
(IWJT) 23–26 (IWJT, 2017).

34. Peng, S. A. et al. The sheet resistance of graphene under contact and its effect
on the derived specific contact resistivity. Carbon 82, 500–505 (2015).

35. Luo, J. et al. Structure and electrical properties of Ni nanowire/multiwalled-
carbon nanotube/amorphous carbon nanotube heterojunctions. Adv. Funct.
Mater. 16, 1081–1085 (2006).

36. Zhang, Z. Y., Jin, C. H., Liang, X. L., Chen, Q. & Peng, L. M. Current-voltage
characteristics and parameter retrieval of semiconducting nanowires. Appl.
Phys. Lett. 88, 073102 (2006).

37. Zhang, Z. Y. et al. Quantitative analysis of current-voltage characteristics of
semiconducting nanowires: decoupling of contact effects. Adv. Funct. Mater.
17, 2478–2489 (2007).

38. Li, S. L. et al. Thickness scaling effect on interfacial barrier and electrical
contact to two-dimensional MoS2 layers. ACS Nano 8, 12836–12842
(2014).

39. Sze, S. M. Physics of Semiconductor Devices (John Wiley, 2019).
40. Li, H., Wani, I. H., Hayat, A., Jafri, S. H. M. & Leifer, K. Fabrication of

reproducible sub-5 nm nanogaps by a focused ion beam and observation of
Fowler-Nordheim tunneling. Appl. Phys. Lett. 107, 103108 (2015).

41. Li, S. L. et al. Thickness-dependent interfacial Coulomb scattering in
atomically thin field-effect transistors. Nano Lett. 13, 3546–3552 (2013).

42. Park, J. Y. et al. Contact effect of ReS2/metal interface. ACS Appl. Mater.
Interfaces 9, 26325–26332 (2017).

43. Jiang, J. et al. Defect engineering for modulating the trap states in 2D
photoconductors. Adv. Mater. 30, e1804332 (2018).

44. Bionta, M. R. et al. Laser-induced electron emission from a tungsten nanotip:
identifying above threshold photoemission using energy-resolved laser power
dependencies. J. Modern Opt. 61, 833–838 (2013).

45. Lee, H. et al. Layer-dependent interfacial transport and optoelectrical
properties of MoS2 on ultraflat metals. ACS Appl. Mater. Interfaces 11,
31543–31550 (2019).

46. Zhao, Z. Y. & Liu, Q. L. Study of the layer-dependent properties of MoS2
nanosheets with different crystal structures by DFT calculations. Catal. Sci.
Technol. 8, 1867–1879 (2018).

47. Han, S. W., Cha, G. B., Kim, K. & Hong, S. C. Hydrogen interaction with a
sulfur-vacancy-induced occupied defect state in the electronic band structure
of MoS2. Phys. Chem. Chem. Phys. 21, 15302–15309 (2019).

48. Karmakar, D. et al. Optimal electron irradiation as a tool for functionalization
of MoS2: Theoretical and experimental investigation. J. Appl. Phys. 117,
135701 (2015).

49. Ly, T. H., Zhao, J., Cichocka, M. O., Li, L. J. & Lee, Y. H. Dynamical
observations on the crack tip zone and stress corrosion of two-dimensional
MoS2. Nat. Commun. 8, 14116 (2017).

50. Simpkins, B. S., Yu, E. T., Waltereit, P. & Speck, J. S. Correlated scanning
Kelvin probe and conductive atomic force microscopy studies of dislocations
in gallium nitride. J. Appl. Phys. 94, 1448–1453 (2003).

51. Ishikawa, Y., Yamauchi, K., Yamamoto, C. & Tabe, M. Conductivity
enhancement in thin silicon-on-insulator layer embedding artificial
dislocation network. Mater. Res. Soc. Symp. Proc. 864, 253–258 (2005).

52. Babu, V. H., Subba Rao, U. V. & Venkata Ramiah, K. Dislocations and ionic
conductivity in KCl-KBr mixed crystals. Phys. Stat. Sol.(a) 28, 269–277 (1975).

53. Gu, X. K., Li, B. W. & Yang, R. G. Layer thickness-dependent phonon
properties and thermal conductivity of MoS2. J. Appl. Phys. 119, 085106
(2016).

54. Egerton, R. F., Li, P. & Malac, M. Radiation damage in the TEM and SEM.
Micron 35, 399–409 (2004).

55. Bouscaud, D., Pesci, R., Berveiller, S. & Patoor, E. Estimation of the electron
beam-induced specimen heating and the emitted X-rays spatial resolution by
Kossel microdiffraction in a scanning electron microscope. Ultramicroscopy
115, 115–119 (2012).

56. Caldwell, J. D. et al. Technique for the dry transfer of epitaxial graphene onto
arbitrary substrates. ACS Nano 4, 1108–1114 (2010).

57. Guise, O. L., Ahner, J. W., Jung, M. C., Goughnour, P. C. & Yates, J. T.
Reproducible electrochemical etching of tungsten probe tips. Nano Lett. 2,
191–193 (2002).

58. Li, X. & Zhu, H. W. Two-dimensional MoS2: properties, preparation, and
applications. J. Mater. 1, 33–44 (2015).

59. Yang, M., Kim, T. Y., Lee, T. & Hong, S. Nanoscale enhancement of
photoconductivity by localized charge traps in the grain structures of
monolayer MoS2. Sci. Rep. 8, 15822 (2018).

60. Zhou, K. et al. Interlayer resistance of misoriented MoS2. Phys. Chem. Chem.
Phys. 19, 10406–10412 (2017).

61. Wu, M. T., Fan, J. W., Chen, K. T., Chang, S. T. & Lin, C. Y. Band structure
and effective mass in monolayer MoS2. J. Nanosci. Nanotechnol. 15,
9151–9157 (2015).

62. Ovchinnikov, D. et al. Disorder engineering and conductivity dome in ReS2
with electrolyte gating. Nat. Commun. 7, 12391 (2016).

63. Zhao, J., Sun, H., Dai, S., Wang, Y. & Zhu, J. Electrical breakdown of
nanowires. Nano Lett 11, 4647–4651 (2011).
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