
 
 

 

 
 

Perturbative countersurveillance metaoptics with compound nanosieves

Xue, Jiancai; Zhou, Zhang-Kai; Lin, Limin; Guo, Chao; Sun, Shang; Lei, Dangyuan; Qiu,
Cheng-Wei; Wang, Xue-Hua

Published in:
Light: Science and Applications

Published: 01/01/2019

Document Version:
Final Published version, also known as Publisher’s PDF, Publisher’s Final version or Version of Record

License:
CC BY

Publication record in CityU Scholars:
Go to record

Published version (DOI):
10.1038/s41377-019-0212-4

Publication details:
Xue, J., Zhou, Z-K., Lin, L., Guo, C., Sun, S., Lei, D., Qiu, C-W., & Wang, X-H. (2019). Perturbative
countersurveillance metaoptics with compound nanosieves. Light: Science and Applications, 8, [101].
https://doi.org/10.1038/s41377-019-0212-4

Citing this paper
Please note that where the full-text provided on CityU Scholars is the Post-print version (also known as Accepted Author
Manuscript, Peer-reviewed or Author Final version), it may differ from the Final Published version. When citing, ensure that
you check and use the publisher's definitive version for pagination and other details.

General rights
Copyright for the publications made accessible via the CityU Scholars portal is retained by the author(s) and/or other
copyright owners and it is a condition of accessing these publications that users recognise and abide by the legal
requirements associated with these rights. Users may not further distribute the material or use it for any profit-making activity
or commercial gain.
Publisher permission
Permission for previously published items are in accordance with publisher's copyright policies sourced from the SHERPA
RoMEO database. Links to full text versions (either Published or Post-print) are only available if corresponding publishers
allow open access.

Take down policy
Contact lbscholars@cityu.edu.hk if you believe that this document breaches copyright and provide us with details. We will
remove access to the work immediately and investigate your claim.

Download date: 24/05/2023

https://scholars.cityu.edu.hk/en/publications/perturbative-countersurveillance-metaoptics-with-compound-nanosieves(3a34b465-dc25-46e0-b229-8edef431ffc8).html
https://doi.org/10.1038/s41377-019-0212-4
https://scholars.cityu.edu.hk/en/persons/dangyuan-lei(f57f0c48-e503-4eaf-ac6e-f6cf0c207e2d).html
https://scholars.cityu.edu.hk/en/publications/perturbative-countersurveillance-metaoptics-with-compound-nanosieves(3a34b465-dc25-46e0-b229-8edef431ffc8).html
https://scholars.cityu.edu.hk/en/publications/perturbative-countersurveillance-metaoptics-with-compound-nanosieves(3a34b465-dc25-46e0-b229-8edef431ffc8).html
https://scholars.cityu.edu.hk/en/journals/light-science-and-applications(ed964258-a927-488e-a449-e67956b529a2)/publications.html
https://doi.org/10.1038/s41377-019-0212-4


Xue et al. Light: Science & Applications           (2019) 8:101 Official journal of the CIOMP 2047-7538
https://doi.org/10.1038/s41377-019-0212-4 www.nature.com/lsa

ART ICLE Open Ac ce s s

Perturbative countersurveillance metaoptics with
compound nanosieves
Jiancai Xue 1, Zhang-Kai Zhou 1, Limin Lin1, Chao Guo1, Shang Sun2, Dangyuan Lei 3, Cheng-Wei Qiu 2 and
Xue-Hua Wang 1

Abstract
The progress of metaoptics relies on identifying photonic materials and geometries, the combination of which
represents a promising approach to complex and desired optical functionalities. Material candidate options are
primarily limited by natural availability. Thus, the search for meta-atom geometries, by either forward or inverse means,
plays a pivotal role in achieving more sophisticated phenomena. Past efforts mainly focused on building the
geometric library of individual meta-atoms and synthesizing various ones into a design. However, those efforts
neglected the powerfulness of perturbative metaoptics due to the perception that perturbations are usually regarded
as adverse and in need of being suppressed. Here, we report a perturbation-induced countersurveillance strategy
using compound nanosieves mediated by structural and thermal perturbations. Private information can be almost
perfectly concealed and camouflaged by the induced thermal-spectral drifts, enabling information storage and
exchange in a covert way. This perturbative metaoptics can self-indicate whether the hidden information has been
attacked during delivery. Our results establish a perturbative paradigm of securing a safer world of information and
internet of things.

Introduction
Metaoptics has enabled tremendous fundamental dis-

coveries and novel applications1–5, which not only further
our understanding of the world but also enrich our daily
life with wonders. For example, with the development of
metamaterials and metasurfaces, fascinating effects and
profound applications are constantly revealed6–11, such as
electromagnetically induced transparency6, a negative
refractive index7, an ultrathin metalens9,10, and a func-
tional thermal meta-device12.
These progresses in the field of metaoptics result from

designing functional geometries and developing new
material components or combining them together13–17 to

realize complex optical functionalities. Since the photonic
material library is primarily limited by natural availability,
searching for meta-atom geometries plays a crucial role in
realizing more sophisticated functionalities in metaoptics.
A general way in this research is to build a library of
individual geometric meta-atoms and then to integrate a
variety of them into a design to achieve the desired phe-
nomena. In this strategy, perturbations (i.e., the small
deviation of structural parameters) are usually regarded as
adverse to the designed functionalities and in need of
being suppressed, especially in systems with high quality
factors18–20 and structures with sizes down to the
nanoscale21–26. However, this factor results in neglecting
the powerfulness of perturbations as a positive compo-
nent in metaoptics, removing the possibility to open up
the research world of perturbative metaoptics, which may
be rich in interesting phenomena and promising appli-
cations. In fact, perturbations have recently been used to
theoretically solve the problem of reverse design in elastic
metamaterials27, which indicates the potential of
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supportive perturbations in material engineering under
the appropriate design.
Here, we explore the use of perturbations in expanding

the functions of metaoptics by proposing a perturbation-
induced countersurveillance strategy with compound
nanosieves. While considerable structural changes in the
compound nanosieves are used for camouflage informa-
tion expression, controllable structural perturbations
without a visible influence on the expressed information
are used for information hiding. Then, with the designed
structural and thermal perturbations, the function of
countersurveillance supporting the self-indication of
eavesdropping is developed, which is of great importance
for information science but has not yet been achieved in
metaoptics-based and most other information security
techniques. In addition, private information can be almost
perfectly concealed and camouflaged by this perturbative
countersurveillance strategy, giving rise to almost perfect
information hiding for covert information storage and
exchange. Our findings not only demonstrate perturba-
tion as a functional dimension in the design of metaop-
tical systems but also propose a perturbative security
strategy for information and the internet of things.

Results
The origin of perturbative metaoptics
Metamaterials and metasurfaces have recently enabled a

number of novel advanced information security approa-
ches with advantages of high capacity and security28–34,
opening up a new avenue for applications of metaoptics.
However, a common problem in these implementations is
that the carriers of the contained information are suspi-
cious and thus easy to draw the attention of others, which
may attract eavesdroppers and lead to the failure of
information security. To address this problem, in the
following, we explore perturbations in metaoptics, which
help in realizing additional new functions in an original
system. Specifically, they can be used to implement covert
information storage and transmission without the
awareness of unauthorized third parties by concealing
private information under innocuous cover information.
Figure 1a shows the compound nanosieves, constructed

by unit cells consisting of a plasmonic cap, a dielectric
spacer, a nanohole inside them and a reflector at the
bottom (Fig. 1a). The plasmonic cap is a rough metallic
layer, working as a broadband absorber that helps to
generate vivid reflective colors in a wide color range
(detailed discussions of these compound nanosieves, as
well as the rough plasmonic cap can be found in Figs. S1,
S2). In the compound nanosieves, the key parameters are
the height (h) of the dielectric spacer and the diameter (D)
of the nanoholes, which directly modulate the reflective
peak wavelengths (Fig. S2). When D or h changes by a
large amount (large ΔD and large Δh shown in Fig. 1b),

the reflective peak wavelengths of the compound nano-
sieves will undergo a large shift (the regions far away from
the yellow regions in Fig. 1b). In contrast, small pertur-
bations of D or h caused only slight wavelength offsets
(regions in the dashed blue squares around the lines of
ΔD= 0 nm in Fig. 1b, i and Δh= 0 nm in Fig. 1b, ii).
Therefore, the large change regions can be used for
information expression, while the small perturbation
regions may work for information hiding.
To be specific, for D= 60 nm and ΔD= 0, 30, 120 nm

(the black, blue and yellow spots marked in Fig. 1c, i,
respectively), small ΔD (30 nm, blue curve) resulted in
only a slight spectral shift and little change in the reflec-
tive color, while a distinct spectral shift and obvious color
change appeared in the case of large ΔD (120 nm, yellow
curve). According to these facts, a sufficiently modest
perturbation of the structure parameter may produce a
very small offset in the reflection spectra, resulting in a
color difference so tiny that it cannot be discriminated by
human eyes, which could be used to hide information.
On the other hand, the reflectivity at the reflective valley

could have a large relative increase because of the small
valley reflection. To investigate this property more clearly,
we focused on the reflection contrast (RC) at the original
valley wavelength, which was calculated by RCvalley=
|(RD+ΔD−RD)/RD+ΔD|, where RD and RD+ΔD are the
reflectivity at the valley wavelengths corresponding to
ΔD= 0 nm and ΔD ≠ 0, respectively. As shown in Fig. 1c,
ii, RCvalley increased rapidly as ΔD increased in the
structural perturbation region (marked by the blue
square), while the corresponding peak shifts increased
only slightly and remained small. This outcome means
that the slight spectral offset caused by a structural per-
turbation may create sufficient RCvalley, giving rise to
visible contrast under the illumination of monochromatic
light with the valley wavelength corresponding to ΔD=
0 nm. In contrast, in the large structural change region
(marked by the yellow square), the reflective peak shifts
were quite large and increased rapidly as ΔD increased,
which is beneficial for constructing cover information in
the form of colorful images. The case of Δh is similar to
that of ΔD and was discussed in Fig. S3. A detailed the-
oretical discussion on information hiding based on this
perturbation-based metaoptics can be found in Fig. S4.
As an experimental demonstration of camouflaged

information hiding based on this perturbative metaoptics,
a private message (a quick response, QR, code) was
transferred into a spatial distribution of structural per-
turbations in the cover information (a badge of Sun Yat-
sen University), making the embedded information invi-
sible under ambient circumstances (Fig. 1d). A modest
structural perturbation (ΔD= 10 nm) between the QR
code pattern (D= 65 nm) and neighboring areas (D=
75 nm) produced only a small offset in the reflection
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Fig. 1 Spectral properties of the compound nanosieves regarding perturbations and their application in high-capacity information hiding.
a Schematic diagram of the compound nanosieves with a unit cell consisting of a plasmonic cap, a dielectric spacer and a reflector. b Peak shifts of
reflection spectra against structural changes. i The relationship between peak shifts and ΔD at different original D values. ii The relationship between
peak shifts and Δh at different original h values. The dashed black lines represent the control peaks, where ΔD= 0 in i and Δh= 0 in ii with zero peak
shift. c Spectral difference between the small perturbation region and the large structural change region. i The simulated reflection spectra of the
compound nanosieves with D= 60 nm and ΔD= 0 nm (black curve), 30 nm (red curve) and 120 nm (blue curve). The inserted color blocks are the
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yellow square, respectively. d An implementation of information hiding based on the perturbations in the compound nanosieves. A QR code (hidden
information) was concealed in a badge of Sun Yat-sen University (expressed information as camouflage) by a small perturbation (ΔD= 10 nm), which
was invisible under white light (upper-right image). The concealed message was revealed by applying a narrowband filter with designed
wavelengths ~λd= 480 nm (the images in the lower right). The scale bar in the magnified image of the QR code is 10 μm
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spectra (see Fig. S5) and resulted in invisibility of the QR
code (upper-right image in Fig. 1d), concealing the exis-
tence of private information. In the revealing process, the
hidden QR code could be revealed clearly (the lower-right
images in Fig. 1d) by applying a near-monochromatic
light filtered from the microscope-inserted lamp using a
narrowband filter centered at the designed wavelength,
λd= 480 nm (near the reflective valley wavelength shown
in Fig. S5). On the other hand, if the wavelength of the
light source moves away from the reflective valley wave-
length, it will lose the ability to reveal information (see
Fig. S6). The D adopted in the compound nanosieves is an
important parameter in our strategy, and we found that a
smaller hole results in better performance. The reason is
that the optical properties of the compound nanosieves
with smaller diameters are less sensitive to the displace-
ment of diameters (Fig. S7). As a consequence, the con-
cealed information with a fixed ΔD and a smaller D is
more difficult to detect by optical methods when com-
pared with the cases of larger D, which is more desirable
in information hiding. However, from the experimental
perspective, smaller nanoholes correspond to a larger
fabrication challenge, and the minimal diameter of the
nanohole is also dependent on the equipment limitation.
Taking these facts into account, we found D= 65 nm to
be a suitable value as one practical option.

Scheme of perturbative countersurveillance strategy
The perturbations in metaoptics permit two advantages

for their application in information hiding. One advantage
is that the private information embedded in the pertur-
bative compound nanosieves can be transferred by tre-
mendous channels with high secrecy. Since color patterns
(the form of camouflage) are ubiquitous in daily life and
information can be concealed within a tiny size, such as
the QR code in Fig. 1, with a total size (only 34.8 μm)
smaller than a pixel on a smart phone screen, the hidden
information can be embedded into daily objects or
attached to arbitrary items without causing suspicion. The
other advantage is that we can obtain resolutions reaching
the optical limit, leading to an ultrahigh information
capacity of 100,000 d.p.i. (see Fig. S8 for a more detailed
discussion). Despite these advantages, an important pro-
blem in the elementary form of camouflaged information
hiding demonstrated above is that the receiver cannot
ensure whether the private information is leaked or not
because the hidden information can be read numerous
times in the right manner but without a trace. In short,
the function of countersurveillance cannot be achieved by
this elementary form of perturbative metaoptics (note that
this function is still unable to occur in the majority of the
existing information security methods).
Quantum key distribution35–37 has gained a remarkable

reputation due to unparalleled performances on

countersurveillance and its absolute security. In the pro-
cess of quantum key distribution, the keys can be obtained
only by measuring them in a certain way. If a third party
(Eve) tries to eavesdrop on the keys, his or her measure-
ments will introduce detectable anomalies, which would
be noticed by the receiver (Fig. 2a). Inspired by the
quantum key distribution, the function of counter-
surveillance can be achieved if an irreversible change can
occur during the information revealing. Based on this
idea, a scheme of perturbative countersurveillance
metaoptics was constructed, as shown in Fig. 2b. In the
concealing process, an optically invisible perturbation
(perturbation 1) is used to conceal private messages in
cover camouflage by Alice, the message sender. After the
cover carrier is received, a detectable feature of the hidden
information does not emerge until perturbation 2 is added
by Bob, the message receiver. In this case, the filter with
the designed wavelengths can be used only to reveal the
concealed message after perturbation 2 is implemented,
and the employment of perturbation 2 can lead to irre-
versible change to the cover image without damaging the
hidden information. Therefore, the receiver can judge
whether the hidden information has been attacked or not
by the appearance of the cover camouflage (Fig. 2b). In the
following, we demonstrate the implementation of this
scheme in an experiment.

Perturbation-induced countersurveillance with compound
nanosieves
To construct an optically invisible perturbation working

as perturbation 1 in the concealing process, we delicately
designed the shapes of the holes in the compound
nanosieves and applied circular holes and rounded square
holes to form a cover image and embed a hidden message,
respectively, as shown in Fig. 3a, i. In the compound
nanosieves, the reflection spectra can be tuned to overlap
well with each other by achieving the same porosity, even
though the shapes of the holes may differ (Fig. S9).
Accordingly, by adjusting the sizes of the used circular
holes and rounded square holes, the reflection spectra of
these two compound nanosieves were tuned to be nearly
the same as each other (Fig. 3a, ii, iii). Therefore, the small
structural perturbation was spectrally invisible, providing
the perturbative compound nanosieves with the ability to
make the embedded message optically disappear into the
background of the cover camouflage. In addition, since
the sizes of the holes were selected to be quite small
(~60 nm) and the perturbations were slight, the concealed
message was also difficult to distinguish even though the
morphology of the compound nanosieves was mapped at
the nanoscale, making it morphologically invisible
(Fig. 3a, iv and Fig. S10). As a consequence, the pertur-
bative compound nanosieves were provided with the
capability of near-perfect information hiding to keep the
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embedded message invisible both in optical response and in
morphology. It is worth noting that this capability has long
been highly desired in information security but has yet to be
realized in previous works based on photonic methods.
To introduce the function of countersurveillance and to

generate detectable features of the concealed information
in the revealing process, perturbation 2 based on the
thermal effect of the compound nanosieves was then
developed to realize perturbation-induced counter-
surveillance of the camouflaged information hiding
(Fig. 3b). Specifically, the resist working as the spacer in
the compound nanosieves shrank when baked because of
the evaporation of the residue of the solvent, and the
compound nanosieves with rounded square holes shrank
more than those with circular holes during this thermal
process since they had relatively larger exposed surface-
to-volume (SV) ratios (Fig. 3b, i). A more detailed

discussion of this thermal effect can be found in Fig. S11.
This small h perturbation induced by the thermal process
consequently caused detectable features and a slight
spectral offset in the reflection spectra (Fig. 3b, ii).
As an experimental demonstration of the function of

perturbation-induced countersurveillance, we utilized
perturbation 1 to conceal private information, with
rounded square holes for an embedded message of ‘SYSU’
and circular holes for a cover camouflage (Fig. 3b, iii). As
shown in Fig. 3b, iii, the embedded ‘SYSU’ was well hid-
den in the cover badge under normal light illumination
and remained invisible when filters were applied because
of its good overlapping of the reflection spectra with the
camouflage background (Fig. 3b, iv and Fig. S12).
To detect the concealed information, a thermal process

should be applied first to introduce perturbation 2. After
the implementation of the thermal process, baking at
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Fig. 2 Scheme of the perturbation-induced countersurveillance strategy inspired by quantum key distribution. a A simplified scheme of
quantum key distribution. Generally, in the quantum key distribution, the message sender, Alice, distributes a key pad by coding it into polarizations
of a single photon sequence. After the message receiver, Bob, receives the key pad, he uses it to communicate (the lower case of Bob). However, if
there is an eavesdropper, Eve, the behavior of eavesdropping in the channel causes irreversible changes to the key pad. Then, Bob can detect these
changes, and he abandons this key pad (the upper case of Bob). This characteristic of quantum key distribution promises unconditional security in
information communication. b The scheme of the perturbation-induced countersurveillance strategy. At first, Alice embeds a private message
(‘HELLO’) in a cover camouflage by introducing invisible perturbation 1. After Bob receives the cover, perturbation 2 accompanied by irreversible
changes to the camouflage should be introduced before a filter with the designed wavelengths can be used to reveal the concealed message (the
upper case of Bob). This irreversible change works as an indicator of countersurveillance, i.e., if this indicator already appears in the received cover
before revealing, Bob will know that an eavesdropper, Carl, has attacked the private information (the lower case of Bob)
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Near-perfect information hiding with structural perturbation
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between circular holes and rounded square holes is adopted as perturbation 1 to conceal private information. The two inserted SEM images show
the corresponding experimental samples with 2 × 2 periods (600 × 600 nm2). ii The measured reflection spectra correspond to the compound
nanosieves based on circular holes (D= 65 nm) and rounded square holes (width L= 61 nm), with their corresponding colors inserted. iii The
magnified reflection spectra in the areas marked by dashed black circles in ii. iv The morphologies of the area containing concealed messages
observed by scanning electron microscopy at different magnifications. b Perturbation-induced countersurveillance with compound nanosieves. i A
thermal process is able to introduce an h perturbation as perturbation 2 because of the different SV ratios caused by perturbation 1. ii The measured
reflection spectra of the circle-based and rounded-square-based compound nanosieves before (green and cyan curves, respectively) and after (blue
and red curves, respectively) the thermal process, showing the enlarged spectral offset after the introduction of perturbation 2. iii–iv The microscope
images of the cover camouflage under the illumination of white light (iii) and narrowband light (iv), showing no trace of the concealed information. v
An image of the cover camouflage after adding perturbation 2, showing irreversible changes in colors and color boundaries, which are the visible
indicators of countersurveillance. vi An image showing the embedded message revealed by filtered narrowband light with wavelengths centered at
λd= 690 nm
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180 °C for 1 min in this case, the concealed message was
still out of sight, although the cover camouflage had a
distinct transition of its appearance (Fig. 3b, v and Fig.
S13). In addition, the irreversible evaporation of the sol-
vent residue made these structural changes irreversible,
bringing about visible indicators including color transi-
tions of the cover camouflage and vague boundaries
between different colors. These indicators can work as an
inbuilt security alarm for countersurveillance, and serving
as a warning for the receiver that alerts the receiver of an
attack if these indicators show up when the sample is
received. With the added perturbation 2, the embedded
‘SYSU’ was clearly revealed by the application of filtered
light with designed wavelengths (Fig. 3b, vi), completing
the information revealing process. In addition, the hidden
information was also morphologically invisible after the
emergence of perturbation 2 (Fig. S14), stemming from
the fact that the rounded square holes with a shape similar
to that of the circular holes was deliberately chosen (the
inserted SEM images in Fig. 3a, i).

Robust perturbative information hiding
In a material system with a designed feature size down

to the nanoscale, its optical response often depends on the
incident angle1–5. Therefore, to test the robustness of the
camouflaged information hiding with the perturbative
countersurveillance metaoptics, we examined the optical
angle dependency and found that the angle-dependent
responses of the compound nanosieves have little influ-
ence on the invisibility of the concealed information, as
described in the following. Theoretically, the compound
nanosieves with and without perturbations, which can
correspond to the concealed message and the cover
camouflage, have similar angle dependence in the spectral
response, meaning that their reflective spectra will blue-
shift simultaneously and that the difference between them
will not increase with increasing observation angles (a
detailed discussion can be found in Fig. S15). As shown in
Fig. 4a, b, although the reflection spectra of the compound
nanosieves drifted according to the transitions of the
observation angles, the spectral differences caused by
perturbations in D (Fig. 4a) or h (Fig. 4b) had no visible
increase.
To experimentally demonstrate the robustness of

information hiding, we observed the sample in Fig. 3b, iii
(with perturbation 2) under objectives with different
numerical apertures (NAs), which provided different
maximum illuminating angles (Fig. 4c-f). Consequently,
under the objectives of ×50 (NA= 0.8, with a maximum
incidence angle of 53.1°) and ×100 (NA= 0.9, with a
maximum incidence angle of 64.2°), the background color
transformed into green from the original yellow (Fig. 4e, f).
Remarkably, even if placed under a ×100 objective (NA=
0.9), the concealed “SYSU” stayed invisible (Fig. 4f),

verifying the angle-independent information hiding ability
of the perturbative countersurveillance strategy and its
stability while working under ambient conditions.
Compared with previous information encryption

methods based on photonic structures, our perturbative
strategy exhibits three unique functions, which have sel-
dom been considered before. First, an on-demand cover
image can be designed to conceal the real classified
information. With the help of the cover camouflage
information, the hidden message can be stored without
being noticed and transmitted without arousing suspicion
even when there is a supervising third party. Second, our
method possesses the property of countersurveillance,
which means it can self-alarm upon leaking of the con-
cealed information. Third, after a dedicated design of the
perturbations used for the information encryption, near-
perfect information hiding can be achieved. Since the
embedded information can be seen neither from optical
spectra nor from SEM images without the correct
decryption treatments, it can be concluded that what is
concealed in our perturbative strategy is not only the
hidden private information but also the existence of the
hidden information. To the best of our knowledge, most
previous photonic information encryption methods can
hardly provide cover information to misguide potential
enemies28–31. Although several reported approaches
involved the idea of cover information32–34, they did not
possess the capabilities of countersurveillance and near-
perfect information hiding, as demonstrated by our per-
turbative strategy. Therefore, it is believed that this
perturbation-induced countersurveillance strategy can
not only keep private information out of unauthorized
scrutiny even if the cover information is transmitted in
public channels but also inherently monitor possible
attacks, enabling a highly secure paradigm for covert
information storage and exchange.

Discussion
In summary, we presented a perturbation-induced

countersurveillance strategy by manipulating the struc-
tural and thermal perturbations in compound nano-
sieves. The perturbations in the compound nanosieves
helped to conceal private information, while large
structural changes were used to construct innocuous
cover camouflage to erase the existence of hidden
information. With the delicately selected perturbations,
near-perfect information hiding was achieved in the
perturbative metaoptics system. Through the design of
the perturbations, the function of countersurveillance
was then induced, enabling self-indicators of possible
information attacks.
Beyond these highly desired functions for information

encryption, to meet all possible complex demands in real-
world scenarios, it is also possible to develop other
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functions based on our approach. For example, one can
implement a multiple information hiding scheme using
our perturbative method by introducing fake private
information to misguide enemies, since the real infor-
mation and fake information can be concealed by differ-
ent perturbations. Moreover, the whole set of this
information can be embedded in commercial products,
maximally reducing the risk of information leakage during
transportation (see Fig. S16 for a detailed discussion). In
addition, more functionalities based on perturbative
metadevices may be developed when involving metama-
terials or metasurfaces with multi-dimensional modula-
tion regarding optical properties38, material phases39 or
thermal effects12. Our findings not only demonstrate the
promising potential for using perturbations as a powerful
dimension in the construction of functional materials but
also provide a perturbative strategy for securing a safer
world of information and internet of things.

Materials and methods
Numerical simulation
The simulation results were calculated with the finite-

difference time-domain (FDTD) method40 using a com-
mercially available FDTD simulation software package
from Lumerical Solutions. The average value and root-
mean-square (r.m.s.) of the aluminum island film

thickness were set as 4 nm and 8 nm, respectively. The
corr lengths (average correlation lengths of roughness)
were set as 10 × 10 nm2. The size of the unit cell was set as
300 × 300 nm2. The permittivity of aluminum was taken
from Palik41. The refractive index of the ZEP resist was
measured by a SENTECH Spectroscopic Ellipsometer SE
800 PV (Fig. S17).

Optical characterization
The optical images of the samples were captured using

an upright reflective microscope (Olympus BX51M,
Olympus Inc.) equipped with a digital camera
(DCC1645C, Thorlabs). The narrowband light sources
used in this work were obtained by inserting narrowband
filters with corresponding wavelengths into the micro-
scope, and all of their bandwidths were 10 nm. The
experimental reflection spectra were measured by a
spectrograph (SP2500, Princeton Instruments) connected
to the microscope, and an objective of ×10 (NA= 0.3) was
adopted in the measurements.

Morphology characterization
The SEM images were taken by a Zeiss Auriga-39–34

(Oberkchen, Germany) microscope operating at 5.0 kV.
The relative heights of the samples were measured by a
profilometer (Alpha-Step D-600, KLA Tencor).
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Fig. 4 Angle-independent information hiding in the perturbative countersurveillance metaoptics. a, b Simulated angle-dependent reflection
spectra of the compound nanosieves with D perturbation (a) or h perturbation (b), showing no enlarged spectral drifts with the increase in incident
angles of the observing light. The spacer thicknesses of the compound nanosieves in a are 380 nm, and the hole diameters are 50 nm (upper case)
and 60 nm (lower case). The hole diameters of the compound nanosieves in b are 60 nm, and the spacer thicknesses are 380 nm (upper case) and
382 nm (lower case). c–f Images of the cover badge (after the introduction of perturbation 2) in Fig. 3b under white light illumination, observed with
objectives of ×10 (NA= 0.3) (c), ×20 (NA= 0.45) (d), ×50 (NA= 0.8) (e), and ×100 (NA= 0.9) (f), which correspond to the maximum illuminating
angles 17.5°, 26.7°, 53.1°, and 64.2°, respectively. As the objectives changed from ×10 to ×100, the colors of the background changed from yellow to
green because of the angle dependence of the compound nanosieves, but the concealed message (‘SYSU’) steadily remained invisible, verifying the
robust information hiding ability of the perturbative countersurveillance metaoptics
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Fabrication
The 100-nm aluminum reflecting layer was deposited

onto a silicon substrate by an electron beam evaporation
system (DE400, DE Technology) with a speed of 2 Å/s,
and a layer of electron resist (ZEP) was spin-coated onto
the aluminum reflector, followed by a baking process at
180 °C for 10min. The designed patterns of holes were
written in the ZEP resist with a current of 2 nA, a dose of
210, a resolution of 1 nm and a beam step size of 5 nm
using an electron beam lithography system (EBPG5000+,
Riath). The sample was subsequently developed in
dimethyl benzene for 70 s and then immersed in isopropyl
alcohol for 30 s to form the designed distribution of unit
holes in the ZEP resist. Then, an aluminum plasmonic cap
was coated onto the as-fabricated structures under a
sputter current of 100 mA with a duration of 20 s in a
Quorum Q150T ES sputtering system to form nanohole-
based metasurfaces. The thicknesses of the ZEP resist in
the demonstrated badge samples were approximately
390 nm. The thermal processes for perturbation 2 were
performed at 180 °C for 1 min using a hotplate (KW-4AH-
350, Chemat Scientific).
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