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Abstract: Planar achromatic metalenses with a thickness of the order of wavelength have
attracted much attention for their potential applications in ultra-compact optical devices. How-
ever, realizing single-layer achromatic metalenses across a wide bandwidth requires that the
corresponding meta-atoms have complex cross-sections for correct phase profile and dispersion
compensation. Herein, we introduce an effective Abbe number and use lens maker equations
to design a dual-layer achromatic metalens in which we compensate the dispersion by using
a plano-convex liked metalens combined with a plano-concave liked metalens. The stacked
metalens are designed based on simple high refractive index dielectric cylindrical meta-atoms
with different radii, which simplify the design and fabrication processes. We demonstrate that a
dual-layer achromatic metalens has a small focal length difference across the visible wavelength
range and an average focusing efficiency above 50%, which proves that the design method is
promising for many potential applications in multi-functional flat optical devices.

© 2020 Optical Society of America under the terms of the OSA Open Access Publishing Agreement

1. Introduction

Metasurfaces are widely used for wavefront manipulation in designing planar metalens with
high efficiency [1–7]. A planar metalens working in a wide wavelength range is very important
for multi-functional integrated optical devices [8,9]. However, metalens is usually suffered
from optical dispersion, regardless of whether the corresponding phase delay of meta-atoms is
induced by resonance [10–13], geometry-polarization interaction (Pancharatnam-Berry phase)
[14–16], propagation mode [9–17], or effective refractive index [18–20]. To mitigate such
optical dispersion, metalenses that composed of meta-atoms with several dielectric resonators are
designed to compensate for the group delay at corresponding wavelengths [21–24]. For instance,
chromatically corrected three-layer metalens are demonstrated [23], in which each layer composes
one type of resonator and supports one specific wavelength focusing at the same location. Spatial
multiplexing functional metalens is also presented, consisting of a single aperture with different
types of meta-atoms for specific wavelength focusing [24,25]. It is achieved by locating the same
type of meta-atoms in macroscopic areas of aperture or interleaving different types of meta-atoms
in the aperture. However, it remains challenging to design such meta-atoms in a wide continuous
wavelength range since the resonance peaks only appear at discretized wavelengths.

Alternatively, single-layer achromatic metalenses that work in a wide bandwidth are designed
to compensate optical dispersion by minimizing the phase difference of meta-atoms at selected
wavelengths [26–30]. However, the working bandwidth is relatively narrow (60 nm in visible
and 140 nm in near-infrared). The phase profile of metalens is decomposed into two parts:
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typical phase profile at reference wavelength and dispersions at the designed wavelengths. To
extend the working bandwidth, elaborately designed meta-atoms with complex cross-sections
are proposed to satisfy the typical phase profile and compensate the dispersions simultaneously
[31–36]. For instance, the Pancharatnam-Berry phase with circularly polarized incident light is
usually used to match the typical phase profile, and two [33] or five [35] different meta-atoms
are selected to compensate the dispersions at different locations on the metalenses. More
polarization-independent meta-atoms are designed to satisfy the two parts [36] to achieve
achromatic metalenses.

On the other hand, multi-layermetalenses are proposed formonochromatic aberration correction
[37,38]. Compared to single-layer metalenses, multi-layer metalenses have more design freedom,
which enables more possible functionalities on the same device. There are several multi-layer
achromatic metalens design methods have been reported. A single-layer metalens coupled with
a traditional refractive lens is proposed for chromatic aberration correction through artificial
meta-atoms [39], an achromatic doublet metalens is designed based on the combination of
propagation phase and geometric phase [40], and the cascaded metasurfaces with arbitrary
chromatic dispersion is achieved through light trajectories manipulation [41]. In this paper,
we introduce an effective Abbe number into the design of dual-layer achromatic metalens
(DAML) that consists of a dielectric plano-convex liked metalens (PVML) and a plano-concave
liked metalens (PCML). Like the traditional doublet, the optical dispersion is compensated
in broadband due to the reverse dispersion properties of PVML and PCML rather than the
meta-atoms themselves. Therefore, theoretically, we can use arbitrary meta-atoms for metalens
design without considering their phase dispersion.

2. Design theory

The proposed DAML is designed with a PVML and PCML to focus and defocus light beam,
respectively, as shown in Figs. 1(a) and (b). The simulation results show that for normal dispersion,
the focal length of PVML increases with operating wavelength. Conversely, the negative focal
length of PCML decreases with wavelength. Therefore, the PVML and PCML show reverse
dispersion and the phase dispersion in the broadband range can be properly compensated by
stacking them together, as shown in Figs. 1(c) and (d). Here, D is the diameter of metalens, r is
the distance from an arbitrary meta-atom to the center point of metalens, f 1 and f 2 are the focal
lengths of the PVML and PCML, d is the distance between PVML and PCML, n1 and n2 are the
effective indices of cylinders in the surrounding medium, n3, n4, and n5 are the refractive indices
of substrates. We introduce an effective Abbe number to describe the dispersion of PVML and
PCML and to derive the design procedure of DAML.
When a collimated light beam passes through a metalens, the additional phase delay is

introduced in light propagation and the beam is focused on a focal point, as shown in Fig. 1(a).
For a metalens with focal length f 1, the required phase profile is described as

ϕ(r) =
2π
λ

(√
f 21 + r2 − f1

)
+ ∆ϕ, (1)

where r is the distance between an arbitrary point in the lens plane and the center point of the
lens, λ is the light wavelength, and ∆ϕ is the reference phase, which is equal to the phase at the
center point (∆ϕ = ϕ(r)|r = 0).

For a traditional refractive lens in the air with spherical surfaces on both sides, the focal length
can be calculated from the lens maker’s equation

1
f
= (n − 1)[

1
r1
−

1
r2
+
(n − 1)h

nr1r2
], (2)

where f is the focal length of the lens, n is the refractive index of the lens material, r1 and r2 are
the radius of curvature of the lens surface closer and farther from the light source, respectively,
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Fig. 1. Schematics illustration of the dual-layer achromatic metalens (DAML). Schematic of
(a) a plano-convex liked metalens (PVML) and (b) a plano-concave liked metalens (PCML).
(c) The cross-sectional view of the DAML, which includes a pair of PVML and PCML with
reverse dispersion properties. (d) The three-dimensional view of the DAML, which focuses
a parallel white light beam into a spot when the dispersion is compensated properly.

and h is the thickness of the lens, i.e., the distance along the lens axis between the two surface
vertices.

If h is much smaller with respect to r1 and r2, the thin lens approximation can be employed.
The focal length f of the lens is simplified as

1
f
= (n1 − 1)(

1
r1
−

1
r2
). (3)

For our design of PVML or PCML, r2 is infinite and Eq. (3) can be approximated as
1
fi
= (ni − 1)

1
ri
= (ni − 1)ρi, (4)

where fi is the focal length, ρi is the equivalent curvature of PVML (i= 1) or PCML (i= 2).
In traditional achromatic lens design (e.g., doublet), the material dispersion is usually described

by using the Abbe number
V =

nD − 1
nF − nC

, (5)

where n is the refractive index, and the subscripts D, F, and C represent three pre-determined
wavelengths. For the visible wavelength range, they are 589.3 nm, 486.1 nm, and 656.3 nm.

The effective refractive index of the PVML is derived from Eq. (4) as

n1 = 1 +
1

f1ρ1
. (6)

When we obtain the effective refractive index from Eq. (6) at three pre-determined wavelengths,
the effective Abbe number of the PVML can be expressed as

V1 =
n1D − 1

n1F − n1C
=

1/f1Dρ1D

1/f1Fρ1F − 1/f1Cρ1C
. (7)

Similar to the refractive lens, we assume that the dispersion of PVML is only determined by
the effective refractive index and the equivalent curvature ρ1 is independent of the wavelength.
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As a result, the effective Abbe number of PVML is written as

V1 =
f1Ff1C

f1D(f1C − f1F)
. (8)

For the PCML with the focal length of f2 as shown in Fig. 1(b), the required phase profile is
defined as

ϕ(r) =
2π
λ

©«f2 −

√
f 22 + r2 −

(
D
2

)2ª®¬ + ∆ϕ, (9)

where r is the distance between an arbitrary point in the lens plane and the center point of the
lens, D is the diameter of PCML, λ is the wavelength, and ∆ϕ is a reference phase at the edge
(∆ϕ = ϕ(r)|r = D/2). Similar to the derivation of Eq. (8), the effective Abbe number V2 of PCML
is

V2 =
f2Ff2C

f2D(f2C − f2F)
. (10)

The focal length of DAML, ft, is determined by f1,f2, and d in the equation of two combined
thin lens as

1
ft
−

(
1
f1
+

1
f2
−

d
f1f2

)
= 0. (11)

In contrast to PVML, the focal length of PCML cannot be obtained from numerical computation
directly, since PCML does not have a real focal spot. Two methods can be employed to calculate
the focal length. The first one is to fit the focal length with Eq. (9). In this method, the input
parameters are the phase profile ϕ(r) after the PCML with a plane wave incidence, the diameter
D, and the wavelength λ. The focal length f2 can be fitted out automatically with a nonlinear least
square method. The second method is to calculate the focal length with adjoint electromagnetic
simulations [42,43], as shown in Fig. 1(b). There would be a real focal point at the left side of
PCML and f2 obtained directly.
We substitute Eq. (4) into Eq. (11), and rewrite it as

1
ft
= (n1 − 1)ρ1 − (n2 − 1)ρ2 + (n1 − 1)ρ1(n2 − 1)ρ2d. (12)

Achromatic metalens means that ft is independent of the wavelength in a wide range. Therefore,
for ideal conditions, the differentiation of the left side of Eq. (12) (defined as the dispersion of
DAML∆) is equal to zero

∆ =
∂

∂λ

(
1
ft

)
= 0. (13)

By substituting Eq. (12) into Eq. (13) and considering the previous assumption that dispersion
only comes from the effective refractive index, ∆ in Eq. (13) can be written as

∆ = ρ1
∂n1
∂λ

����
λ=λD

− ρ2
∂n2
∂λ

����
λ=λD

+ ρ1ρ2d

[
(n2 − 1)

∂n1
∂λ

����
λ=λD

+ (n1 − 1)
∂n2
∂λ

����
λ=λD

]
, (14a)

where
∂n1
∂λ

����
λ=λD

≈
n1F − n1C

λF − λC
, (14b)

∂n2
∂λ

����
λ=λD

≈
n2F − n2C

λF − λC
. (14c)
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As noted in Eqs. (14b) and (14c), we assume that the refractive index has a linear relationship
with respect to the wavelength. Therefore, we can rewrite Eq. (14a) as

∆ = ρ1
n1F − n1C

λF − λC
− ρ2

n2F − n2C

λF − λC
+ ρ1ρ2d

[
(n2 − 1)

n1F − n1C

λF − λC
+ (n1 − 1)

n2F − n2C

λF − λC

]
. (15)

By considering Eqs. (4) and (5), for achromatic metalens, it can be simplified as

∆
′ = ∆(λF − λC) =

1
V1

1
f1
+

1
V2

1
f2
− d

(
1
V1

1
f1

1
f2
+

1
V2

1
f1

1
f2

)
= 0. (16)

Obviously, for Eq. (16), when we have a pre-designed PVML with a fixed effective Abbe
number V1 and a focal length f1, the PCML with desired effective Abbe number V2 and desired
focal length f2 can be directly solved from Eqs. (11) and (16) if d is fixed as a constant. However, in
most cases, the solution of V2 and f2 cannot match with each other for a real designed PCML (we
will discuss this in more detail in the results section). Thus, the design procedure is transformed
into an optimization problem, which means that, to design a DAML with a focal length of ft, we
have to find a pair of metalenses with V1, f1,V2, f2 from all possible cases of PCML and PVML
to satisfy Eq. (11) and to minimize the dispersion |∆′ |.
All full-wave simulations in this work are implemented by using the finite-difference time-

domain (FDTD) method. Without losing generality, all our designs without specific explanations
are limited to cylindrical metalens, which focuses the incident light on a line [44].

3. Results and discussions

3.1. Meta-atoms

Meta-atom is the foundation of metalens design. As mentioned in the introduction, there are four
types of meta-atoms [10–20] based on different mechanisms of phase delay generation. We use
a high refractive index cylinder as the meta-atom for metalens design, which introduces phase
delay through waveguide mode. It has a simple design, a relatively broader phase response, and
is polarization independent as compared to the other three types of meta-atoms. The designed
DMAL can either be fully embedded in a low index substrate or partially uncovered. We study and
discuss the partially uncovered case firstly and describe the fully embedded case at the following.
Here, the uncovered part in DMAL is the PCML, which is designed with the GaN cylinders
on an Al2O3 substrate. On the other hand, the PVML consists of the GaN cylinders embedded
in the Al2O3 substrate. GaN and Al2O3 are chosen as the materials for our design because of
their mature fabrication technologies in the LED industry [33]. The uniform meta-atom arrays
are simulated using FDTD, and the transmissions and phase delays are obtained, as shown in
Figs. 2(a)–(d). When the radius of the GaN cylinder varies from 25 nm to 75 nm, the phase delay
covers 0-2π at one arbitrary wavelength in the range from 460 nm to 700 nm, and the transmission
is high (> 0.9) in the same range. These properties are important for high-performance metalens
design. Inset in Fig. 2(a) is the schematic of meta-atom with a 900 nm height (H = 900 nm) GaN
cylinder on the Al2O3 substrate and inset in Fig. 2(c) is the 1,400 nm height (H = 1,400 nm) GaN
cylinder embedded in the Al2O3 substrate. They are arranged in uniform arrays with a period (P)
of 195 nm.
As the basic building blocks, the meta-atom directly affects the dispersion of a designed

metalens. Therefore, the group delay (∂ϕ/∂λ) is analyzed based on the calculated phase delay
of meta-atom uniform arrays in Fig. 2(e). It is discovered that the group delay is affected by
the refractive index, the height of the cylinder and the period of the array as shown in Fig. 2(f)
as well as Fig. 3. Although the dispersion of an arbitrary metalens could be obtained from
the meta-atom properties through the superposing method [45], full-wave simulation method
(FDTD) is employed to directly study the dispersion of metalens for convenience.
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Fig. 2. Accumulated phase delay and transmission. (a) Accumulated phase delay and (b)
transmission of the uniform meta-atom arrays (P= 195 nm) with GaN cylinders (H = 900 nm)
on an Al2O3 substrate. Inset in (a) is the schematic of the uncovered meta-atom used for
uncovered PCML design. (c) Accumulated phase delay and (d) transmission of the uniform
meta-atom arrays (P= 195 nm) with GaN cylinders (H = 1,400 nm) embedded in an Al2O3
substrate. Inset in (c) is the schematic of the embedded meta-atom used for embedded
PVML design. (e) Accumulated phase delay and (f) group delay of a series of uncovered
meta-atom arrays (H = 800 nm, R= 40 nm, and P= 195 nm) with different refractive indices.

3.2. Dispersion of single layer metalens

To compensate for the dispersion of metalens, the single layer metalens’ dispersion properties are
first investigated. The meta-atoms are chosen as GaN (n= 2.6) cylinders on Al2O3 (n= 1.55)
substrate. Following the phase profile in Eq. (1) and the phase delay of meta-atoms in Fig. 2(a),
metalenses are designed and simulated for the dispersion investigation through focal length
analysis. Two cases are simulated: (1) a PVML with focal length of f1 = 97.3 µm and numerical
aperture NA= 0.1, and (2) a PVML with f1 = 27.3 µm and NA= 0.34. The normalized field
amplitudes along the lens axis (z-axis) are plotted in Figs. 4(a) and (b), respectively. It can
be seen that the focal length of the PVML is proportional to the wavelength (∂f /∂λ>0) when
the metalens has a simple hyperbolic phase profile only (refer to the inset curve in Fig. 4(a)),
which means that the maximum phase difference on metalens is not larger than 2π. This type of
dispersion is named as normal dispersion. When the metalens has a sawtooth liked phase profile
(refer to the inset curve in Fig. 4(b)), the focal length of the PVML is inversely proportional to
the wavelength (∂f /∂λ<0) in the range from 460 nm to 700 nm, and a second focal spot appears
in the range from 400 nm to 460 nm. This type of dispersion is named as abnormal dispersion.
Similarly, the focal lengths of two PCMLs (with the same diameter and NA as the above PVMLs)
are obtained via an adjoint simulation in which the fields are calculated by propagating an
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Fig. 3. Accumulated phase delay and group delay of meta-atoms. (a) Accumulated phase
delay and (b) group delay of a series of uncovered GaN cylinder arrays (H = 800 nm,
R= 40 nm, and n= 2.56) with different periods. (c) Accumulated phase delay and (d) group
delay of a series of uncovered GaN cylinder arrays (R= 40 nm, P= 195 nm, and n= 2.56)
with different heights.

electromagnetic wave in the opposite direction of the outgoing plane wave [43]. For single-layer
PVML and PCML, their focal lengths in the wavelength range from 400 nm to 700 nm are shown
in Figs. 4(c) and (d). It can be seen that reverse dispersion properties always exist between PVML
and PCML for normal and abnormal dispersion cases.
The sawtooth liked phase profile of metalens leads to the second focal spot and abnormal

dispersion. At the design wavelength, the discontinuity on the phase profile is exactly 2π, and it
does not affect the lens functionality. For other wavelengths, the discontinuity is larger or smaller
than 2π. Thus, the whole phase profile cannot recover to a perfect hyperbolic shape after several
2π phase shift. The whole metalens can be treated as several parts according to the phase profile
discontinuity. The second focal spot and the abnormal dispersion are the interference results
between these parts.
The PVML is separated into two parts, as shown in Fig. 5(a), (i).e., central and side parts as

highlighted by red and green dashed lines. Then, we can equivalently replace the meta-atoms on
the side with the perfect electrical conductor (PEC) to evaluate the performance of the meta-atoms
in the central part (denoted as source S1). Similarly, we can replace the meta-atoms in the central
part with PEC to evaluate the performance of the meta-atoms on the side parts (denoted as source
S2).
As shown in Fig. 5(b), wave interference occurs at point P when two waves originate from

source S1 and source S2 meet while traveling along with the same medium. r1 and r2 are the
vectors from S1 and S2 to point P. The superposed wave equation at point P can be written as

y = y1 + y2 = A cos(ωt + ∆ϕ), (17)
y1 = A1 cos(ωt + ϕ1 − k0ê1 · r1)

y2 = A2 cos(ωt + ϕ2 − k0ê2 · r2)
, (18)
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Fig. 4. Chromatic aberration of metalens. (a) The focal length of the PVML is increased
from 65 to 90 µm within the bandwidth showing a normal dispersion. (b) The focal length of
the PVML is decreased from 20 to 18µm and 32 to 24µm within the bandwidth showing an
abnormal dispersion. A second focusing spot appears within 400 to 440 nm bandwidth for
the PVML due to the inner couplings between the center and side parts. A reverse dispersion
is shown for the (c) normal chromatic and (d) abnormal chromatic metalens.

where A =
√

A1
2 + A2

2 + 2A1A2 cos∆ϕ, ∆ϕ = ϕ2 − ϕ1 − k0 · (r2 − r1), A1 is the amplitude of field
at point P produced by source S1, A2 is the amplitude of field at point P produced by source
S2, ω is the angular frequency, k0 is wave number in free space, ê1 is propagation direction
unit vector of source S1, ê2 is propagation direction unit vector of source S2. When the phase
difference ∆ϕ is an even multiple of π, we will get a superposed field with a maximum amplitude
of Amax = A1 + A2, conversely a minimum amplitude of Amin = |A1 − A2 | would be found when
∆ϕ is an odd multiple of π. Figures 5(c) and (d) show the field amplitude along the lens axis from
the central (S1) and side (S2) parts of PVML. Figure 5(e) shows the cosine function of phase
difference from two sources of S1 and S2, and minimum values can be found near the region of
z= 25 to 35µm due to a destructive interference when the phase difference is an odd multiple
of π. As a result, a jump of the focal length can be found near the region of z= 25 to 35µm in
Figs. 5(f) and (g). The focal length is decreasing with the wavelengths, showing an abnormal
dispersion. The simulation of Fig. 5(f) is from the analytical results of Eq. (1), which agrees well
with the results from FDTD simulations in Fig. 5(g). This demonstrates that the second focal
spot and abnormal dispersion is caused by destructive interference between the 0 - 2π phase
profile of the central part and several 0 - 2π phase segments of the side parts.

In most cases, the focal length of the PVML and PCML is linear to the wavelength. Therefore,
the dispersion (∂f /∂λ) can be represented by the effective Abbe number as derived in Eqs. (8)
and (10). In the two equations, the effective Abbe number is a function of focal lengths at three
pre-determined wavelengths, and directly linked to three effective refractive indices by Eq. (7).
The effective refractive index of metalens is affected by the meta-atoms and their distributions
[29]. For meta-atom with high refractive index cylinders, the design parameters include a
refractive index, height, diameter and period. When the refractive index, height, and period of
meta-atoms are fixed, the distribution is determined by the diameter D, the focal length f and the
reference phase ∆ϕ of metalens. Here, the reference phase ∆ϕ is a unique parameter that does
not affect the key performance (the focal length at the designed wavelength) of metalens, but
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Fig. 5. Second focal spot and abnormal dispersion of PVML. (a) PVML is separated into
two parts, i.e., central and side parts highlighted by dashed red and green dash lines. (b)
Wave interference between S1 and S2. Field amplitude along lens axis from (c) S1 and (d) S2
of PVML. (e) Cosine function of phase difference from two sources of S1 and S2, minimum
values can be found near the region of z= 25 to 35 due to a destructive interference when the
phase difference is an odd multiple of π. Simulation of superposed field amplitude along the
lens axis with (f) analytical formula Eq. (1) and (g) full-wave FDTD simulations.

affects the metalens’ dispersion [26]. For abnormal dispersion, the effective Abbe number is a
negative value based on Eqs. (8) or (10) (fF > fC). The larger absolute value of the effective Abbe
number means smaller dispersion. If there is no dispersion (fF = fC), the effective Abbe number
is infinite. The numerical simulation results show that, for the PVML with a focal length of 27.3
µm, its effective Abbe number varies from −1.78 to −3.15 when the reference phase change from
0◦ to 360◦ and the refractive index of the cylinder is 2.6. The varied range is increased to −1.77
to −9.44 when the refractive index is changed to 3.8 (see Fig. 6 for more details).

3.3. Dual-layer achromatic metalens

Here, we firstly demonstrate a partially uncovered DAML with a focal length of ft = 36 µm and a
diameter of D= 19.5 µm (NA ∼ 0.26). To realize the DAML, the distance between two metalens
(d) is fixed as 2 µm, and GaN (n= 2.6) cylinders embedded in Al2O3 (n3 = n4 = 1.55) are used
as meta-atoms (P= 195 nm, H = 1,400 nm) for PVML design. In this design, the reference
phase is fixed at zero (∆ϕ= 0) and the focal length is varied in a range from 8 µm to 30 µm
(8 µm ≤ f1 ≤ 30 µm) with a step size of 1 µm. The corresponding effective Abbe number V1 is
obtained through full-wave simulation by using FDTD. Then, the corresponding optimal PCML
design is determined by minimizing the dispersion of DMAL (|∆′ |). Based on Eq. (11) and
Eq. (16), the solution of f2 and V2 can be directly obtained. Although it is easy to design a
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Fig. 6. Dispersion of PVML with respect to refractive index and reference phase. The
effective Abbe number of PVML versus the reference phase ∆ϕ and the refractive index
of the cylinders embedded in the Al2O3 substrate. The dispersion is increased when the
reference phase changes from (a, b) 0° to 135°, but decreased from (c, d) 135° to 360°.

PCML with the focal length of f2, it is difficult to ensure that it has the exact effective Abbe
number V2. Alternatively, a database is established, which includes all possible PCMLs with the
designed meta-atoms (GaN cylinders on Al2O3 substrate, P= 195 nm, 450 nm ≤H ≤ 1000 nm,
25 nm ≤ r ≤ 75 nm), zero reference phase (∆ϕ= 0), and the diameter of D= 19.5 µm. This
database has a group of design pairs (f2, V2), and the pair with minimal dispersion is selected.
The final designed partially uncovered DAML consists of a PVML with a focal length of

15.6 µm and effective Abbe number of −4.33 (f1 = 15.6 µm, V1 =−4.33) and a PCML with a
focal length of −27.3 µm and effective Abbe number of −3.24 (f2 =−27.3 µm, V2=−3.24).
The corresponding dispersion |∆′ | of DAML is 6.0×10−3 µm−1. Compared to the single-layer
chromatic metalens with the same focal length at design wavelength (592 nm), the designed
DAML has much less dispersion as shown in Fig. 7. For instance, the single-layer chromatic
metalens has a focal length difference of 36 µm when the wavelength changes from 460 nm
to 700 nm. For the DAML, the focal length difference is just less than 2 µm. The simulated
focusing efficiency of the DAML, which is defined as the ratio of the power of focal spot to the
total incident power, is shown in Fig. 7(b). Maximum efficiency of 59% can be achieved at the
designed center wavelength of 550 nm and average efficiency of 50% can be achieved across the
bandwidth. The proposed DAML has a relatively lower efficiency with respect to the single-layer
chromatic metalens, which is due to the additional losses induced by the PCML. It is possible to
be improved by optimizing the design of each layer of metalens [45,46]. The simulated full width
at half maximum (FWHM) of the focal spots of metalenses is shown in Fig. 7(c). Similar FWHM
can be found for both the designed DAML and single layer chromatic metalens. The simulated
field amplitude profiles of the focal spot at different wavelengths are shown in Figs. 7(d) and (e),
respectively.

After that, a fully embedded DAMLwith a focal length of ft = 36 µm and a diameter of D= 19.5
µm (NA ∼ 0.26) is demonstrated. It consists of a PVML with a focal length of 15.6 µm and an
effective Abbe number of −4.33 (f1 = 15.6 µm, V1 =−4.33) and a PCML with a focal length of
−27.3 µm and effective Abbe number of −3.52 (f2 =−27.3 µm, V2=−3.52). The corresponding
dispersion |∆′ | of DAML is 6.8×10−3 µm−1. Compared to the single-layer chromatic metalens
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Fig. 7. Numerical results of single-layer chromatic metalens and designed DAML. (a) The
focal length of chromatic metalens (red) and designed DAML (blue). (b) Focusing efficiency
of chromatic metalens (red) and designed DAML (blue), which is defined as the power
on focal spot normalized by the power of the incident beam. (c) The full width at half
maximum (FWHM) of focal spots of the chromatic metalens (red) and the DAML (blue).
Field amplitude distribution for (d) chromatic metalens and (e) designed DAML.

with the same focal length at the design wavelength (550 nm), the designed DAML has much less
dispersion as shown in Fig. 8. For instance, the single-layer chromatic metalens has a focal length
difference of 18 µm when the wavelength changes from 400 nm to 700 nm. For the DAML, the
focal length difference is less than 1.5 µm. The simulated focusing efficiency of the DAML is
shown in Fig. 8(b). The maximum efficiency of 55% can be achieved at the designed central
wavelength of 550 nm and average efficiency of 42% can be achieved across the bandwidth. The
simulated full width at half maximum (FWHM) of the focal spots of metalenses is shown in
Fig. 8(c). Similar FWHM can be found for both the designed DAML and single layer chromatic
metalens. The simulated field amplitude profiles of the focal spot for different wavelengths are
shown in Fig. 8(d). The two designed DAML here are both cylindrical metalens. However, the
proposed design method is also applicable for dual-layer circular achromatic metalens design.

It is possible to design a DAML with different NAs. Figures 9(a) and (b) shows the focal length
of DAML with NA varies from 0.18 to 0.53 and Figs. 9(c) and (d) shows the corresponding
focusing efficiencies. For NA smaller than 0.18, it is possible to design a DAML with good
performance specifications. However, smaller NA means longer focal distance and larger
simulation space. Therefore, cases with NA < 0.18 are not optimized and discussed in this
paper due to limited computational capability. For NA larger than 0.53, the second focal spot
appears, and the current dispersion compensation method does not include it for consideration
yet. A modified method should be developed for higher NA cases. For a fixed PVML, slightly
different PCMLs can be chosen to compensate for the dispersion. These results indicate that
small fabrication imperfection has a slight impact on the focal length and the focusing efficiency.
However, the DAML is still working. In previous cases, the distance d between the PCML and
the PVML is fixed as 2 µm. The distance d only has slight effects on the achromatic performance
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Fig. 8. Numerical results of single-layer chromatic metalens and DAML. (a) The focal
length of the chromatic metalens (red) and designed DAML (blue). (b) Focusing efficiency
of chromatic metalens (red) and designed DAML (blue), which is defined as the power
on focal spot normalized by the power of the incident beam. (c) The full width at half
maximum (FWHM) of focal spots of the chromatic metalens (red) and the DAML (blue).
(d) Field amplitude distribution around focal spots for the designed DAML.

Fig. 9. The performance of designed DAML in the wavelength range from 460 nm to
700 nm. The focal length and the focusing efficiency of DAML versus wavelengths when
NA varies in the range (a, c) from 0.18 to 0.53 and (b, d) from 0.24 to 0.28.
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and focusing efficiency when d> 1.8 µm due to the weak near field coupling between the two
layers, as shown in Fig. 10. Therefore, the designed DAML can be fabricated by using a mature
multi-layer electron beam lithography method with a low index dielectric material as a spacer.
It’s also possible to be fabricated by using modified COMS fabrication technologies [47].

Fig. 10. Performance of designed DAML with different distances between PVML and
PCML. (a) Focal length and (b) focal efficiency of the DAML with distance d range from
1,500 nm to 2,500 nm.

4. Conclusions

We have introduced an effective Abbe number for the dual-layer achromatic metalens design in
this paper. The effective Abbe number represents the dispersions of PVML and PCML, which is
affected by the meta-atoms and their distributions. The lens maker’s equation is rewritten for
the design and a pair of PVML and PCML with reverse dispersions is optimized to realize the
DAML. By using this design method, a dual-layer achromatic metalens with simple cylindrical
meta-atoms is demonstrated. The demonstrated DAML in visible wavelength has a similar focal
length (difference < 2 µm), and an average focusing efficiency above 50%. Compared to the other
design methods, our design method has no particular requirements on the meta-atoms. Therefore,
we can choose simple and polarization-independent cylindrical meta-atoms for the achromatic
metalens, paving the way for future multi-functional flat optics devices.
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