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Topological crystalline insulators have been recently predicted and observed in rock-salt structure
SnSe f111g thin films. Previous studies have suggested that the Se-terminated surface of this thin film with
hydrogen passivation has a reduced surface energy and is thus a preferred configuration. In this paper,
synchrotron-based angle-resolved photoemission spectroscopy, along with density functional theory
calculations, is used to demonstrate that a rock-salt SnSe f111g thin film epitaxially grown on Bi2Se3 has a
stable Sn-terminated surface. These observations are supported by low-energy electron diffraction (LEED)
intensity-voltage measurements and dynamical LEED calculations, which further show that the
Sn-terminated SnSe f111g thin film has undergone a surface structural relaxation of the interlayer
spacing between the Sn and Se atomic planes. In sharp contrast to the Se-terminated counterpart, the
observed Dirac surface state in the Sn-terminated SnSe f111g thin film is shown to yield a high Fermi
velocity, 0.50 × 106 m=s, which suggests a potential mechanism of engineering the Dirac surface state of
topological materials by tuning the surface configuration.

DOI: 10.1103/PhysRevX.7.041020 Subject Areas: Condensed Matter Physics,
Materials Science,
Topological Insulators

I. INTRODUCTION

Topological phases of matter have attracted much interest
from the condensed matter physics community. The initial
focus and discovery in this areawas on topological insulators
(TIs) [1–3], in which time-reversal symmetry gives rise to
topologically protected, conducting surface states in insulat-
ing bulk crystals. Beyond TIs, the search for new types of
topologicalmaterials has recently also been extended to other
cases, in which the role of topological protection arises from
other symmetries, including particle-hole symmetry [4],
magnetic translational symmetry [5], and crystalline

symmetry [6]. In the last class of topological materials,
topologically nontrivial properties are protected by crystal-
line symmetry and are thus called topological crystalline
insulators (TCIs) [6]. The TCI phase has been theoretically
predicted and experimentally verified in narrow-gap IV-VI
semiconductors: SnTe [7–11], Pb1−xSnxSe [12], and
Pb1−xSnxTe (x ≥ 0.25) [13–18], with a rock-salt structure.
In these materials, bulk band gaps are located at the four
equivalent L points of the face centered cubic Brillouin zone
[see Fig. 1(c)]; in addition, the energy-level ordering of the
conduction and valence bands at the L points is inverted [19].
A remarkable signature of the TCI phase is the presence of
surface states with an even number of gapless Dirac cones on
the f001g, f111g surface Brillouin zone (SBZ); these states
are protected by the mirror symmetry with respect to the
f110g plane [19–21].
For topological materials, in general, the surface configu-

ration is crucial for their Dirac surface states [22,23]. In
particular, the tin monochalcogenide TCI is an important
platform for investigating the correlation between Dirac
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surface states and its surface configuration. Since the surface
states of TCIs are crystal-symmetry protected, they depend
sensitively on the surface orientation. In particular, the f001g
surface states possess hybridized doubleDirac-cones in close
vicinity to the X̄ point of the f001g SBZ, while the f111g
surface states possess four Dirac cones centered at the Γ̄ and
M̄ points of the f111g SBZ [8]. In previous experiments, the
f001g surface states have beenmore intensively investigated
because the f001g surface is a natural cleavage plane of rock-
salt IV-VI semiconductors. In contrast, the f111g surface is a
polar surface, which is typically difficult to prepare because
of its unstable structure arising from the divergence of the
electrostatic energy along the polar direction, i.e., the well-
known polar catastrophe [24,25]. This phenomenon may be
ameliorated by structural reconfiguration of the surface,
which strongly depends on the type of surface termination.
Until now, a limited surface termination has been employed
in the f111g surface of rock-salt TCI. For example, recent
studies of Pb1−xSnxTe have indicated Te termination of its
f111g surface [14]. Very recently, the TCI phase in a
metastable SnSe f111g thin film with rock-salt structure
has been observed and was found to be Se terminated and
hydrogen passivated using first-principles calculations [26].
Thus, previous experiments have shown the stability
of anion-terminated TCIs, either with Te or Se. The

cation-terminated surface, i.e., the truncated-bulk Sn-
terminated surface, however, was predicted to be unstable,
and, as a result, it undergoes surface reconstruction to
diminish its surface energy [27]. Despite its great importance
to the full understanding of this family of TCIs and its role in
the development of potential high-quality TCI devices, a
comprehensive investigation of the correlation between
surface configuration and topological surface states has thus
far been lacking.
In the present work, we present clear evidence of a stable,

truncated-bulk, Sn-terminated, SnSe f111g TCI, using a
comprehensive battery of experimental and theoretical tests.
We also present the first direct evidence of oscillatory
structural relaxation of the top atomic layers of this TCI.
The surface structure of these thin films is characterized by
using selected-area, low-energy, electron diffraction
(μ-LEED). In addition, LEED intensity-voltage (I-V) mea-
surements, combined with dynamical LEED calculations,
show that our SnSe f111g thin films have a Sn-terminated
surface without surface reconstruction. Instead, structural
relaxation of the interlayer spacing between the Sn and Se
atomic planes occurs. Our angle-resolved photoemission
spectroscopy measurement demonstrates a robust surface
state at the Γ̄ point, with a Dirac point located about 0.4 eV
below EF. In addition, these measurements reveal a much

FIG. 1. (a) Schematic of the lattice structure of rock-salt SnSe. (b) Layered rock-salt SnSe depicted along the f111g direction. (c) The
Brillouin zone of bulk rock-salt SnSe and its projected f111g surface Brillouin zone. (d) Temperature-dependent XRD of
SnSe=Bi2Se3=GaAs acquired using the Cu Kα line. The black dashed box and line denote the diffraction peaks for SnSe f111g
and Se cap, respectively. (e) Raman spectra of GeS-type SnSe (blue line), rock-salt SnSe (red line), and Bi2Se3 (purple line). The
excitation wavelength is 488 nm.
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higher Fermi velocity (vF) in the Sn-terminated SnSe than its
Se-terminated counterpart. The measured bands of
Sn-terminated SnSe f111g are accurately reproduced by
our first-principles calculations. Despite the fact that most
topological material design focuses on composition [28,29],
this work paves the way for obtaining a tunable Dirac point
and Fermi velocity in TCI by modifying the surface
termination; it also clearly shows one potential approach
to manipulation of topologically nontrivial surface states by
tuning the surface structure through the choice of growth
conditions or decapping conditions.

II. RESULTS

A. Characterization

The Sn-Se system is structurally simple, but it contains
very rich phases. The energetically stable phase of SnSe has
an orthorhombic GeS structure, which is a topologically
trivial phase. Molecular beam epitaxy (MBE) is used to
grow a SnSe thin film in a rock-salt structure [see Fig. 1(a)].
This film has a thickness of 26 monolayers and is grown on
a crystalline Bi2Se3 thin film on a GaAs f111g substrate.
The lattice constant of Bi2Se3 is closely matched to the in-
plane lattice constant of rock-salt SnSe and, as a result, the
epitaxial SnSe f111g [see Fig. 1(b)] is constrained to a
rock-salt structure. The growth conditions are detailed in
the Appendix. The growth was carefully monitored and
characterized in situ using reflection high-energy electron
diffraction (RHEED) (see Ref. [30], Sec. I). The SnSe thin
film is protected from ambient atmospheric exposure
following growth with a Se cap in the growth chamber.
Prior to our microscopy or spectroscopy measurements on
each sample, the Se cap was removed by heating at 200 °C
for 30 min in ultrahigh vacuum.
The crystalline structure of the epitaxially grown thin film

was first investigated using temperature-dependent x-ray
diffraction (XRD) from room temperature (RT) to 300 °C
(see Ref. [30], Sec. II, for a discussion on off-axis XRD).
The results, shown in Fig. 1(d), exhibit consistently well-
defined peaks for GaAs f111g, GaAs f222g, Bi2Se3 f006g,
and Bi2Se3 f0015g. In addition, well-defined peaks for
SnSe f111g and the Se cap are seen. Note that in both on-
axis and off-axis XRD measurements, no peak for the
orthorhombic SnSe is observed. Also, the Se cap peaks
started to break down at 200 °C, while the SnSe f111g peaks
slightly shifted because of the thermal expansion and
remained intact until 200 °C. This result suggests that
heating the sample at 200 °C can successfully remove the
Se cap without damaging the SnSe thin film. In addition,
ancillary Raman spectra, which are shown in Fig. 1(e),
support our supposition that this SnSe layer has a rock-salt
structure, which is clearly distinct from the structure of
GeS-type SnSe. Finally, note that the well-resolved SnSe
and Bi2Se3 peaks seen on the as-grown sample indicate no
significant intermixing during growth [31].

As mentioned above, there have been no reports of a
direct measurement of the surface structure of rock-salt
SnSe prior to the present work. Also, since rock-salt SnSe
is a metastable phase, we found that transmission electron
microscopy, which uses high-energy electron beam bom-
bardment of samples, could trigger a transformation in
SnSe and at the SnSe=Se cap interface (see Ref. [30],
Sec. III). Similar electron-beam-induced transformation in
the Sn-Se system was also reported recently in exfoliated
SnSe2 [32]. In order to establish this surface structure,
measurements were carried out on our SnSe thin film using
μ-LEED and LEED I-V. The resulting SnSe μ-LEED
pattern shows one set of sharp hexagonal diffraction spots
along with a faint ringlike background. This result is
consistent with our thin films having one dominant in-
plane crystal orientation along with a small percentage
of randomly misaligned small domains. This observation
allows us to rule out the (2 × 1) or

ffiffiffi
3

p
×

ffiffiffi
3

p
R30°

reconstruction [27].
Additional measurements were made of the sample

surface (see Ref. [30], Secs. IV and V). First, we measure
variations in the domains along the surface. The probing
electron beam (5 μm in diameter) was translated across the
sample for several hundreds of micrometers. No obvious
change in the μ-LEED pattern was observed, indicating
long-range domain uniformity of the thin film. Second, the
surface roughness was quantitatively characterized using
variations in the local surface normal (see Ref. [30],
Sec. III), and the result indicated that epitaxial SnSe
and Bi2Se3 layers were remarkably flat. Moreover, in order
to enable acquisition of the μ-LEED pattern of GaAs f111g
substrate, each of the epitaxial thin layers was successively
removed in situ by heating the sample slowly to 400 °C.
The GaAs f111g substrate was found to display a well-
defined hexagonal diffraction pattern, which was used to
provide a known reciprocal lattice template by assuming
the known lattice constant of GaAs as 5.65 Å [33]. The in-
plane lattice constant of SnSe thin film was then determined
to be 4.28� 0.03 Å by using the reciprocal vector ratio
extracted from our μ-LEED patterns. This value for SnSe is
about 1% larger than the published measured value of
4.23 Å [34], yet it is in good agreement with the structural
optimized value in density functional theory (DFT) calcu-
lations [20,26].

B. Electronic structure

The electronic structure of the SnSe f111g sample
was directly measured using a synchrotron-based high-
resolution ARPES system. Figure 2(a) shows the integrated
core-level photoemission spectrum of the sample. Well-
defined Se 3d and Sn 4d spin-orbit doublets are immedi-
ately apparent in this figure. The peak at 28 eV is assigned
to a replica Sn 4d state originating from the chemical shift
of the Sn surface. (See Ref. [30], Sec. VI, for a photo-
ionization cross-section analysis.) Note that since 26 layers
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of SnSe are much thicker than the penetration depth of the
low-energy photon, it is unlikely that the surface states of
the Bi2Se3 buffer layer will be observed. Figure 2(b) shows
the ARPES band map along the M̄-Γ̄-M̄ high-symmetry
direction acquired using a 25-eV incident photon energy.
Figure 2(c) shows the momentum distribution curves
(MDCs) plot of the band map of Fig. 2(b). In sharp
contrast to the electronic structure of Se-terminated SnSe
with hydrogen passivation, where a Dirac point at the Γ̄
point is located at approximately 0.1 eV below Fermi level
(EF), we observed Dirac-like linear dispersive bands cross-
ing at about 0.4 eV below EF. In addition, to verify the
kz (f111g direction in BZ) dispersion of the band features,
photon-energy-dependent ARPES measurements were car-
ried out (see Ref. [30], Sec. VIII). Figure 2(d) shows the
excerpts from the photon-energy-dependent (hν ¼ 22, 30,
and 34 eV) ARPES band map. The Dirac-like band feature
does not show any noticeable change with varying incident
photon energy over a wide energy range, confirming that it
is a surface state. However, the bands with binding
energy higher than 0.5 eV do show strongly photon-

energy-dependent evolution, indicating their bulk origin.
As shown in Fig. 2(e), linear fitting to the MDC peaks
yields a Fermi wave vector of kF ¼ 0.14� 0.01 Å−1 and a
high Fermi velocity of vF ¼ ð0.50� 0.01Þ × 106 m=s.
The Fermi velocity for the Sn-terminated SnSe sample is
3 times larger than for its Se-terminated counterpart.
To aid in interpreting the electronic structure and the

topological character of rock-salt SnSe, first-principles
calculations were carried out (see the Appendix for
calculation details). In contrast to the method reported in
Ref. [26], in which dangling bonds were eliminated using
hydrogen passivation of the Se termination, a truncated-
bulk surface was used in our calculations. In fact, in our
calculation, the Sn-terminated surface [see Fig. 3(a)] and
the Se-terminated surface [see Fig. 3(b)] are found to yield
strikingly different surface states. In the Sn-terminated
case, the Dirac point is close to the bulk valence band,
while in the Se-terminated case, the Dirac point is close to
the bulk conduction band. This result implies that our SnSe
f111g thin film has a Sn-terminated surface. In fact, a linear
fitting to the calculated surface state of the Sn-terminated

FIG. 2. (a) Core-level photoemission spectrum acquired using 100-eV incident photon energy. (b) ARPES band map (hν ¼ 25 eV)
along the M̄-Γ̄-M̄ high-symmetry direction. (c) MDC plot of the band dispersion shown in panel (b). Energy positions of the Fermi level
and Dirac point are denoted as EF and ED, respectively. (d) Excerpts of the photon-energy-dependent (hν ¼ 22, 30 and 34 eV) ARPES
band maps. (e) MDC peak positions (blue dots) and linear fitting (red dashed line).
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SnSe yields a Fermi velocity of 0.55 × 106 m=s, which is in
good agreement with our measured value. The physical
origin of the Dirac point shift is attributed to the different
electrostatic energy of these two surfaces. In particular, this
z-dependent average electrostatic energy is obtained using
the formula V̄ðzÞ ¼ ½1=ðcAÞ� R z−c=2

zþc=2 dz
R R

A dxdyVðx; y; zÞ,
where Vðx; y; zÞ is the microscopic electrostatic energy, c is
the lattice constant in the z direction (z is the normal of the
SnSe f111g surface), and A is the area of the unit cell in
the x-y plane. The blue (red) curve in Fig. 3(c) is the
average electrostatic energy V̄ðzÞ for the Sn-terminated
(Se-terminated) slab. Even though V̄ðzÞ for the case of the
Se-terminated slab is lower than that of the Sn-terminated
slab in the bulk region, the electrostatic energy of the
former increases rapidly at the surface. As shown in the
inset of Fig. 3(c), at the surface indicated by the vertical
gray line, V̄ðzÞ for the case of the Sn-terminated slab is
lower than that of the Se-terminated slab by about 0.4 eV;
hence, the Sn-terminated case is energetically more favor-
able than the Se-terminated case. This result is consistent
with our ARPES data and first-principles calculations.

C. Surface structure

The surface termination can also be independently
confirmed using μ-LEED I-V analysis. Specifically,
LEED I-V measurements were carried out to extract the
energy dependence of the electron reflectivity of the (00)
diffraction beam. Also, I-V curves were calculated using
dynamical multiple scattering codes [35] for different trial
structures [36]. As a result, the local surface structure can
be reliably determined by comparing the experimental
reflectivity curve with calculated I-V curves [36–39]. As
shown in Fig. 4, the calculated I-V curve of an optimized
Sn-terminated surface accurately reproduces the major
features of our measured I-V curve, while the calculated
I-V curve of a Se-terminated surface is strikingly different
from the experimental data. This result further supports the

fact that a SnSe thin film with a Sn-terminated surface can
best interpret our data. However, because of the complexity
of the surface configuration, alternative interpretations for
the surface stability may be possible, such as the presence
of random antisite defects without reconstruction; thus,
further investigation may be warranted.
An additional important question is the stability of the

polar surface of SnSe. As shown in Fig. 1(b), a SnSe f111g
thin film has a stacking sequence of Sn2þ and Se2− atomic
planes, which gives rise to a surface dipole moment and
surface charge [24]. Such a stacking sequence can be
compensated through the formation of a suitable surface
reconstruction [27]; however, such a compensation mecha-
nism has been ruled out in our case through our LEED
measurement. Another possible charge-compensation

FIG. 3. First-principles calculations of the band structure for (a) Sn-terminated and (b) Se-terminated SnSe f111g thin films.
(c) Average electrostatic energy of Sn-terminated (blue) and Se-terminated (red) SnSe thin films as a function of z. The inset shows a
magnification of the curves at the surface.

FIG. 4. Calculated LEED I-V curves for the (00) diffraction
beam for an optimized Sn-terminated surface (green solid curve)
and a Se-terminated surface (blue solid curve) and the measured
electron reflectivity curve (red dots).
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mechanism is a spatial variation of the slabs along the
dipole direction [25]. Therefore, in our structural-
optimization procedure, the top four layers of the
SnSe f111g thin film with Sn termination are permitted
to adjust their interlayer spacing around their initial value of
1.75 Å, thus enabling charge compensation (see Ref. [30],
Sec. X, for a schematic of the charge-compensation
mechanism). As a result of this calculation, best-fit param-
eters are obtained and summarized in Table I, revealing an
oscillatory, contraction-expansion-contraction pattern for
the structural relaxation in the top few layers of SnSe. This
is the first direct evidence of the oscillatory structural
relaxation predicted by DFT calculation [27]. Note that a
good agreement between calculated and experimental I-V
curves is achieved in the energy range of 20–60 eV
(electron penetration depth in this range is estimated to
be less than 8 Å), suggesting that the structural relaxation is
occurring in the top few layers. However, because of the
limited accessible energy range (20–100 eV), a meaningful
final R factor was not quantified here.

III. CONCLUSION

In conclusion, we have performed comprehensive exper-
imental and theoretical investigation of the surface and
electronic structure of an epitaxial rock-salt SnSe f111g
topological crystalline insulator. This investigation allows
us to demonstrate that our SnSe f111g thin film has a
pristine Sn-terminated surface, which is stabilized via an
oscillatory variation of the spacings between the top few
layers. In our ARPES experiments, robust surface states
with ultrahigh Fermi velocity are observed at the SBZ
center. Such distinct properties may lead to potential
applications in electronic and spintronic devices, and open
a possible route to the manipulation of surface states via
tuning of the surface termination in metastable epitaxial
topological materials.
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APPENDIX: MATERIALS AND METHODS

1. Molecular beam epitaxy growth

MBE growth was carried out with n-doped GaAs f111g
B substrates using a Riber 32 MBE at the University of
Notre Dame. Prior to growth, the substrate was annealed
gradually to 700 °C to remove the surface oxide in situ.
Subsequently, the substrate was exposed to a Se flux of
1.8 × 10−6 Torr at 700 °C for 15 mins. The substrate was
then cooled to 340 °C and allowed to stabilize at this latter
temperature for 40 mins. Bi2Se3 was then grown at the
substrate temperature of 340 °C for 15 mins under simu-
ltaneous incident elemental Bi and Se fluxes of 3.5 ×
10−8 Torr and 1.8 × 10−6 Torr, respectively. Based on the
known flux, the expected thickness of the Bi2Se3 layer was
12 monolayers (about 12 nm). Subsequent to this step, the
substrate temperature was then lowered to 200 °C and
stabilized for 30 mins. SnSe growth was done at a sub-
strate temperature of 200 °C for 17 mins under simu-
ltaneous incidence of an elemental Sn and a Se flux of
2.1 × 10−8 Torr and 2.4 × 10−8 Torr, respectively. The
thickness of SnSe is about 26 monolayers. Se layers were
used to cap the as-grown SnSe thin film in situ so as to
protect the surface from ambient exposure during transport
of the sample [31,40,41].

2. X-ray diffraction

Temperature-dependent XRD was done using a Rigaku
SmartLab x-ray diffractometer. The Se-capped sample was
used for the measurement. The sample stage was made of

TABLE I. Calculated optimum top few layer spacings dij
between the ith and jth atomic planes (the inset of Fig. 4) for
a SnSe thin film with a Sn-terminated surface and the relative
deviation with respect to the bulk layer spacing d0.

Parameters Optimized values (Å) Δdij=d0 (%)

d12 1.64 -6.2
d23 1.89 8.1
d34 1.68 -4.1
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AlN, and the measurement was done in an inert atmosphere
of nitrogen. The temperature was raised at a rate of
5 °C=min and held at the measurement temperature
for 10 mins to stabilize the sample prior to measurement.
High-resolution measurements were achieved by using a
Ge ð022Þ × 4 monochromator on the source end of the
x ray.

3. Angle-resolved photoemission spectroscopy

ARPES measurements were performed at the Dreamline
beamline of the Shanghai Synchrotron Radiation Facility
(SSRF) with a Scienta D80 analyzer. The samples were
decapped in a preparation chamber at 200 °C and then
measured at 40 K in a vacuum with a pressure of less than
5 × 10−11 Torr. The ARPES data were collected within
12 hours after decapping, during which no signature of
surface degradation was observed. The energy and angular
resolutions were set to 15 meV and 0.2°, respectively.

4. Low-energy electron microscopy

Note that μ-LEED measurements were performed at the
Center for Functional Nanomaterials, Brookhaven National
Laboratory, using an ELMITEC AC-LEEM system. In this
system, the sample was annealed in situ from 200 °C (for
SnSe) to 300 °C (for Bi2Se3), and to 500 °C (for GaAs), and
we acquired the μ-LEED in real time. The spatial resolution
is better than 3 nm in the LEEM mode. The electron-beam
spot size in the μ-LEED mode was 5 μm in diameter.

5. First-principles electronic structure calculation

DFT [42,43] calculations of the bulk SnSe electronic
structure were performed using a VASP package [44,45].
The generalized gradient approximation (GGA) [46] was
adopted to describe the exchange-correlation potential.
Hybrid functional (HSE) was also examined and found
to yield comparable results to GGA (see Ref. [30], Sec. IX).
The in-plane hexagonal lattice parameter was set as
a ¼ 4.24 Å, and the height of the repeating unit of the
Sn-Se bilayer was set as 3.46 Å. The energy cutoff was set
to 400 eV. The Brillouin zone was sampled by a 8 × 8 × 3
k-point mesh. A 48-band tight-binding model was then
constructed in the Wannier function basis using a
Wannier90 package [47–49], where the Wannier functions
were generated by projecting the Bloch functions obtained
from DFT calculations above onto the spinor s and p
orbitals located at all the Sn and Se sites. Finally, the
surface states were calculated in a semi-infinite geometry
using the iterative surface Green’s function method as
reported in Ref. [50].

6. Dynamical LEED calculation

The codes from Adams et al. [35], which were developed
from the programs of Pendry [51] and Van Hove and Tong
[52], were used in the dynamical LEED calculations. The

in-plane lattice constant was set to 4.28 Å, a value
determined using our μ-LEED pattern. The Debye temper-
ature for SnSewas set as 210 K. The inner potential of SnSe
was set as 10.1 eV. Note that 12 (L ¼ 11) phase shifts were
used in the calculation.
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